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Preface 
This dissertation uses the Molecular Dynamics (MD) method to simulate the 
asphalt material with different components: asphaltenes, aromatics and saturates. The 
multi-layer graphite nanoplatelets (xGNP) modified asphalt model is also generated to 
evaluate the effect of xGNP particles on asphalt. Different properties of these asphalt 
models are computed and analyzed. The relationships between asphalt-aggregate and 
asphalt-modifier are explored and discussed, as well as the self-diffusion of the asphalt 
binder. The contents in this dissertation are published or submitted to different journals. 
The details are shown as follows. 
Chapter 1 of this dissertation introduces my dissertation, which includes these 
sections: Background, Problem Statement and Challenges, Objectives and Scopes, 
Hypotheses, and organization of chapters. The results were collected and analyzed by me. 
I completed these chapters with my advisors, Prof. Zhanping You and Prof. Qingli Dai. 
Chapter 2 of this dissertation highlights the literatures on asphalt and the application 
of MD in the asphalt material at the atomistic scale. We plan to submit this chapter to the 
journal of “Construction and Building Materials”. The simulation codes and test methods 
were developed, and the results were collected and analyzed by me. I completed these 
chapters with my advisors, Prof. Zhanping You and Prof. Qingli Dai. 
Chapter 3 of this dissertation simulates the asphalt model using common 
components from the references and predicts the physical properties of asphalt material. 
This chapter has been published in the journal of “Fuel”, and the copyright permission is 
XII 
 
attached in Appendix A. The simulation codes and test methods were developed, and the 
results were collected and analyzed by me. I completed these chapters with my advisors, 
Prof. Zhanping You and Prof. Qingli Dai. 
Chapter 4 of this dissertation investigates the moisture susceptibility of nano 
hydrated lime (NHL) modified asphalt mixtures and it determines the fundamental factors 
of moisture damage in asphalt mixtures using the MD method. This chapter has been 
published in the journal of “Construction and Building Materials”, and the copyright 
permission is attached in Appendix A. The simulation codes and test methods were 
developed, and the results were collected and analyzed by me. I completed these chapters 
with my advisors, Prof. Zhanping You and Prof. Qingli Dai. 
Chapter 5 of this dissertation explains the generation of the xGNP modified asphalt 
model and calculates the properties of the asphalt binders using the MD method. We plan 
to submit this chapter to the journal of “Construction and Building Materials”. The 
simulation codes and test methods were developed, and the results were collected and 
analyzed by me. I completed these chapters with my advisors, Prof. Zhanping You and 
Prof. Qingli Dai. 
Chapter 6 of this dissertation analyzes different modulus properties of these asphalt 
models compared with those of the control asphalt model. We plan to submit this chapter 
to the “ASCE journal of Materials in Civil Engineering”. The simulation codes and test 
methods were developed, and the results were collected and analyzed by me. I completed 
these chapters with my advisors, Prof. Zhanping You and Prof. Qingli Dai. 
XIII 
 
Chapter 7 of this dissertation provides an understanding of the mechanism of self-
healing and diffusion of the asphalt on aggregates. We plan to submit this chapter to the 
journal of “Fuel”. The simulation codes and test methods were developed, and the results 
were collected and analyzed by me. I completed these chapters with my advisors, Prof. 
Zhanping You and Prof. Qingli Dai. 
Chapter 8 of this dissertation provides the summary, conclusions and 
recommendations for future studies. The simulation codes and test methods were 
developed, and the results were collected and analyzed by me. I completed these chapters 
with my advisors, Prof. Zhanping You and Prof. Qingli Dai.   
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Abstract 
The main objectives of this dissertation are to build the Molecular Dynamics (MD) 
model for the asphalt binders with three components, asphaltenes, aromatics and saturates, 
and analyze the properties of the asphalt models to discover the interactions and 
mechanisms of asphalt-aggregate and asphalt-modifier. The contributions of this 
dissertation are summarized as follows: (1) the Amber Cornell Extension Force Field 
(ACEFF) was assigned to each component, and most of the parameters of the force field 
were obtained from the General Amber Force Field (GAFF). Electrostatic Potential (ESP) 
charges were assigned to each atom with the NWChem calculation; (2) the modified 
asphalt model with the multi-layer graphite nanoplatelets (xGNP) was generated by the 
MD method to analyze the effect of the modifier on the asphalt binder model; (3) the aged 
components of the asphalt model were proposed, and the analysis of moisture susceptibility 
of asphalt-aggregate by the MD method; (4) the interaction or diffusion of the asphalt 
binder on aggregates was also realized by the MD method.  
The MD simulations and laboratory test evaluations show that (1) the MD asphalt 
model with ACEFF and ESP charges has a better prediction for the different properties 
than the reference model; (2) The primary aging products in the asphalt binder contain 
ketones, carboxylic acids and anhydrides. The difference in adhesion was observed 
between aggregate-asphalt and aggregate-water interfaces; (3) the addition of xGNP 
nanoplatelets in the asphalt model increased the density, viscosity and thermal conductivity. 
The same trend was observed in the experimental data. A better observation of these 
XVI 
 
properties was found in the xGNP modified asphalt model compared to the base asphalt 
model; (4) Different moduli of the asphalt binder models had a trend similar to that of the 
laboratory test results; (5) The asphalt started to diffuse when the activation energy was 
reached, and the contact angle and area of the asphalt-aggregate interface changed. 
Therefore, the findings or conclusions in this dissertation have a good guidance for 
improving the performance of asphalt binders. Most importantly, this dissertation provides 
a promising way to analyze and develop the material and its properties. 
1 
 
Chapter 1  Introduction 
The purpose of this chapter is to provide an introduction of my dissertation, and the 
dissertation includes these sections: Background, Problem Statement and Challenges, 
Objectives and Scopes, Hypotheses, and Organizations of Chapters.   
1.1 Background  
Asphalt has been widely applied for pavement throughout the world, and the usage 
and demand of asphalt binders increases significantly. Ninety percent of the pavement in 
the United States has been paved with asphalt mixtures, and the loose asphalt mixtures are 
formed using the aggregates mixed with asphalt binder at a certain ratio. The asphalt 
mixtures are placed on the surface of pavements by apparatuses. Another important 
application for asphalt is the waterproofing product. The rheological properties of different 
asphalt binders are tested and evaluated by many researchers, and the macro performance 
improvement of the asphalt binders links to the microstructural changes [1-4]. Modified 
asphalt binders have been used tremendously in pavement engineering due to the 
improvements in quality. The microstructural changes and movements of atoms or 
molecules of the asphalt binder still need to be determined and discussed under different 
conditions. The relationships of asphalt-aggregate and asphalt-modifier also need to be 
explored. Researchers from different research areas try to figure out the mechanisms and 
interactions of the movement of asphalt binders, and the molecular dynamics (MD) 
simulation could be an efficient way to explore the mechanism [5]. 
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Asphalt is a brown to black cementitious material and a byproduct of petroleum 
engineering. It is strong, readily adhesive, highly waterproof and durable. The adhesive 
properties of the asphalt binder are utilized to coat aggregates [6]. The characteristics of 
the asphalt binder contribute to the quality of the asphalt pavement. Asphalt material is also 
stable and highly resistant to acids and alkalis. However, the asphalt material can be 
dissolved in petroleum solvents and emulsified by water [6]. The states or properties of the 
asphalt binder can be changed by heat and temperature. The asphalt binder presents an 
elastic property under cold environments, but in a hot condition, the asphalt binder shows 
a viscous performance or reaches a fluid state [7, 8]. The characteristics of the asphalt 
binders are different depending on location, and the components of the asphalt binder are 
slightly different [6]. Natural asphalt was found and utilized as the road materials or 
waterproof products by ancient Babylonians, Egyptians, Greeks and Romans [9]. The first 
asphalt pavement was built in 1870 in Newark, New Jersey. In 1876, the first sheet asphalt 
pavement (lake asphalt, fine sand mix) was constructed in Washington, D.C. [10]. The use 
of asphalt binder has rapidly grown after the 1940s throughout the world [11]. The demand 
of the asphalt material stimulates technological development. As the refining technology 
for crude oil has been developing, it boosts the production and application of asphalt binder. 
The chemical and physical properties of the asphalt binders improve to meet the 
requirements for local standards [1, 3, 4, 6]. In addition, the properties of the asphalt binders 
were simulated by many simulation methods at different scales, such as Discrete Element 
Method (DEM) or Finite Element Method (FEM). Few researchers demonstrated and 
analyzed the characteristics of the asphalt binder and its components on the atomic scale.  
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1.2 Problem Statement and Challenges 
Asphalt from different sources, and modified asphalt binders are widely used for 
pavement, and the modifiers may or may not improve the performance of asphalt pavement. 
The performance tests are normally employed to evaluate the modified asphalt binder. 
Researchers usually make samples to test the performance after the asphalt binder has been 
modified, and it takes time to mix/compact and test samples. The procedures discuss the 
cost of the materials and labor, and most importantly, the time wasted if the new modifier 
does not work. Considering the traditional simulation methods, like the Discrete Element 
Method (DEM) or Finite Element Method (FEM), the test simulations restore the test 
process and obtain the simulation data. However, few researchers study the components of 
the asphalt binder on the atomic scale and understand the fundamental principles and 
mechanisms during the mixing and modification of the asphalt and modified systems under 
different conditions. In addition, the interaction between asphalt and aggregates still needs 
to be explored with or without water to access the moisture damage in the asphalt mixtures, 
especially from an energy viewpoint. The self-healing or self-diffusion of the asphalt 
binder on aggregates also needs to be discovered in the process of healing or movement of 
the asphalt binder. Furthermore, the study of the molecular structure of the asphalt binder 
is still a leading edge research topic in the field of civil engineering materials, and more 
problems or challenges will be faced in material developments. The statements are 
discussed as follows.  
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(1) The development timelines for new materials due to economic competition and 
development are needed to be discussed and developed, as well as the increasing cost 
of materials and labor during the development and manufacturing;  
(2) The discussion of the molecular structure of the asphalt binder helps understand the 
asphalt material and its components, and it can bring new ways and thoughts to improve 
the performance of asphalt binders and mixtures;  
(3) The interactions between asphalt and aggregates are determined from the atomic scale 
or molecular structures, especially from the perspective of energy. The influential 
factors of water susceptibility of asphalt mixtures are discovered, especially the effect 
of aging of the asphalt binder; 
(4) The new parameters of force fields or optimization methods are needed and discussed 
during the generation of the asphalt model or other models. It is necessary that the 
property change and its molecular mechanism of the asphalt binder is explained under 
different conditions;  
(5) The interactions between modifiers and asphalt need to be explained on the atomic 
scale, as well as the improvement mechanisms of modified asphalt binders; 
(6) The self-diffusion of the asphalt binder is also an essential part of the self-healing 
properties. It is necessary to discuss and explore the diffusion or movement 
mechanisms of the asphalt binder on aggregates on the atomic scale under different 
conditions, as well as the interface interactions between asphalt and aggregates.   
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1.3 Objectives and Scopes 
The objectives of this dissertation are to utilize the Molecular Dynamics (MD) 
method to simulate the control and modified asphalt binders, and to predict physical or 
chemical properties of the asphalt binder models or mixture models. The fundamental 
behaviors or mechanisms of asphalt materials during heating and modifications are 
discussed and explained. The results of the studies in this dissertation can be guided and 
generalized for future research or applications. The research objectives are concluded as 
follows. 
(1) Collect literatures on asphalt and the application of MD in asphalt material on the 
atomic scale. The research experience and results of the MD application from other 
researchers were summarized and analyzed. 
(2) Simulate the asphalt model using common components from the references, and predict 
the physical properties of the asphalt material. The Amber Cornell Extension Force 
Field was adopted and utilized in the asphalt model system, and the experimental 
parameters associated with this force field were obtained from the General Amber 
Force Field (GAFF). The density, glass transition temperature and viscosity of the base 
asphalt model were computed and analyzed. 
(3) Investigate the moisture susceptibility of asphalt mixtures modified with nano hydrated 
lime (NHL) and determine the fundamental factors of moisture damage in asphalt 
mixtures using the MD method, as well as analyze the effect that the aging of asphalt 
binders has on the moisture damage in asphalt mixtures. 
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(4) Generate the MD model of the multi-layer graphite xGNP nanoplatelets for the 
modification of the asphalt model. The control asphalt model consists of three 
components: asphaltenes, aromatics, and saturates. This modified asphalt model was 
verified through density calculations and comparisons. The multi-layer graphite model 
was randomly added to the control asphalt model, and the xGNP modified asphalt 
model was built. After the verification of the model, the properties of the control and 
xGNP modified asphalt were computed and analyzed using the MD method, and the 
material properties include the glass transition temperature, viscosity and thermal 
conductivity. 
(5) Simulate the asphalt modified with exfoliated multi-layered graphite nanoplatelets 
(xGNP) using the MD method, and analyze different modulus properties of these 
asphalt models compared with those of the control asphalt model. 
(6) Understand the mechanism of the self-healing and diffusion of the asphalt on 
aggregates. The microscale asphalt mastic samples were prepared with asphalt and fine 
aggregates of a small size (less than 0.3 mm). Microscale dynamic X-ray computed 
tomography was conducted to capture the self-diffusion process of the asphalt in a 
microscale asphalt mastic sample at 80oC using the Advanced Photon Source (APS) 
beamline 2-BM at Argonne National Laboratory. The contact angle, activation energy 
and Mean Squared Displacement (MSD) were analyzed to describe the self-healing 
behaviors of the asphalt materials. 
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1.4 Hypotheses 
When the types of atoms and composition are determined in the model, the bonds 
of atoms are defined by the setting of force fields. The bond lengths with the force constants 
in all of the bonds of models are recorded [12]. Based on the literature review [12, 13], the 
asphalt models and their components are created using the following assumptions. The 
angle parameters, dihedral parameters and force constants are assumed due to the non-
availability of the angle and dihedral types, or these parameters were still being found and 
developing. The models in this dissertation were built based on these assumptions before 
optimization and ensembles. (1) Length assumptions: the lengths of “CH3-CH2, CH2-CH2, 
CH2-CH, CH3-C and CH=C” in straight lines are assumed to be the same bond length 
(around 1.53 Angstrom); the lengths of “C=C, CH=CH and C=CH” in the aromatic ring 
are assumed to be the same bond length (around 1.43 Angstrom); the lengths of “CH2-CH2 
and CH2-C” in a six-membered ring are assumed to be the same bond length (around 1.43 
Angstrom). (2) Angle assumptions: the angle parameters of “CH-CH2-CH3, CH=C-CH3, 
CH=C=CH, CH=C-CH2, C-CH2-CH3, C=C-CH3, C=CH=C, C=C=C, C-CH2-CH2, CH2-
CH2-CH2, CH2-CH2-CH3 and CH2-C=C” are the same; the angle constants of “C-S-C and 
C-S-CH” are the same. (3) Dihedral assumptions: the parameters of “CH3-CH2-CH2-CH2, 
CH3-CH2-CH2-C, CH3-C=CH=C, CH3-C=C=C, CH3-CH2-C=CH, CH3-CH2-CH2=C, CH2-
CH2-CH2-C, CH2-CH2-C=C, CH2-CH2-C=CH, CH2-CH=C=CH, CH=C=C=C, 
CH=CH=C=C, and CH=C=CH=CH” are the same as the parameters of “C-C-C-C” 
(aromatic carbon atoms); carbon atoms in “CH3-CH2-CH2=C and CH3=CH2=CH2=CH2” 
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are assumed to be aliphatic carbon atoms in the plane; atoms in “CH3=C=C-S and C-S-
C=C” are assumed to be on the same plane (Carbon: C; Hydrogen: H; and Sulfur: S). 
1.5 Organization of This Dissertation 
This dissertation is composed of eight chapters, and each chapter in this dissertation 
is published or submitted for journal publications. The details of the chapters are discussed 
and described as follows. 
(1) Chapter 1 provides an introduction of the dissertation, and the dissertation includes 
these sections: Background, Problem Statement and Challenges, Objectives and Scopes, 
Hypotheses, and Organizations of Chapters.   
(2) Chapter 2 presents a literature review for the application of the MD method. The 
purpose of this chapter is to collect the literatures on asphalt and the application of MD 
in the asphalt material on the atomic scale. The research experience and results of the 
MD application from other researchers were summarized and analyzed. We learned 
from other researchers, and established background information on the MD method or 
its application in asphalt material. Several parts of the MD method were organized and 
reviewed, which include the sections: Modified asphalt, Multiscale analysis, Molecular 
dynamics, Force fields, Optimization methods, MD simulation on the asphalt model, 
MD simulation on asphalt-aggregate and asphalt-modifier models. The advantages of 
the MD method were explored and listed for material developments. In addition, 
additional topics and future research issues were also discussed.  
(3) Chapter 3 introduces the MD method to simulate the asphalt model using common 
components from the references and to predict the physical properties of asphalt 
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material. The asphalt model consists of three components: asphaltene, aromatic, and 
saturate, at the ratio of 5:27:41. The docosane and 1, 7-Dimethylnaphthalene represents 
the saturate and naphthene aromatic, respectively. The Amber Cornell Extension Force 
Field was adopted and utilized in the asphalt model system, and the experimental 
parameters associated with this force field were obtained from the General Amber 
Force Field (GAFF). The geometry and energy optimizations of the molecular 
components were used to establish the stable asphalt model system. The density of the 
asphalt model system was calculated with the Amber Cornell Extension Force Field. 
The predicted densities were compared with the laboratory data to verify the model. 
Moreover, the glass transition temperature range of the molecular asphalt model was 
computed from the relationship between the specific volumes and temperatures after 
the molecular dynamics experimental simulation. The glass transition temperature 
range had a good correlation with the experimental data. The viscosity data of the 
molecular asphalt model was calculated using the Muller-Plathe algorithm. The 
predicted viscosities at specific temperatures were also compared and discussed with 
the laboratory data and other published results. In addition, the bulk modulus of the 
molecular asphalt model was determined and obtained by applying the small strain in 
the model boundaries. The results of the analysis of the bulk modulus in the asphalt 
model were compared with the reference data, and these predicted results were better 
than the reference values. 
(4) Chapter 4 demonstrates the extraction and analysis of polar components in the asphalt 
binder and the adhesion between asphalt and aggregate models. The purpose of this 
study is to investigate the moisture susceptibility of nano hydrated lime (NHL) 
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modified asphalt mixtures and determine the fundamental factors of moisture damage 
in asphalt mixtures using the MD, as well as analyze the effect that the aging of the 
asphalt binders has on the moisture damage in asphalt mixtures. The NHL was added 
to the control asphalt to make NHL modified asphalt. The modified asphalt was mixed 
with aggregates to form NHL modified asphalt mixtures. The tensile strength ratio 
(TSR) test was used to evaluate the moisture susceptibility of asphalt mixtures. When 
the TSR test was done, different solutions were used to extract the polar groups from 
the tested asphalt mixtures, and the polar groups were analyzed using Fourier transform 
infrared spectroscopy (FTIR) attenuated total reflection (ATR). When asphalt oxidizes, 
the six functional groups (ketones, carboxylic acids, anhydrides, aldehydes, amides and 
esters) with the carbonyl group can be found in the polar part of asphalt based on FTIR 
ATR spectral data and references. The polar groups with the carbonyl group also 
indicate the extent of oxidation of asphalt binders. The FTIR test results indicate that 
carboxylic acids and ketones were the primary aging products in asphalt, and these two 
carbonyl groups relate to the rutting resistance and moisture susceptibility of asphalt 
mixtures. Furthermore, the MD interface systems of asphalt-aggregate and aggregate-
water were created, as well as the separated systems (asphalt, water, and aggregates). 
The essential mechanisms for the moisture susceptibility of asphalt mixtures were 
explored with MD simulations. The potential energies of the interface systems and each 
separated system were computed to obtain the adhesion energies of the interface MD 
models. The differences in adhesion between the asphalt-aggregate and aggregate-
water systems show that water tends to bind to the aggregate rather than the asphalt. 
This also explains the displacement of water that occurs in asphalt mixtures when there 
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is moisture damage. In addition, the effect of asphalt aging on the moisture 
susceptibility of the asphalt mixture was also analyzed using MD interface models. The 
MD results demonstrate that the aging group in asphalt is helpful in reducing the 
moisture damage in asphalt mixtures. 
(5) Chapter 5 shows the generation of the modified asphalt model and calculation of 
different properties. The molecular model of the multi-layer graphite xGNP 
nanoplatelets was created for the modification of the asphalt model, and the control 
asphalt model consists of three components: asphaltenes, aromatics, and saturates, 
based on our group’s previous study. The multi-layer graphite model was randomly 
added to the control asphalt model, and the xGNP modified asphalt model was 
generated. This modified asphalt model was verified through the density calculations 
and comparisons. After the verification of the model, the properties of the control and 
xGNP modified asphalt were computed and analyzed using the MD method, and the 
material properties include the glass transition temperature, viscosity and thermal 
conductivity. Meanwhile, laboratory tests were conducted to evaluate the viscosity and 
thermal conductivity of the control and xGNP modified asphalt. The test and MD 
simulation results show that: (1) the density of the xGNP modified asphalt model is 
higher than that of the control asphalt model; (2) the glass transition temperature (250 
K) of the xGNP modified asphalt model is closer to the laboratory data of the asphalt 
binders from the Strategic Highway Research Program (SHRP) than that of the control 
asphalt model; (3) the viscosities of the xGNP modified asphalt model at different 
temperatures are higher than those of the control asphalt, and it coincides with the trend 
in the laboratory data. The viscosities of the xGNP modified asphalt model are also 
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closer to the laboratory data of the xGNP modified asphalt compared to those of the 
control asphalt; (4) the thermal conductivities of the xGNP modified asphalt model are 
higher than those of the control asphalt model at different temperatures, and it is 
consistent with the trend in the laboratory data. Therefore, xGNP particles improve the 
performance of the modified asphalt, and the same effect of xGNP model is found in 
the asphalt model using the MD method. 
(6) Chapter 6 describes the method and procedure to generate the modified asphalt model 
and calculate different moduli. The objective of this chapter is to simulate the exfoliated 
multi-layered graphite nanoplatelets (xGNP) modified asphalt using the MD method, 
and to analyze different modulus properties of these asphalt models compared with 
those of the control asphalt model. The multi-layered graphene model was used to 
represent the xGNP particles, which was used to modify the control asphalt in the 
laboratory. The control asphalt model was used in the previous study by the authors. 
The xGNP model was randomly placed in the control asphalt model to prepare the 
xGNP modified asphalt model using the same conditions and procedures as those in 
the laboratory preparation. When the xGNP modified asphalt model was generated, the 
densities of the control and xGNP modified asphalt models were computed and verified. 
Different properties of these models were simulated and calculated in MD simulations 
using procedures similar to those in the experiments, which include the bulk modulus, 
Young’s modulus, shear modulus and Poisson’s ratio. The simulation results indicate 
that the modulus trends of these asphalt models are the same as those of laboratory data. 
The MD simulation data is larger than the laboratory results due to several reasons 
13 
 
discussed in this study. In addition, Poisson’s ratios calculated from MD simulations 
coincide with the laboratory results. 
(7) Chapter 7 displays the self-healing behaviors and MD simulations of the asphalt 
material. This chapter aims to understand the mechanism of the self-healing and 
diffusion of the asphalt on aggregates. The microscale asphalt mastic samples were 
prepared with asphalt and fine aggregates of a small size (less than 0.3 mm). The 
microscale dynamic X-ray computed tomography was conducted to capture the asphalt 
self-diffusion process on a microscale asphalt mastic sample controlled at 80oC using 
the Advanced Photon Source (APS) beamline 2-BM at Argonne National Laboratory. 
The contact angle, activation energy and Mean Squared Displacement (MSD) were 
analyzed to describe the self-healing behaviors of the asphalt materials. The MD 
method was employed to simulate the asphalt molecular diffusion process at different 
temperatures and compute the contact angle between the asphalt and aggregate models. 
The contact angle goniometer was selected to measure the contact angle between the 
asphalt droplet and aggregates at different temperatures. The results of the tests and 
MD simulations show that (1) the asphalt diffused after heating from the x-ray images, 
and the stages and mechanism of the diffusion process of the asphalt on the aggregates 
were brought up; (2) a low contact angle was observed in the interface model of asphalt 
and aggregates at low temperatures using the MD method. The wetting condition 
changed from partial non-wetting to wetting after heating in the interface model. The 
molecules of the asphalt model at high temperatures moved faster than when under low 
temperatures; (3) the test results of the contact angle between the asphalt and aggregates 
verified the assumption of the diffusion process of the asphalt material, which is made 
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by the authors. The test data also validated the MD simulation results at different 
temperatures. 
(8) Chapter 8 provides the summary, conclusions and recommendations for future studies. 
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Chapter 2  Review of the Molecular Dynamics (MD) 
application in the asphalt material 
2.1 Overview 
Molecular Dynamics (MD) is a new research tool to analyze the properties of the 
materials. The usage of the MD method can decrease the discovery time for new materials, 
and reduce the cost of materials and labor during material development. Asphalt material 
is widely used for pavement and waterproofing products. The MD application in the asphalt 
material have been studied by few scholars. The purpose of this study is to collect the 
literatures about the asphalt and the application of MD in the asphalt material on the atomic 
scale. The research experience and results of the MD application from other researchers 
were summarized and analyzed. We learned from other researchers, and established 
background information on the MD method or its application in asphalt material. Several 
parts of the MD method were organized and reviewed, which include the sections: 
Modified asphalt, Multiscale analysis, Molecular dynamics, Force fields, Optimization 
methods, MD simulation on the asphalt model, MD simulation on asphalt-aggregate and 
asphalt-modifier models. The advantages of the MD method were explored and listed for 
material developments. In addition, additional topics and future research issues were also 
discussed.  
The full text of this chapter will be submitted for publication. 
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2.2 Introduction 
There are two common types of pavement widely used in the world, concrete and 
asphalt pavement. The performance of asphalt pavement majorly depends on the properties 
of asphalt and aggregates, as well as modifiers, which are commonly used to improve the 
mechanical and pavement performance. The underlying chemical structure of asphalt 
determines its properties and adhesion/bonding forces with the aggregates and modifiers. 
Asphalt is relatively stable and highly resistant to acids and alkalis [6]. However, asphalt 
can be dissolved in petroleum solvents and emulsified by water. The state of asphalt can 
be changed by heat and weather, and ambient temperatures strongly affect the performance 
of asphalt. In a cold environment, the asphalt mainly presents the elastic property, but in a 
hot environment, the asphalt mostly shows the viscous property and even reaches the liquid 
state at higher temperatures [4, 14, 15].  
Asphalt is a residue from the distillation process for crude oil under a boiler, and it 
is composed of many elements (carbon: 82.9% - 86.8%; hydrogen: 9.9% - 10.9%; nitrogen: 
0.2% - 1.1%; sulfur: 1.0% to 5.4% and oxygen: 0.2% - 0.8% [6]). There are also trace 
amounts of some metal atoms in the asphalt. The locations of these atoms and connections 
affects the properties of asphalt. The oxidation of asphalt is the primary issue for the 
performance of asphalt and it causes the degradation of asphalt. In accordance with the 
Superpave report [6], asphalt has been separated by the Corbett and Rostler methods. Four 
components, asphaltenes, saturates, napthene aromatics and polar aromatics were separated 
by the Corbett method and five components, asphaltenes, paraffins, second acidiffins, first 
acidiffins and nitrogen bases, by the Rostler method. Asphalt is from different sources with 
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different compositions. In addition, asphalt can be used for waterproofing products, besides 
paving roads.  
The performance of the asphalt binders and mixtures is tested and analyzed by 
different tests. The researchers have used many computational tools or methods to 
understand the asphalt and its behaviors under different loading and temperature conditions. 
The Discrete Element Method (DEM) and Finite Element Method (FEM) are commonly 
used to simulate the asphalt and explore the responses of asphalt binders or mixtures. The 
asphalt material and the analysis tool, Molecular Dynamics (MD), are mainly discussed in 
this study.  
2.3 Modified Asphalt 
The distress of asphalt pavement occurs after a few years of service. Different 
modifiers are applied to improve the overall performance of asphalt binders and mixtures, 
and extend the pavement life. Based on the literature review [16], the polymer materials 
were widely used for the modification of asphalt, and polymer modifiers include Styrene-
Butadiene-Styrene (SBS) [17], Styrene-Butadiene-Rubber (SBR) [18], Ethylene Glycidyl 
Acrylate (EGA) [19], rubber [20, 21], different fibers [22-24], plastics [25, 26], etc. The 
SBS modified asphalt binder increased the flexibility and cracking resistance at low 
temperatures, and also increased the resistance to rutting and healing characteristics 
compared to unmodified asphalt binder [17, 27, 28]. The SBR can increase the ductility, 
elasticity, adhesion and cohesion between the asphalt and aggregates, as well as the 
reduction of oxidation in the asphalt mixtures [18, 29]. The EGA largely decreased the 
moisture susceptibility of the asphalt pavement, and also reduced the permanent 
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deformation by increasing the amounts of EGA in asphalt pavement [19]. The original 
rubber results in the improvement of ductility and resistance to rutting in asphalt pavement. 
The effect of the rubber or crumb rubber contents, particle size and temperature on the 
performance of rubber modified asphalt binder was analyzed. The crumb rubber improved 
the high-temperature viscosity and reduced the low-temperature stiffness when compared 
to the original [20, 21, 30]. The fibers improved the high-temperature performance in the 
modified asphalt binder due to the physical properties of fibers, and different sizes of fibers 
(micro-fibers [31] or nano-fibers [32, 33]) were also applied to the modification of the 
asphalt binders and mixtures, including polymer fibers [24, 34], or carbon fibers [31-33]. 
The polystyrene and polyethylene-based copolymers were also used successfully in the 
modification of asphalt, and the mechanical properties of the modified asphalt were 
strongly enhanced [35, 36]. The morphological analysis of these asphalt binders was 
conducted by the Field Emission Scanning Electron Microscopy (FE-SEM) [31], and the 
chemical bonding information was observed by the Fourier Transform Infrared 
Spectroscopy (FTIR) [14]. 
Nanotechnology, a new material processing technology, emerged and 
nanomaterials were also adopted to enhance the performance of asphalt. The nanomaterials 
have nanoclay, nanosilica, carbon nano-fibers [33, 37], nano hydrated lime [38, 39], 
nanotubes [40], etc. The nanoclay largely reduced the rutting susceptibility in the asphalt 
matrix, and it is likely that the nanosilica had a positive effect on high-temperature 
performance and aging resistance [7, 8]. The carbon fibers improved the viscosity and 
complex shear modulus of asphalt binders, and the nano hydrated lime was designed to 
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reduce the moisture susceptibility [31, 39, 41]. The nano powdered rubbers also have a 
great improvement on the softening point and equivalent softening point of the modified 
asphalt binders [42]. These nanomaterials have a good dispersion in the asphalt matrix from 
the FE-SEM images, and the anti-aging properties of the modified binder were enhanced 
by FTIR results.  
Some waste products cause environmental pressure, and it is also good to use waste 
materials in the asphalt to reduce environmental impact or alleviate the distress of asphalt 
pavement. The waste materials include electronic wastes [43, 44], waste fibers [24], waste 
glass [45], waste engineering oils [46], waste tires/rubber [21], recycled asphalt pavement 
[45, 47], etc. These waste materials have a good impact on the high- or low- temperature 
performance, as well as the resistance to moisture damage.  
There are many types of modified asphalt binders under development. Different 
modification mechanisms were explored, and many analysis tools or tests were used to 
evaluate the properties and predict the field performance. It is common to use the Finite 
Element Method (FEM) or Discrete Element Method (DEM) to analyze or simulate the 
behaviors of the asphalt binders or mixtures. The FEM and DEM were developed for many 
years in material engineering, and many useful models or algorithms were used for 
different purposes or predictions. However, there are some limitations on the input 
parameters in these methods, which can be affected by different operators or methods in 
the laboratory. The analysis scale used in these methods is also a problem; they only focus 
on the macro or meso scale. Based on these limitations, the Molecular Dynamics (MD) 
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method emerged in the field of material engineering or physical areas with the rapid 
development of computational resources.  
2.4 Multiscale Analysis 
There are many numerical analysis methods to simulate the materials on different 
scales, different length/distance and time scales. Different algorithms are applied to solve 
various differential equations or simulation problems on computers based on physical 
theories. In 1687, Newton’s Principia was published, and the calculus provided a new way 
to process the infinitesimal changes in movement. Newton’s method in classical physics 
was used by researchers for several centuries, and the foundation for classical mechanics 
was laid out by Newton. Most models were built based on Newton’s laws and methods. 
Quantum mechanics (QM) is also a branch of physics to process the actions or phenomena 
of atoms or photons, which is inexplicable by classic physics [48]. Most natural phenomena 
in theoretical science are substantially non-linear, and the iterated approximations are 
employed to solve the “non-linear” problem. Errors between the theory and experiments 
may occur due to some unknown parameters. However, the computer simulations bridge 
the connection between analytic theories and experiments. The computer simulations can 
also change the properties of components to analyze the response of the materials and 
structures, and it is one of the advantages for simulations compared to the experiments. In 
computer simulations, there are many length- and time- scales to fulfill different purposes 
and properties of materials (Figure 2.1), such as (1) simulations on the electronic/atomistic 
scale, which can be implemented by these methods: self-Consistent Hartree-Fock (SC-HF), 
self-Consistent Density Functional Theory (DFT) (SC-DFT), Car-Parinello (ab initio) 
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Molecular Dynamics (CPMD), Tight-Binding (TB), Quantum Monte Carlo (QMC), etc.; 
(2) simulations on the atomistic/microscopic scale by Molecular Dynamics (MD), Monte 
Carlo (MC) with classical force fields, Hybrid MD/MC, Embedded Atom Method (EAM), 
Particle in Cell (PIC), etc.; (3) simulations on the microscopic/mesoscopic scale by MD 
and MC with effective force fields, Dissipative Particle Dynamics (DPD), Phase Field 
Models, Cellular Automata (CA), Mean Field Theory (MFT), Finite Element Method 
(FEM), Smooth Particle Hydrodynamics (SPH), Lattice-Boltzmann Method (LBH), 
Dislocation Dynamics, Discrete Element Method (DEM), etc.; and (4) simulations on the 
mesoscopic/macroscopic scale by Hydrodynamics, Computational Fluid Dynamics (CFD), 
Finite Element Methods (FEM), Smooth Particle Hydrodynamics (SPH), Finite Difference 
Methods (FDM), Cluster and Percolation Models, etc [48].  
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Figure 2.1. Range of different length/distance and time scales in computational 
simulations 
In these simulation methods, the FEM and DEM were popularly used for the asphalt 
binders and mixtures for many years. Many researchers have contributions for different 
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simulations by FEM [49, 50] and DEM [51-53]. There are mainly two ways to conduct the 
simulations for asphalt binders and mixtures. (1) The structures of the asphalt binders and 
mixtures were generated by the DEM or FEM method; (2) The structures of the asphalt 
binders and mixtures were formed by the images from scanning real samples. Different 
properties and tests were simulated by different methods and algorithms, and different 
contact models were explored for different simulation requirements [54, 55], as well as 
two-dimensional (2D) [56] and three-dimensional (3D) [57] applications. The input 
parameters of DEM and FEM methods are from the test data, and the parameters can also 
be affected by many factors. The DEM and FEM methods are also validated as an effective 
way to understand and analyze the materials [53, 55].  
The DEM and FEM methods focus on the mesoscopic/macroscopic scale to simulate the 
materials. However, in this study, the use of Molecular Dynamics is discussed for the 
asphalt material on the atomistic/microscopic scale. (1) The MD method is a new tool for 
researchers to understand the physical or chemical properties of materials, and explore the 
movements of molecules on an atomic scale. (2) The usage of MD can describe the details 
of molecules or atoms over a certain time, and it can be utilized to study the specific 
principles/problems of molecules/atoms or materials. It is easier and cheaper than doing 
experiments in the laboratory. (3) In MD simulation, a specific contribution or property 
can be altered, and it leads to analyze the effect of the changed property. The fundamental 
research/predictions in the old or newly developed materials are understood. (4) The 
material behaviors or responses can be analyzed and predicted under extreme conditions, 
such as very high and low pressures or dangerous situations. (5) The discovery time of new 
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materials is expedited, and the cost of the development of materials is reduced compared 
to that of the traditional material, because the extensive preliminary test data needs to be 
determined whether or not the new material works. The setup and difficulty/failure during 
testing are the factors used to obtain the experimental data. The cost of materials and labor 
and discovery time increase in the process of successfully obtaining the test data in early 
stages. In addition, the success rate of new material development can be improved using 
MD simulations.   
2.5 Molecular Dynamics Method 
Molecular dynamics is a computer simulation on the molecular movement of 
numerous N-body particles based on the physical principles of atoms and molecules. A 
given period of time is allowed for interaction between the atoms and molecules. The 
trajectories of atoms and molecules are determined by Newton’s law and the forces 
between the atoms and molecules and are defined by the applied force field. The method 
originated and was further developed in the 1950s and is now applied in the chemical 
physics, material science and biomolecules [58, 59]. Due to the number of particles in a 
complex system, the experimental MD simulation generates cumulative errors in numerical 
integration. The errors could be minimized by proper algorithms and parameters, but 
cannot be eliminated. The ergodic hypothesis was obeyed in the system and all microstates 
in an isolated system are possible and equally probable over a long period of time [60]. 
The MD analysis provides a new way to fundamentally understand the material behaviors 
and properties from a particular standpoint. The behavior mechanism of materials can also 
be explored, and it is good for researchers to modify and improve the properties of materials. 
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The evolution of dynamics in molecules determines the properties of the systems. 
The “statistical mechanics” and “Laplace’s vision of Newtonian mechanics” describes the 
behaviors of molecular dynamics. The simulation size and time were elaborated so that the 
calculation time is reasonable (normally, less than one week) [61]. Currently, there are five 
kinds of MD simulations, which include Microcanonical ensemble (NVE ensemble), 
Canonical ensemble (NVT ensemble), Isothermal-isobaric ensemble (NPT ensemble), 
Isoenthalpic-isobaric ensemble (NPH ensemble), and Generalized ensembles [62]. (1) In 
the Microcanonical ensemble (NVE ensemble), the number of moles (N), volume (V) and 
energy (E) in the isolated system are not be changed. The system experiences an adiabatic 
process and no heat exchange occurs. In this situation, the total energy of the system is 
conserved and only the exchange between the kinetic and potential energy can proceed in 
the system. (2) In the Canonical ensemble (NVT ensemble), the number of moles (N), 
volume (V) and temperature (T) of the system will not be influenced by other parameters 
and it is considered to be constant temperature molecular dynamic (CTMD). In NVT, the 
energies of exothermic and endothermic processes are exchanged through a thermostat. 
Many thermostat methods are available for adding and removing the energy in the system 
through the system boundaries in a realistic way. The popular techniques used to control 
the temperature are the Nose-Hoover thermostat, Nose-Hoover chains, the Berendsen 
thermostat, the Andersen thermostat and Langevin dynamics. (3) In the Isothermal-isobaric 
ensemble (NPT ensemble), the number of moles (N), pressure (P) and temperature (T) will 
be conserved. The thermostat and barostat are needed in the system and its conditions close 
to the laboratory conditions (ambient temperature and pressure). The volume of the system 
can be changed freely. (4) In the Isoenthalpic-Isobaric ensemble (NPH ensemble), the 
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number of moles (N), pressure (P) and enthalpy (H) in the MD system are conserved. In 
NPH, the volume is available to be changed for the energy calculation, internal energy and 
kinetic energy. (5) The generalized ensembles is described by the replica exchange method. 
It was created for the slow dynamics in the disordered spin systems and can be considered 
to be parallel tempering. 
Energy minimization or geometry optimization is another one, and the alternation 
of geometry leads to the low energy of the system. Different simulations will cause systems 
to reach a state of equilibrium. In addition, many kinds of software are available for MD 
simulations, for instance, Adun, Computer Simulation of Molecular Structures (COSMOS), 
Large-scale Atomic/Molecular Massively Parallel Simulator (LAMMPS), Monte Carlo 
Method (Towhee), Materials Processes and Simulations (MAPS), Materials Studio, 
Nanoscale Molecular Dynamics Program (NAMD), etc. The procedure of the MD 
simulation is shown in Figure 2.2. 
 
Figure 2.2. Calculation steps in MD simulations  
Step 1: Calculate 
energies from the 
initial positions, 
ݎ(௧ୀ௢), choose short 
Δt
Step 2: Applied 
velocity/forces, ܨ =
− ߘܸ ݎ ௜ and ܽ =
ܨ/݉
Step 3: Change the 
locations of atoms, 
ݎ(௜ାଵ) = ݎ௜ +
ܸ(௜)∆ݐ + ଵଶ ܽ∆ݐଶ + ⋯
Step 4: Time elapses, 
ݐ = ݐ + ∆ݐ
Step 5: Repeat step 2 unless you obtain appropriate 
results.
The impact of temperature/pressure in the system can 
also be considered.
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2.6 Force Fields 
A force field is used to define the energy calculations of the atoms in the systems. 
The parameters and functions in the force fields are based on the experimental test data and 
quantum mechanical calculations. There are many force fields developed by researchers 
for different materials and purposes, such as the Dreiding Force Field [63], General Amber 
Force Field (GAFF) [64, 65], Chemistry at HARvard Molecular Mechanics (CHARMM) 
Force Field [66], Condensed-phase Optimized Molecular Potential for Atomistic 
Simulation Studies (COMPASS) Force Field [67], Optimized Potential for Liquid 
Simulation (OPLS) Force Field [66], etc.  
(1) DREIDING Force Field 
The DREIDING Force Field [63], a generic force field for molecular dynamics and 
simulations, leads to an accurate prediction for organic systems. Different types of atoms 
are used in the DREIDING Force Field, and atoms with the same type of atom of the same 
element are identically treated in the force field. The five parameters are used to simulate 
the types of atoms and dynamics, and the parameters are as follows: the first two characters 
indicate the chemical elements, and the third character specifies hybridization: 1=linear 
(sp1), 2=trigonal (sp2), and 3=tetrahedral (sp3). The fourth character is employed to 
describe the implicit hydrogen number. The fifth character is created for the function of 
alternative characteristics.  
The potential energy (E) of molecules can be expressed by the summation of 
bonded interaction energy (Eval) and non-bonded interaction energy (Enb), and it is shown 
in equation (2.1). The four part interactions are counted in the DREIDING Force Field, 
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such as bond stretch (EB, two-body), bond-angle bend (EA, three-body), dihedral angle 
torsion (ET, four-body) and inversion terms (EI, four-body). The expression is shown in 
equation (2.2). The non-bonded interactions are comprised by the van der Waals or 
dispersion (Evdw), electrostatic (EQ) and explicit hydrogen bond (Ehb) terms, and are shown 
in equation (2.3). 
E = Eval + Enb                                                                                                       (2.1) 
Eval = EB + EA + ET + EI                                                                                       (2.2) 
Enb = Evdw + EQ + Ehb                                                                                           (2.3) 
The bond stretch interaction would be expressed as a simple harmonic oscillator in 
the DREIDING Force Field [63], and it is shown in equation (2.4). For the two bonds IJ 
and JK sharing a common atom, the angle bend energy can be calculated using equation 
(2.5). For the torsion interactions between the two bonds IJ and KL connected through a 
common bond, JK, the energy expression is as shown in equation (2.6). For atom I bonded 
to three other atoms, J, K, and L, the inversion energy describes the energy required to 
force three bonds onto the same plane or keep bonds in the same plane. The energy 
expression is shown in equation (2.7). 
E = ½ ke (R - Re)2  and ke = (δ2E/δR2) R=Re                                                        (2.4) 
EIJK = ½ CIJK [cos θIJK – cos θ0J]2                                                                        (2.5) 
where θ is the angle between bond IJ and JK. The equilibrium angles θ0J can be extrapolated 
from the nearby element in the same column of the periodic table.  
EIJKL = ½ VJK (1 – cos [nJK (φ – φ0JK)])                                                              (2.6) 
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In the equation above, φ is the dihedral angle (angle between the IJK and JKL planes), nJK 
is the periodicity (an integer), VJK is the barrier to rotation (always positive), φ0JK is the 
equilibrium angle. 
Esinv (ψ) = ½ Kinv (ψ – ψ0)2                                                                                  (2.7) 
Referring to the equation above, ψ is the angle between the IL bond and JIK plane. Kinv is 
the force constant. 
(2) General Amber Force Field 
The General Amber Force Field (GAFF) is used for proteins and nucleic acids, and 
the parameters GAFF are primarily designed for organic molecules, which consists of 
hydrogen, carbon, nitrogen, oxygen, sulfur, etc. [64, 65]. The formula for GAFF is shown 
in equation (2.8). 
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ௘௤)ଶ + ∑ ܭఏ(ߠ − ߠ௘௤)ଶ + ∑ ௏೙ଶௗ௜௛௘ௗ௥௔௟௦ [1 +௔௡௚௟௘௦௕௢௡ௗ௦
cos(݊߮ − ߛ)] + ∑ [஺೔ೕோ೔ೕభమ −
஻೔ೕ
ோ೔ೕల௜ழ௝
+ ௤೔௤ೕఢோ೔ೕ]                                                                         (2.8) 
where ݎ௘௤  and ߠ௘௤  are the structural parameters at equilibrium; ܭ௥  and ܭఏ  are the force 
constants; n and ߛ are the parameters for dihedrals; A, B and q are the potentials for non-
bonded atoms; ܴ௜௝ and ߳ are the distances and well depth for the van der Waals forces. 
(3) Chemistry at HARvard Molecular Mechanics (CHARMM) Force Field 
The CHARMM program is developed and maintained at Harvard, and the force 
field has been applied to many materials, such as proteins, Deoxyribonucleic acid (DNA), 
Ribonucleic acid (RNA), lipids, etc. The energy function of the CHARMM force field is 
shown in equation (2.9) [68].  
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ܸ൫ ෠ܴ൯ = ∑ ܭ௕(ܾ − ܾ଴)ଶ + ∑ ܭѲ(Ѳ − Ѳ଴)ଶ + ∑ ܭ௎஻(ܵ − ܵ଴)ଶ௎௥௘௬ି஻௥௔ௗ௟௘௬ +௔௡௚௟௘௦௕௢௡ௗ௦
∑ ܭఝ(1 + cos(݊߮ − ߜ))ௗ௜௛௘ௗ௥௔௟௦ + ∑ ܭఠ(߱ − ߱଴)ଶ௜௠௣௥௢௣௘௥௦ +
∑ [ߝ௜௝௠௜௡ ቈ൬ோ೘೔೙௥೔ೕ ൰
ଵଶ
− 2 ൬ோ೘೔೙௥೔ೕ ൰
଺
቉ + ௤೔௤ೕସగఌబఌ௥೔ೕ]௡௢௡ି௕௢௡ௗ௘ௗ	௣௔௜௥௦ + ∑ ܷ஼ெ஺௉(߮, ߰)௥௘௦௜ௗ௨௘௦ (2.9) 
where the parameters, ܭ௕, ܭѲ, ܭ௎஻, ܭఝ and ܭఠ	are the force constants. ܾ଴, Ѳ଴, ܵ଴, ߱଴ are 
structural parameters, Other parameters are the same as mentioned above in other force 
fields. CMAP energy is the numerical correction for proteins, and Urey-Bradley is a 
quadratic function of the distance.  
(4) Condensed-phase Optimized Molecular Potential for Atomistic Simulation Studies 
(COMPASS) Force Field 
The interactions in the COMPASS force field are complex compared to the other 
force fields [69]. The stretching bond and bending angles were represented by a polynomial 
with different orders. The formula of COMPASS force field is shown in equation (2.10). 
ܧ௧௢௧௔௟ = ∑ [ܭଶ(b − ܾ଴)ଶ + ܭଷ(b − ܾ଴)ଷ + ܭସ(b − ܾ଴)ସ] + ∑ [ܭଶ(ߠ − ߠ଴)ଶ +௔௡௚௟௘௦௕
ܭଷ(ߠ − ߠ଴)ଷ + ܭସ(ߠ − ߠ଴)ସ] + ∑ [ܭଵఝ (1 − cosφ) + ܭଶ(1 − cos2φ) + ܭଷ(1 −
cos3φ)] + ∑ ܭଶ߯ଶ + ∑ ܭ(ܾ − ܾ଴)(ܾᇱ − ܾᇱ଴) + ∑ ܭ(ܾ − ܾ଴)(ߠ − ߠ଴) + ∑ (ܾ −௕,ఝ௕,ఏ௕,௕ᇲఞ
ܾ଴)[ܭଵܿ݋ݏ߮ + ܭଶܿ݋ݏ2߮ + ܭଷܿ݋ݏ3߮] +∑ (ߠ − ߠ଴)[ܭଵܿ݋ݏ߮ + ܭଶܿ݋ݏ2߮ +ఏ,ఝ
ܭଷܿ݋ݏ3߮] + ∑ (ߠᇱ − ߠᇱ଴)(ߠ − ߠ଴) +௕,ఏ ∑ ܭ(ߠ − ߠ଴)(ߠᇱ − ߠᇱ଴)ܿ݋ݏ߮ + ∑ ௤೔௤ೕ௥೔ೕ௜,௝ఏ,ఏ,ఝ +
∑ ߳௜௝[2௜,௝ (௥೔ೕ
బ
௥೔ೕ)
ଽ − 3 (௥೔ೕ
బ
௥೔ೕ)
଺]                                                                                     (2.10) 
where the energy function consists of two sections, valence terms and non-bond interaction 
terms.  Other parameters are used in other force fields.  
(5) Optimized Potential for Liquid Simulation (OPLS) Force Field 
The OPLS all-atom force field was developed by Prof. Jorgensen, and it was used 
to describe the organic molecules, peptides and proteins [70]. The parameters of bonding 
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and angle were adopted from the Amber force field, and the torsion parameters were 
obtained from the ab inito calculations. The energy formula is shown in equation (2.11). 
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ଴)ଶ + ∑ ܭఏ(ߠ − ߠ଴)ଶ + ∑ [௏భଶௗ௜௛௘ௗ௥௔௟௦ [1 + cos(߮ −௔௡௚௟௘௦௕௢௡ௗ௦
φଵ)] + ௏మଶ [1 − cos(2߮ − φଶ)] +
௏య
ଶ [1 + cos(3߮ − φଷ)] +
௏ర
ଶ [1 − cos(4߮ − φସ)]] +
∑ ௜݂௝[஺೔ೕ௥೔ೕభమ −
஼೔ೕ
௥೔ೕల௜வ௝
+ ௤೔௤ೕ௘మସగఢబ௥೔ೕ]                                        (2.11) 
where, the total energy is composed of two parts, bond interactions and non-bond 
interactions.  ௜݂௝ is the fudge factor. Other parameters are presented above in other force 
fields.  
2.7 Optimization Methods in Molecular Dynamics Simulation 
When the molecular systems are built based on the components at a certain ratio, 
the energy optimization and data smoothing would be required to optimize the molecular 
systems. These procedures would help the researchers understand more about the systems 
they built and use more ways to calibrate and validate the systems. The methods used in 
these studies are as follows. 
(1) Method of Steepest Descent 
The method of steepest descent, also called stationary phase method, utilizes the 
Laplace’s method to approximate an integral, where the targeted function deforms a 
contour integral in the complex plane and closely passes a stationary point through the 
steepest descent. The method was first brought out by Debye in the year 1909 and it is used 
to estimate the Bessel functions and Riemann-Siegel formula [71]. In the MD simulation, 
the steepest descent method was employed to find the minimum energy Emin.  
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ܧ௠௜௡ = ׬ ݂(ݖ)݁ఒ௚(௭)݀ݖ஼                                                                                  (2.12) 
where C is a contour (graph of contour integral) and λ is large (real number) in Laplace’s 
method. In other words, the required integral deforms the contour of integration where 
derivative g’ (z) is zero (saddle point) so that the contour g possibly reaches the extreme 
point and is also a real number. However, the value in the saddle point does not mean that 
the extreme point is in the contour, or vice versa, due to the boundary condition. 
(2) Conjugate gradient method 
It is common that the conjugate gradient method is used for optimization problems 
in different systems with direct or iterative methods. It was developed by Hestenes and 
Stiefel in 1952 [72]. The formulas of the conjugate gradient method are shown below [72-
74]. 
ܣݔ = ܾ, ܣ ∈ ܴ௡×௡ and	ݑ்ܣݒ = 0, (direct method)                                                       (2.13) 
f(x) = ଵଶ x୘Ax − x୘b, x ∈ R୬, (iterative method)                                                             (2.14)     
where A is symmetric, positive and real; b is a coefficient; and vectors u and v are non-
zero. 
(3) Savitzky-Golay Filter 
The Savitzky-Golay filter is a digital filter to smooth the data points and increase 
the signal-to-noise ratio (SNR) without highly distorting the signal. In the convolution 
process, it is also used to fit adjacent data points with a low-degree polynomial by the 
method of linear least squares. If an analytical solution can be obtained by the least-squares 
equations through data processing, the convolution coefficients would be applied to 
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estimate the smoothed data/signals of two or three dimensions based on the mathematical 
procedures generalized by Abraham Savitzky and Marcel Golay [75-78]. 
௝ܻ∗ = 			 ∑ ஼೔௒ೕశ೔
೔స೘೔సష೘
ே 				                                                                                         (2.15) 
where Yj is a running index of original data. Each Ci is equal to one and N is the number 
of convoluting integers for calculating the moving average. The Savitzky-Golay filter is 
also commonly used as a moving average filter to smooth the data fluctuations, and it can 
highlight the data trend or cycles.  
(4) Particle-Particle-Particle-Mesh (PPPM) 
The Particle-Particle-Particle-Mesh (PPPM) is a kind of Ewald summation based 
on the Fourier method, and two advantages from Particle-Particle (PP) and Particle-Mesh 
(PM) are combined in PPPM. The PP method is to find the short-range contribution, and 
the PM method is to find the total slowly varying force (TSVF) contribution. The forces in 
the PPPM method are separated into two parts (equation (2.16)), and these forces can be 
displayed by the inverse-square-law forces (equation (2.17) and equation (2.18)) [79].  
ܨ௜௝ = ܨ௜௝௦௥ + ܨ௜௝௠                                                                                                            (2.16) 
ܨ(ݎ) = ௤మସగఢబ
ଵ
௥మ 	(ݎ ≫ ܽ)                          (2.17) 
ܨ(ݎ) = ௤మସగఢబ௔మ (
଼௥
௔ −
ଽ௥మ
௔మ +
ଶ௥ర
௔ర )	(ݎ ≪ ܽ)                       (2.18) 
It describes two uniformly charged atom with total q and radius a/2, and Other parameters 
are presented above. 
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2.8 Molecular Dynamics Simulation on Asphalt model 
Based on the Corbett and Rostler methods, the asphalt binder was separated into 
several components, and researchers created a relatively simple model to represent the 
asphalt with three components. Two asphaltene structures (asphaltene1 [80] and 
asphaltene2 [81]) were introduced from the studies of Artok [80] and Groenzin [81]. The 
n-docosane (n-C22H46) and 1, 7-Dimethylnaphthalene were treated as saturates and 
aromatics, respectively. The contents of these components are based on the molar mass of 
the asphalt model, and different percentages of these components were used in several 
references [13, 82]. The OPLS-aa force field was assigned in this asphalt model, and 
different properties of the asphalt model were analyzed through LAMMPS and the Monte 
Carlo (MC) Method [13]. The densities of the naphthalene and 1, 7-Dimethylnaphthalene 
are close to the experimental data. The density trend of the asphalt with different 
temperatures coincides with the laboratory trend, and there is still a minor difference 
between MD simulation and experimental data. The glass transition temperature was 
estimated from around 298.15 K (25oC) to 353.15 K (80oC) based on the results of the 
thermal expansion coefficient and isothermal compressibility. The low compressibility and 
high modulus were observed in the asphalt models, and it has a large difference between 
the experimental data and MD simulation [13].  
The molecular orientations of different components were analyzed at different 
conditions. The molecules of asphaltene 1 stay parallel to each other at a low temperature, 
but T-shaped for molecules of asphaltene 2. The situation was reversed at high 
temperatures. The molecules of asphaltene 1 and asphaltene 2 keep intermolecular 
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orientation around 40o. The angle of fused aromatic rings in the naphthalene is around 0 to 
20o [83]. The new seven components were used to model Canadian/Lloydminster (AAA-
1) asphalt, and the physical properties and microstructure of the asphalt models were 
analyzed to better represent the real asphalt. The seven molecules of the AAA-1 model 
include n-C22, 1, 7-dimethylnaphthalene, ethylbenzothiophene, 3-pentylthiophene, 7, 8-
benzoquinoline, ethyltetralin and asphaltene 1 or 2. The density, thermal expansion 
coefficients, and solubility parameters agreed with the experimental data, and it is better 
than the prior study [84]. The asphatenes of the AAA-1 model remained parallel. However, 
the intermolecular orientation changed after polymer modification. The viscosities of the 
AAA-1 or modified one were calculated by Green-Kubo or Einstein methods [84]. A 
nonlinear regression was used to compute the rotational relaxation time in the asphalt 
system. The Green-Kubo and Einstein methods were used to calculate the viscosity at high 
temperatures. A modified Kohlrausch-Williams-Watts (KWW) described the results of the 
correlation function for asphalt models, and the Vogel-Fulcher-Tammann (VFT) equation 
also described the temperature dependence of relaxation time. The diffusion of each 
component was estimated, and the neat naphthalene moved fastest compared to the other 
components [85]. The dynamic properties of the model are contributed from each molecule. 
The relaxation time of molecules in the base or modified asphalt systems was computed 
and analyzed at the temperature range from 298. 15 (25oC) to 473.15 K (200oC). The KWW 
was also used to determine the correlation function for each component: asphaltene, polar 
aromatic, naphthene aromatic, C22 and polystyrene. The decrease in temperature led to the 
increase in relation time, and the modifier, polystyrene, reduced the correlation function. 
At low temperatures, the rotation of molecules slowed down more than translational 
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diffusion. The viscosities were estimated by the Debye-Stokes-Einstein equation, and the 
trend of viscosities was similar to that in literatures [86]. However, there is a huge 
difference between the MD simulation and test data.  
The “cooee bitumen” was simulated by four types of molecules using the MD 
method: saturate hydrocarbon, resinous oil, resin, and asphaltene. One aging reaction was 
considered in this case, resins to asphaltenes, based on the trend of experimental data. The 
mass of the asphalt system is not constant during the reaction. The diffusion and stress 
autocorrelation function of the molecules in the “cooee bitumen” model were analyzed, as 
well as the rotational dynamics of the aromatics. The aging in the model causes the total 
mass to increase and leads asphaltenes to aggregate more and slow down dynamics [87].  
Recently, twelve types of molecules were selected and mixed to represent the 
Canadian/Lloydminster (AAA-1), Venezuelan (AAK-1) and USA/West Texas (AAM-1) 
binder in order to improve the characteristics of the model compared to the previous model 
based on the contents of sulfur and carbon and ratio of carbon and hydrogen in aromatics 
and aliphatics. The asphaltene molecules were modified by Mullins [81, 88]; the 
rheological and physical properties of the asphalt model were analyzed by the MD method 
with the OPLS force field. The Hansen solubility parameters (HSP) of four components or 
each individual molecule were obtained with three-dimensional (3D) space fitting or Van 
Krevelen and Hoftyzer methods. There are similar HSPs observed with two approaches. 
However, it is difficult to predict the HSPs of sulfur-containing compositions. The 
difference in density between the new asphalt model and experimental data is around 
0.06g/cm3, and it is better than the previous model’s result [89]. The wide molecular 
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weights were observed in these components, and six independent temperatures were used 
in this simulation from 298.15 K (25oC) to 533.15 K (260oC). The modified Kohlrausch-
Williams-Watts function was used to regress the correlation time to estimate the relaxation 
times of each molecules. The increased size and decreased temperature caused the 
reduction of rotational relaxation rate in the molecules. It is interesting to obtain that the 
activation energy of these molecules is around 42 kJ/mol, and the diffusion coefficient and 
rotational relaxation time changes from 358.15 K (85oC). The viscosities of the model at 
the temperature of 533.15 K are estimated through the Debye-Stokes-Einstein theory, and 
the results are consistent with the test data [90].  
The self-healing mechanisms of the asphalt binder were researched using the MD 
method, and the binder model contains one asphaltene, 12 naphthene molecules, and 6 n-
C23 at a ratio of 20:20:60 by the molecular mass. The self-diffusion function of molecules 
in asphalt covered the crack interface. The influence of chain length and branching of 
molecules on the self-diffusion was also studied in the asphalt model. The MD simulation 
results show that the increase of branching decreased the rate of diffusion in the crack 
interface, but the reversed trend was observed for the CH2/CH3 ratio in the model [91].  
The effect of the antioxidants (eg, coniferyl-alcohol lignin) in the asphalt was 
studied based on Quantum Chemistry (QC), and the physical and chemical behaviors of 
the modification were developed [92]. The modification and aging mechanisms between 
the antioxidants and asphalt were explored through the chemical reactions using the 
Reactive Force Field (ReaxFF). The predication is also validated by the X-ray 
Photoelectron Spectroscopy (XPS) test. The aging effect of asphalt led to a chain-breaking 
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phenomena and reacted with oxygen. The molecules with a light molecular weight (alkanes 
and sulfoxides) were formed, and the oxidation and hardening of asphalt continued. 
Sulfoxides (initial stage) and ketones (following stage) are the major aging products from 
the reactions, and during the aging process, some intermediate chemicals were observed 
through MD simulation on an atomic scale. Therefore, the aging mechanisms include the 
oxidative hardening, chain-breaking of saturates, sulfoxidation, ketonization of benzylic 
carbons, etc. There is a positive effect of anti-aging of coniferyl-alcohol lignin in asphalt 
from the MD simulations and test results [92].  
The intrinsic healing characteristics of asphalt binders have a correlation with 
thermodynamic properties and surface free energy, as well as the activation energy. The 
effect of chain length and branching of molecules for self-healing properties were also 
analyzed through MD simulations [93]. It can be verified by the FTIR results. The apparent 
activation energies (AAE) of the components (aromatic and aliphatic) in asphalt were 
tested based on the molecular movement, and the AAE of the aliphatic is higher than that 
of aromatic. It infers that the energy barrier of aromatic is low for movement of molecules. 
The explanations of this low energy can be demonstrated from two sides, (1) the spin-
diffusion interaction, and (2) in-plane rotation [94].  
The nanoaggregation of the asphaltene (one of the components of asphalt) was 
studied using the MD method, and four types of asphaltenes were modeled and layered by 
toluene and water, two uncharged asphaltenes, and two with a carboxylic group. The 
uncharged asphaltenes stayed around central positions of toluene layer, and two with a 
carboxylic group neared the interface between the toluene and water. The diffusions 
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direction of the asphaltenes in the toluene were parallel to the interface between the toluene 
and water, and the diffusion in other directions was suppressed [95]. The molecular 
oscillation behaviors of the asphaltenes were observed at the interface of oil and water 
based on the interfacial tension (IFT) results [96]. The aggregation mechanisms of the 
asphaltenes in different solvents (water, toluene and heptane) were investigated, and three 
different models with similar molecular weight represent asphaltenes. The MD results 
show that the asphaltenes aggregate with less surface-active in a pure solvent. The average 
structure of asphaltenes reflects the bulk properties, but not surface active properties [97].  
The aggregation of the asphaltenes was also investigated with different 
aliphatic/aromatic ratios using MD simulations. There is no relationship between the 
aggregation level and aliphatic/aromatic ratios. The main aggregation force of asphaltene 
in toluene is from the attraction between the poly-aromatic cores, and the size and stability 
of asphaltenes were reduced in toluene relative to water [98]. The aggregation of the 
asphaltenes was investigated under heating using the MD method. The dissociation of the 
hydrogen bond in asphaltenes occurred at 523 K, and interactions between the aromatic-
aromatic molecules were relatively stable. When the temperature increased to 673 K, the 
disruption of some aromatic-aromatic molecules started. The aliphatic chains and polar 
functional groups help stabilize the structure of the asphaltenes [99]. The influence of 
intermolecular interactions was evaluated during the aggregation process. A strong 
aggregation of asphaltenes was observed in heptane, and there is no further aggregation of 
asphaltenes peptized by resins based on the Molecular Mechanics (MM) and Molecular 
Dynamics (MD) methods [100]. There is also a relationship between the aliphatic side 
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chain length and aggregation level of asphaltenes in water. The aggregation is beneficial 
from the relative short or long aliphatic chains in asphaltenes, but not intermediate chains 
based on the MD simulations. The π-π interactions mainly led to the aggregation of 
asphatlenes with short aliphatic chains, and the θ-θ and π-θ interactions caused the 
asphaltenes with long aliphatic chains to aggregate together [101]. A linear trend between 
the hydrogen/carbon ratio and mean solubility parameter of the fractions in asphalt or oils 
was observed, and the solubility parameter can be deduced by the amount of hydrogen. No 
relationship between the amounts of heteroatom in asphalt and mean solubility parameter 
was found due to different contents in different asphalt or oils [102]. 
It is useful to calculate the density of the asphaltenes, as it relates to the structures 
of asphaltenes. In MD simulation, the density of asphaltenes with an average structure is 
lower than the experimental values, and the large aromatic rings and low hydrogen-carbon 
ratio lead to a high density of the asphaltenes from the calculated results with structural 
factors [103]. The aging issue of asphalt causes pavement distresses, and the aging effect 
of components of asphalt was studied, such as asphaltenes and resins. Different aging levels 
of asphaltenes and resins were considered in the MD systems, and the system energy, 
density and glass transition temperature were monitored and computed. The MD 
simulation results indicate that the amount of oxygen in asphaltenes affected the glass 
transition temperature (Tg), and Tg decreased when the oxidation level increased. However, 
there is no obvious trend between oxidation level of resins and glass transition temperature. 
The high temperature also provides more thermal energy to accelerate the movements of 
molecules and break the association between them [104].  
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Therefore, few components were used and mixed to represent the asphalt in MD 
simulations. The different properties of each component and asphalt models were 
simulated and analyzed. However, limited properties of the asphalt model were calculated, 
and there are still some properties that need to be explored.  
2.9 Molecular Dynamics Simulation on Asphalt-aggregate model 
The relationship between the asphalt and aggregate was developed and the asphalt-
quartz structure model of the interface was used in the system. The CVFF_aug force field 
was considered in this simulation to characterize the inter-atom interactions. The shear 
stress and viscosity were evaluated and the acceptable simulation results were obtained in 
the study using the CVFF_aug force field. In the further study, the elastic properties, 
stiffness, shear modulus, Young’s modulus and Poisson’s ratio were calculated in the 
asphalt mixtures using molecular modeling. The deformation and failure of asphalt-rock 
systems were also researched when the system was subjected to uniaxial tension. The 
tensile strength and adhesion failure of this interface system was controlled by 
environmental conditions and shear stress rate [105]. 
Moisture damage is one of the major distresses in asphalt mixtures, and the effect 
of water on the interface between the asphalt and aggregates was investigated. Two asphalt 
models were composed either of asphaltene1 or asphaltene2, aromatics and saturates. The 
1, 7-Dimethylnaphthalene and n-docosane (n-C22H46) represented the aromatics and 
saturates [13]. The structure of the quartz is used to represent aggregates. The asphalt-
water-quartz (three-phase) system was generated to understand water diffusion and the 
mechanism of moisture damage. Different properties of the asphalt model with the CVFF 
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force field were calculated to calibrate the asphalt model, including density, thermal 
expansion coefficient, isothermal compressibility, and bulk modulus. The general trends 
of these results were similar to the references, but improvements are needed for future 
research. The adhesive stress of the interface model under the tension was recorded to 
quantify the adhesion stress between the asphalt and aggregate with or without water. From 
the simulation tests, the maximum strength around 250 MPa can make a gap with 2.8 
angstrom between the asphalt and aggregates. It is different from the laboratory data, and 
it is caused by the defect-free atomic models and the spatial limitations. The surface texture 
and porosity of the real aggregates are also the reasons for the differences between the 
laboratory and simulation data. It is noticed that the loading rate on the interface model 
does not have much effect on the adhesion strength between the asphalt and aggregates in 
MD simulations. The model size effect of interface models was also considered, and the 
smallest size of the interface model has a largest adhesive stress. The stress decreased with 
the increase in model size. However, the adhesive stress between the asphalt and aggregates 
tends to be stable when the model size of model-3 is 3 times larger than the original one. 
In addition, different water contents in the interface models (three-phase systems: asphalt-
aggregate and asphalt-water-aggregate) were used to investigate the effects of moisture. 
The simulation results indicate that the interface strength between the asphalt and aggregate 
decreased with the increase in water content in the interface models. The chemical 
compositions of the asphalt models also have an influence on the moisture susceptibility 
of interface models. It is observed that the temperature can also significantly affect the 
interface strength in the asphalt-aggregate and asphalt-water-aggregate models [106].  
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2.10 Molecular Dynamics Simulation on Asphalt-modifier model 
Two types of modifiers were used to modify the asphalt model, Styrene-Butadiene-
Styrene (SBS), and Maleic Anhydride Grafted SBS (MAH-g-SBS). The structures of 
asphaltenes determined the effect of modifiers based on the MD simulation results. The 
asphalt binder models with more alkanes tend to agglomerate together, as well as with more 
SBS modifiers [107]. A single polystyrene chain, with a molecular weight of 5223.6 g/mol 
was added into the asphalt model, which contains asphaltene2 [81], n-docosane (n-C22H46) 
and 1,7-Dimethylnaphthalene. The addition of the polymer in the base asphalt increases 
the density and bulk modulus, and decreases the thermal expansion coefficient and 
isothermal compressibility of the modified asphalt model [13]. The polystyrene molecules 
with 50 units were added to the AAA-1 model, and modified AAA-1 model was prepared. 
The density increased after the modification. The temperature susceptibility of the 
modified AAA-1 model decreased based on the results of the bulk modulus, isothermal 
compressibility, and expansion coefficients, and the diffusion slowed down after 
modification. The first peak positions of asphaltenes changed with the temperatures based 
on the radial distribution function (g(r)), as well as asphaltenes in the modified AAA-1 
model. A high folding angle between aromatic rings in the AAA-1 model was observed 
with increasing temperatures, as well as rings in the modified AAA-1 model. The polymer 
modification did not change intermolecular orientations of small molecules and 
intramolecular orientation of molecules, or the packing and radial distribution. The 
polystyrene molecules changed the distribution of asphaltene 2, and low-temperature 
intermolecular orientations [84].  
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The base asphalt and asphalt with linear Styrene-Butadiene-Styrene (SBS) were 
simulated using the molecular dynamics method to understand the self-healing mechanism. 
The COMPASS (Condensed-phase Optimized Molecular Potentials for Atomistic 
Simulation Studies) Force Field was used for the base and SBS modified asphalt model. 
The structures of the linear SBS and modified asphalt are shown in Figure 2.3. The density 
and glass transition temperatures of the base and SBS modified asphalt models were 
calculated, and the results are identical to those of real asphalt. A simple crack interface 
model of the asphalt was generated, and the diffusion of asphalt was simulated. The 
diffusion coefficients were calculated from the mean square displacement (MSD). The 
presence of SBS in the base asphalt increases the diffusion under high temperatures. The 
activation energy and pre-exponential factors were also analyzed to define the self-healing 
properties of asphalt [108]. It is common to use the polymeric materials to enhance the 
thermos-mechanical properties of asphalt and reduce the period of pavement maintenance 
and increase the service life. Styrene-Butadiene Rubber (SBR) was used to modify the 
control asphalt, and the different properties of the control and modified systems were 
investigated, including the volumetric, structural and dynamic properties. In MD 
simulations, the addition of SBR did not affect the volumetric properties of the modified 
asphalt model, and it caused the aggregation of asphaltenes, as well as reducd the mobility 
of the asphalt components [109].  
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Figure 2.3. The molecular structure of linear Styrene-Butadiene-Styrene 
Note: the black atom represents carbon and the white atom indicates hydrogen. The molar 
mass of SBS (C108H116) is 1414.08g/mol [108]. 
2.11 Summary and Recommendation 
This study reviewed the application of molecular dynamics to understand the 
asphalt material in the field of civil engineering. Most of the references listed in this study 
focused on the property analysis and development of asphalt material. The application of 
molecular dynamics was divided into six parts: molecular dynamics method, force fields, 
optimization methods, molecular dynamics simulation on asphalt, and molecular dynamics 
simulation on asphalt-aggregate and asphalt-modifier. Based on the literature review, the 
primary viewpoints were summarized as follows. 
(1) The application of the asphalt material was demonstrated in different areas. The 
components of the asphalt material were explicitly classified based on two methods, 
Corbett and Rostler methods. The properties of the asphalt changed with the ambient 
temperatures, and it consists of elastic and viscous parts. The element analysis in the 
asphalt material was also discussed.  
(2) The performance of the asphalt material can be improved by different modifiers. The 
researchers tried to use various materials to enhance the performance to fulfill different 
45 
 
requirements. The modifiers include polymers, fibers, nanomaterials, and waste 
materials, etc. For instance, SBS, SBR, EGA, different kinds of rubbers with various 
sizes, fibers with different sizes (micro- and nano-fibers), different plastics, many kinds 
of nanomaterials (Nanoclay, nanosilica, nano-fibers, nano hydrated lime, nanotube, 
etc.), and waste materials (waste tire rubber, waste plastic, waste fibers, waste glass, 
waste oils, etc.) were used. These modifiers improved the properties of the asphalt 
material, or a specific property. The mechanisms of the modifiers in the asphalt 
materials are different and found by different tests and simulations, and the mechanism 
includes physical dispersion and enhancement, chemical reactions, physical dispersion 
and chemical reactions. The tests have Superpave Tests, Marshall Tests, SEM, FTIR, 
Gel permeation chromatography (GPC), Atomic-force microscopy (AFM), Nano 
indentation, etc. In the computer simulations, the DEM and FEM methods were 
commonly employed to disclose the mechanism and simulate the properties of the 
asphalt binders and mixtures.  
(3) The asphalt material was analyzed and simulated on different scales, and there are 
electronic, atomic, microscopic, mesoscopic, and macroscopic scales. The length of the 
materials is from Angstrom to meter, and the timeframe is from femtosecond to second. 
Various methods and tools can be employed for analysis on different scales. The DEM 
and FEM methods primarily concentrated on the meso- and macro- scales. The MD 
discussed in the study essentially focused on the atomistic scale.  
(4) The MD is a new method for material analysis due to the development of computational 
resources. The MD provides a fundamental view for different materials, and five kinds 
of simulations are commonly used including NVE, NVT, NPT, NPH, and generalized 
46 
 
ensemble. Many methods and algorithms were employed to realize different thoughts 
and analyses and better understand the materials and its development. The procedure 
of MD simulations was also discussed, and LAMMPS and MC methods were usually 
utilized for MD simulations.  
(5) Force fields are the energy functions or parameters to define and calculate the energies 
or potentials in systems. All-atom force fields regulate coefficients for every atom in 
systems. Many force fields and the calculation equations were presented and explained. 
Different force fields may be suitable for different materials or properties. Different 
optimizations were also introduced to minimize the system energy and reach the 
equilibrium state. The optimization methods have 1) the method of steepest descent, 2) 
conjugate gradient method, 3) Davidon-Fletcher-Powell formula, 4) Broyden-Fletcher-
Goldfarb-Shanno algoritm, etc.  
(6) Different components (asphaltenes, napthene aromatics, polar aromatics, and saturates) 
were composed of the asphalt model in accordance with the Corbett method. Many 
properties of the asphalt models were calculated and inferred, and compared to the 
laboratory data, as well as the properties of each component in the asphalt models. The 
properties include the density, thermal expansion coefficient, glass transition 
temperature, isothermal compressibility, solution parameters, bulk modulus, etc. The 
molecular orientations of components were studied to analyze the effect of 
locations/positions of atoms or molecules, which can be linked to the changes of 
properties in the asphalt material. The relaxation time of each molecules was estimated 
by the modified Kohlrausch-Williams-Waats function. The viscosities of the asphalt 
models were estimated through the Debye-Stokes-Einstein theory. The self-healing 
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mechanisms of the asphalt material were studied, and the crack was recovered during 
the increase in temperature. The diffusion rate was related to the temperature, and the 
effect of the side chains of components on the properties was evaluated using the MD 
method, as well as the effect of the antioxidants and aging issue. In addition, the 
aggregations of each component (asphaltenes, napthene aromatics, polar aromatics, and 
saturates) were observed and analyzed under different conditions, solutions or 
interfaces. 
(7) The relationship between the asphalt and aggregate is a major topic for researchers, and 
it relates to the performance and interaction mechanism of the asphalt mixtures. Few 
studies cover this topic using MD simulations. The asphalt-quartz system represents 
the asphalt mixture in MD simulations. The elastic properties of the asphalt-quartz 
system were calculated and the deformation and failure behavior of the asphalt-quartz 
system was simulated. The moisture mechanisms of the asphalt-quartz and asphalt-
water-quartz system were revealed to understand the moisture damage. The effects of 
the stress, loading rate, model size and moisture content in the asphalt-quartz or asphalt-
water-quartz system were investigated for analysis of moisture susceptibility in the 
asphalt mixtures. 
(8) The relationship between the asphalt and modifier was also explored and studied 
through MD simulations. The polystyrene, SBS and SBR were added to modify the 
asphalt model. The properties of the modified systems were computed and analyzed 
and they included the density, diffusion coefficients, radial distribution function, glass 
transition temperature, etc. The results show the polystyrene changed the distribution 
of asphaltenes, and intermolecular orientation. SBS increased the diffusion coefficients 
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at high temperatures, and SBR induced the aggregation of asphaltenes, and reduced the 
mobility of components in asphalt models.  
Based on the discussions and observations of the literature review, few studies on 
the properties of the asphalt model were carried out. There are still some additional 
properties of the asphalt model that need to be explored and discussed as follows. 
(1) The potential use of a modified force field could be applied to the asphalt model in 
order to better define the energy of all atoms. The ESP or force field charges of the 
atoms can be used for the atoms. The properties of the asphalt model with a modified 
force field can be computed and analyzed, and the properties include density, glass 
transition temperature, viscosity, different modulus, thermal conductivity, etc. The 
comparison between the experimental and simulation data is conducted for evaluation 
and validation of the MD method.  
(2) Various modifiers could be adopted for the modification of the asphalt model to obtain 
the preliminary data of the modified system. Different properties mentioned above can 
be calculated and compared to the base asphalt system. 
(3) The adhesion relationship between the asphalt and aggregate is explored and analyzed 
through the MD simulation, and the effect of aging of the asphalt material can also be 
considered for adhesion energy. In addition, the diffusion of the asphalt material on 
aggregates can be studied for a self-healing mechanism using MD simulations; the 
activation energy of the asphalt is calculated and used to explain the movement of the 
molecules in the asphalt material. The contact angle between the asphalt and aggregate 
is explored to explain the process of self-healing of the asphalt on aggregates.  
49 
 
(4) More optimization methods can be used to optimize the system energy, such as 
Hessian-free truncated Newton algorithm and damped dynamics method.  
(5) More components in the model can be added and optimized, and the molecular 
structure of each component can also be modified for different purposes.  
(6) The calculation methods and boundary conditions will be explored during the property 
calculation of the asphalt model.  
The authors recommend MD as an important research tool to understand more 
fundamental mechanisms of different materials or interfaces, such as the pharmaceutical 
development, explosion protection, surface treatment, etc. The MD method provides a 
special view for the material discovery and developments. The advantages of the MD 
method were discussed above in MD and multiscale analysis sections. It has a great 
potential to generalize the MD method for research, as well an excellent promotional value 
and social interests. 
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Chapter 3  Molecular Dynamics Simulation of Physicochemical 
Properties of the Asphalt Model 
3.1 Overview 
The objectives of this molecular dynamics study are to simulate the asphalt model 
using the common components from the references, and to predict the physical properties 
of asphalt material. The asphalt model consists of three components: the asphaltene, 
aromatic, and saturate, at the ratio of 5:27:41. The docosane and 1, 7-Dimethylnaphthalene 
represents the saturate and naphthene aromatic, respectively. The Amber Cornell Extension 
Force Field was adopted and utilized in the asphalt model system, and the experimental 
parameters associated with this force field were obtained from the General Amber Force 
Field (GAFF). The geometry and energy optimizations of the molecular components were 
used to establish the stable asphalt model system. The density of the asphalt model system 
was calculated with the Amber Cornell Extension Force Field. The predicted densities were 
compared with the laboratory data to verify the model. Moreover, the glass transition 
temperature range of the molecular asphalt model was computed from the relationship 
between the specific volumes and temperatures after the molecular dynamics experimental 
simulation.  
The full text is reprinted with permission from Elsevier. “Molecular Dynamics Simulation 
of Physicochemical Properties of Asphalt Model, Fuel, 164, 83-93. Jan. 2016.” by Hui Yao, 
Qingli Dai, and Zhanping You. See copyright clearance in Appendix A. 
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The glass transition temperature range had a good correlation with the experimental data. 
The viscosity data of the molecular asphalt model was calculated using the Muller-Plathe 
algorithm. The predicted viscosities at specific temperatures were also compared and 
discussed with the laboratory data and other published results. In addition, the bulk 
modulus of the molecular asphalt model was determined and obtained by applying the 
infinitesimal strain in the model boundaries. The results of the analysis of the bulk modulus 
in the asphalt model were compared to the reference data, and these predicted results were 
better than the reference values. 
3.2 Introduction 
Asphalt is widely applied in pavement engineering due to the good performance of 
pavement in asphalt mixtures. Asphalt material is the byproduct of petroleum refinement, 
and the petroleum is naturally generated from organic matter, which forms under the 
ground over millions of years, subjected to various conditions of very high pressures and 
temperatures. About 90 to 95 percent (by weight) of asphalt is comprised of carbon and 
hydrogen, and it is called a hydrocarbon (an organic material). The rest of the asphalt 
consists of two types of atoms, heteroatoms and metals, such as nitrogen, oxygen, and 
sulfur [7, 8, 14]. These interactions of atoms determine the physical and chemical 
properties of asphalt. The carbon content of asphalt is around 82.9% to 86.8%, and the 
hydrogen content ranges from 9.9% to 10.9%. The contents of nitrogen, sulfur, and oxygen 
range from 0.2% to 1.1%, 1.0% to 5.4%, and 0.2% to 0.8%, respectively [6]. In addition, 
some metal atoms can be found in the asphalt, such as nickel, iron, and vanadium. However, 
the quantities of all metals are less than 1 percent by weight of the asphalt. The existence 
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of these atoms that occur in small amounts depends on the locations and aging status of the 
asphalt. Currently, asphalt components can be separated by the Corbett and Rostler 
methods. Different absorption and desorption techniques are used in the Corbett method to 
separate the asphalt, and the four components are asphaltenes, saturates, napthene 
aromatics, and polar aromatics. Meanwhile, sulfuric acid is used in the Rostler method to 
separate the asphalt, and the five components are asphaltenes, paraffins, second acidiffins, 
first acidiffins, and nitrogen bases [6]. In addition, three types of molecules are presented 
in the asphalt: aliphatics, cyclics, and aromatics. These molecules interact with each other 
and directly affect the physical and chemical behaviors of asphalt.  
Molecular dynamics (MD) is a computer simulation of the molecular movement of 
numerous N-body particles based on the physical principles of atoms and molecules. The 
trajectories of atoms and molecules are determined by Newton’s law and the forces 
between the atoms and molecules, and are defined by the applied force field. A given period 
of time is allowed for the interaction between the atoms and molecules. Researchers have 
studied the asphalt material using the methods for molecular dynamics. Actually, 
investigations on the molecular level can increase the fundamental understanding of the 
properties of asphalt, as well as the modification mechanism. The asphalt binder models 
were recently established using the Large-scale Atomic/Molecular Massively Parallel 
Simulator (LAMMPS) and the Monte Carlo Method (Towhee) [13, 83, 85]. Two 
asphaltene structures (asphaltene1 [80] and asphaltene2 [81]) were modeled by following 
by the results of Artok [80] and Groenzin [81]. The n-docosane (n-C22H46) and 1,7-
Dimethylnaphthalene were adopted to model the saturate and aromatic compositions in the 
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asphalt binder, respectively. The number of molecules, mass fraction, and mass percent by 
atom in the asphalt binder models were calculated to fit the parameters of the references. 
The OPLS-aa (all-atom optimized parameters for liquid simulations) Force Field was 
employed in this study to analyze the properties of asphaltene1 and asphaltene2, as well as 
other components in the asphalt models, such as the density and thermal expansion. The 
computational results showed that the OPLS-aa Force Field can efficiently supply the 
parameters and provide sufficient accuracy for the simulation. The temperature-density 
results between the simulations and experimental test data were correct. The effect of 
polymer modification in the asphalt binder was proven in the simulation through the 
property changes of the modified asphalt in the model [13]. They also studied the molecular 
orientations of three components in the asphalt binder models. The results showed that the 
orientations of the molecules near the asphaltenes were affected by the molecular structures 
and temperatures [83].  
The tests for the relaxation time and diffusion of the asphalt components were 
conducted using the molecular dynamics simulation over different temperatures. The 
viscosity of the asphalt was computed by the Green-Kubo and Einstein methods at different 
temperatures [84]. A modified Kohlrausch-Williams-Watts function was employed and the 
results were regressed to obtain the relaxation times for the asphalt model. The Vogel-
Fulcher-Tammann and Debye-Stokes-Einstein equations were adopted to evaluate the 
viscosity and the diffusion of the asphalt model. The computational results revealed that 
the neat naphthalene diffused faster than the other components of asphalt binders and the 
asphaltene molecules diffused slowest in the asphalt models [85]. 
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Recently, a new MD model was proposed to represent the Canadian/Lloydminster 
(AAA-1), Venezuelan (AAK-1), and USA/West Texas (AAM-1) asphalt, utilizing three 
kinds of asphalt molecular compositions in accordance with the element, molecular types, 
and composition fractions. The new model has 12 molecular components based on the 
common three-component model. The new model, with longer branches, contains four 
molecular groups: saturates, naphthene aromatics, polar aromatics, and asphaltenes [89]. 
In this model, the asphaltene molecules were obtained by Mullins [81, 88]; the saturate 
fractions were represented by the squalane and hopane; the naphthene aromatic molecules 
were simulated by the perhydrophenanthrene-naphthalene (PHPN) and dioctyl-
cyclohexane-naphthalene (DOCHN); the polar aromatic molecules were displayed by 
modified quinolinohopane, thio-isorenieratane, benzobisbenzothiophene, pyridinohopane, 
and trimethylbenzene-oxane. The new asphalt model overcame the weaknesses of previous 
models, such as the low density and fast relaxation time, and showed a better representation 
and property prediction [89].  
The dynamic modulus and shift factors were also simulated in the asphalt binder 
model. The horizontal shift factors were fitted into the Williams-Landel-Ferry equation 
with parameters [104], and the dynamic modulus data was interpreted using the Maxwell 
models. The thermodynamic properties of asphalt binder components were analyzed by 
Tarefder and Arisa [104]. The results of the simulation include the density, glass transition 
temperature and potential energy of the systems. The results showed that the resin and 
asphaltene systems had a different relationship over a range of temperatures. The 
percentage of oxygen influenced the glass transition temperature. Oxidation levels affected 
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the glass transition temperature of asphaltenes and did not affect the glass transition 
temperature of resin in the study [104]. In this study, MD was employed to calculate the 
physical properties of asphalt. The validated asphalt model helps us to understand the 
components of the asphalt and the interaction/relationship between the components from a 
molecular aspect.  
3.3 Scopes and Objectives 
The objectives of this study are to simulate the asphalt model using the common 
components from the references and to predict the physical properties of asphalt material. 
The Amber Cornell Extension Force Field was applied to the molecular systems, and the 
Electrostatic Potential (ESP) charges were allocated to these components with the 
NWChem analysis using quantum mechanics (QM). The densities of the molecular asphalt 
model were used for the verification of the asphalt model. After verifying the model, the 
property simulations of the asphalt model were carried out, including the glass transition 
temperatures, viscosity, and bulk modulus. Different calculation methods were employed 
to simulate and predict these properties of the asphalt model. The comparisons of the 
predicted results with the laboratory or reference model data were conducted. In addition, 
these calculation and optimization methods used in this study are useful for simulating 
other materials, and these are also the references for generating a new asphalt model.  
3.4 Molecular Dynamics Simulation Theory and Force Field Potentials 
3.4.1 Classic MD simulation procedures 
Normally, five kinds of simulations were adapted in the experimental MD 
simulation including the Microcanonical ensemble (NVE ensemble), Canonical ensemble 
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(NVT ensemble), Isothermal-isobaric ensemble (NPT ensemble), Isoenthalpic-isobaric 
ensemble (NPH ensemble), and Generalized ensembles [62]. Energy minimization (also 
called geometry optimization) is another kind of MD simulation, and the geometric change 
in the model leads to a low energy of the system. In this research, the energy minimization, 
and NVT and NPT simulations have been used to bring the system to equilibrium. In 
addition, the procedure of the experimental MD simulation is shown in Figure 3.1.  
 
Figure 3.1. Simple procedure of experimental MD simulations 
3.4.2 Force Fields 
Amber (Assisted Model Building with Energy Refinement) Force Field was first 
developed for nucleic acids, proteins, and organic molecules. Due to the limited parameters 
of the original Amber Force Field, the researchers made efforts to add the parameters to 
the Amber Force Field to apply it for different purposes, such as in the energy calculation 
and MD simulations. The Amber Cornell Force Field and General Amber Force Field 
(GAFF) were used for many organic molecules and biological molecules [64, 65]. Equation 
Step 1: Calculate 
energies from the 
initial positions, 
ݎ(௧ୀ௢), choose short 
Δt
Step 2: Applied 
velocity/forces, ܨ =
− ߘܸ ݎ ௜ and ܽ =
ܨ/݉
Step 3: Change the 
locations of atoms, 
ݎ(௜ାଵ) = ݎ௜ +
ܸ(௜)∆ݐ + ଵଶ ܽ∆ݐଶ + ⋯
Step 4: Time elapses, 
ݐ = ݐ + ∆ݐ
Step 5: Repeat step 2 unless you obtain appropriate 
results.
The impact of temperature/pressure in the system can 
also be considered.
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(3.1) is often used to describe structures and bonded and non-bonded energies in molecular 
systems. In this study, the parameters of GAFF were added into the Amber Cornell Force 
Field, and it is called the “Amber Cornell Extension Force Field” for the energy calculation. 
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ௘௤)ଶ + ∑ ܭఏ(ߠ − ߠ௘௤)ଶ + ∑ ௏೙ଶௗ௜௛௘ௗ௥௔௟௦ [1 + cos(݊߮ −௔௡௚௟௘௦௕௢௡ௗ௦
ߛ)] + ∑ [஺೔ೕோ೔ೕభమ −
஻೔ೕ
ோ೔ೕల௜ழ௝
+ ௤೔௤ೕఢோ೔ೕ]                                                                                           (3.1) 
where the first term, bonds, is the energy between the covalently bonded atoms 
(two atoms); the second term, angles, is the energy caused by the geometry of electron 
orbitals (three atoms); the third term is the energy from twisting a bond (four atoms); and 
the fourth term is non-bonded energy from van der Waals and electrostatic energies (atom 
pairs). ݎ௘௤  and ߠ௘௤  are the equilibrium structural parameters; ܭ௥  and ܭఏ  are the force 
constants; n and ߛ are the multiplicity and phase angle for the torsional angle parameters, 
respectively; A, B and q are the non-bonded potentials between all atom pairs; and finally, 
ܴ௜௝  and ߳ are the distances of the atoms and well depth for the van der Waals energy 
calculation. 
3.4.3 Optimization Methods in Experimental MD Simulation 
(1) Conjugate Gradient Method 
The conjugate gradient method, with an iterative or direct algorithm, is used for 
numerical solutions of particular systems with linear equations. The conjugate gradient 
method with a direct algorithm is normally used in small and simple systems, as well as in 
Cholesky decomposition [110]. However, the partial differential equations and 
optimization problems are common in large sparse systems, and the conjugate gradient 
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method with an iterative algorithm can be applied in these large and complex systems for 
solutions and optimizations [111]. The computing equations are shown below. 
ܣݔ = ܾ, ܣ ∈ ܴ௡×௡ and	ݑ்ܣݒ = 0, (direct method)                                                     (3.2) 
݂(ݔ) = ଵଶ ݔ்ܣݔ − ݔ்ܾ, ݔ ∈ ܴ௡, (iterative method)                                                       (3.3) 
where A is symmetric, positive and real; b is a coefficient; and vectors u and v are non-
zero. 
(2) Particle Mesh Ewald Method 
The Particle Mesh Ewald (PME) method is a kind of Ewald summation. Ewald 
summation, named after Paul Peter Ewald, is a method to compute the long-range 
interactions in periodic systems. In Ewald summation, the long-range interactions can be 
separated into short-range and long-range contributions. The short-range interaction 
potential is calculated in real space, and the long-range interaction potential is calculated 
by a Fourier transform [112-114].  
In the Particle Mesh Ewald (PME) method [113, 114], the generic interaction 
potential can also be divided into two parts, short-range and long-range interactions. In this 
method, the direct summation will be replaced by a particle mesh Ewald summation 
between particles. The PME method has several advantages for calculating the long-range 
forces in largely molecular systems, these being high accuracy, continuity, and efficiency. 
Additionally, the PME method can be integrated into conventional MD algorithms.   
ܧ்௢௧ = ∑ ߮൫ݎ௝ − ݎ௜൯௜,௝ = ܧ௦௥ + ܧ௟௥                                                                                (3.4) 
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ܧ௦௥ = ∑ ߮௦௥(ݎ௝ + ݎ௜)௜,௝   and ܧ௟௥ = ∑ Φ௟௥෪ (ܭ)௞ |ߩ෤(ܭ)|                                                    (3.5) 
where ܧ்௢௧  is the total Ewald summation in the system; ܧ௦௥  is the short-range 
potential in real space; ܧ௟௥ is the long-range potential in the Fourier space; Φ௟௥෪ (ܭ) is the 
potential of Fourier transforms; and  ߩ෤(ܭ) is the charge density of Fourier transforms. 
3.5 Asphalt Model 
Based on the Corbett method [115] in asphalt extraction, the asphalt has four 
components: asphaltenes, saturates, naphthene aromatics, and polar aromatics. In this study, 
the asphaltene structure proposed by Artok et al. [80] and Zhang et al. [13] has moderate 
aromatic rings with small branches. They used a group of molecular structures at a certain 
ratio to represent the asphaltene component in the asphalt model. The asphaltene structure 
used in this study is shown in Figure 3.2a. The number of carbon rings and chains of 
naphthene aromatics are smaller than the asphaltene’s from the reference of Zhang and 
Groenzin [13, 81]. The 1,7-Dimethylnaphthalene could be represented as the naphthene 
aromatics based on the ratio of alkane and aromatic. The structure of 1,7-
Dimethylnaphthalene is shown in Figure 3.2b. Zhang and Storm [13, 116] also mentioned 
that the nuclear magnetic resonance (NMR) was used to analyze the asphalt, and a balance 
between the aromatic and alkane carbons was observed in the asphaltenes, resins, and 
saturates. Docosane, reported by Zhang and Kowalwski [13, 117], is a normal alkane. The 
melting and boiling points of docosane are 317 K and 642 K, respectively. The melting and 
boiling points are consistent with those of saturates in the asphalt. The docosane can 
represent the saturate in the asphalt model. The chemical structure of docosane is shown in 
Figure 3.2c.  
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(a) Chemical structure of the asphaltene in the ball and stick model: black color balls 
indicate carbon atoms; white color balls represent hydrogen atoms; and the yellow color 
balls stand for sulfur atoms. 
 
(b) Chemical structure of 1,7-dimethylnaphtalene in the ball and stick model: black balls 
indicate carbon atoms; white balls represent hydrogen atoms. It represents the naphthene 
aromatic.  
 
Sum Formula: C64H52S2 
Sum Formula: C12H12 
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(c) Chemical structure of docosane in the ball and stick model: black balls indicate 
carbon atoms; white balls represent hydrogen atoms. It represents as a saturate. 
Figure 3.2. Three components in the asphalt model 
In the simulation, it is common that many explicit atoms represent a single molecule 
in a complex system, which results in a more accurate computation. All parameters for 
each atom in the complex system are supplied by the Amber Cornell Extension Force Field 
in this study, such as bonds between two atoms, angles between three atoms, and a dihedral 
setting between four atoms. The experimental MD simulations were conducted using 
computation programs such as LAMMPS and optimizations [118, 119] in the study, as well 
as the utilization of computer clusters.  
The components of the asphalt model were determined, and the optimization of the 
components were done before building the asphalt model. The components of the asphalt 
model were optimized by NWChem (a plugin in the Materials Processes and Simulations 
(MAPS)), and Electrostatic Potential (ESP) charges were also assigned to the components 
[120]. After the optimization of each component system, the three components were ready 
to represent the asphaltene, saturate, and naphthene aromatic. The asphalt model was built 
with these components at a ratio of 5:41:27, respectively. The details of the molecular 
components in the asphalt are shown in Table 3.1. The 5 asphaltenes, 27 aromatics and 41 
Sum Formula: C22H46 
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saturates were placed randomly in the periodic unit cell, and the periodic boundary 
conditions were used in the asphalt system, named the asphalt model. A Periodic boundary 
condition (PBC) is a kind of boundary condition that uses a small system/unit cell to 
approximate the large/infinite system. When the particles pass through one side of the unit 
cell, they appear on the other side with the same statue. In topological terms, the outside 
particles of the unit cell can be thought of as being mapped into the inside of a unit cell or 
torus. If the PBC is applied in three directions, the unit cell can be thought of as mimicking 
a bulk phase to possibly avoid the boundary conditions. The PBC can be combined with 
Ewald summation methods (usually with the particle mesh Ewald) to calculate the 
electrostatic forces in molecular systems [121]. When building the model, the asphalt 
model was built at a density of 0.1 g/cm3 in the initial stage (Figure 3.3(a)). There is 
potential to make the components more random with a low density of the asphalt model. A 
low density is better for adjusting the position of molecules when optimizing the energy. 
Table 3.1. The overall composition of the asphalt model 
Asphalt model 
Mass 
(g/mol) 
Sum 
Formula 
Numbers 
of atoms 
Numbers 
of bonds 
Number of 
molecules 
Total 
Mass 
(g/mol) 
Mass 
fraction 
(%) 
Asphaltene 885.23 C64H52S2 118 132 5 4426.15 20.685 
1,7-
dimethylnaphthalene 
156.22 C12H12 24 25 27 4217.94 19.734 
Docosane 310.6 C22H46 68 67 41 12734.6 59.581 
Asphalt binder     73 21378.81  
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(a)The asphalt model generation in the initial stage; (b) Asphalt model after NPT 
simulations 
Figure 3.3. Molecular images of the asphalt model with the Amber Cornell Extension 
Force Field at different states 
3.6 MD simulation of physical properties with the asphalt binder model 
3.6.1 Density Prediction and Model Verification 
The asphalt model was built using the Amber Cornell Extension Force Field (Figure 
3.3(a)). Once the asphalt model was built with the Amber Cornell Extension Force Field, 
the conjugate gradient method was used to optimize the system. The NPT ensemble was 
applied to compress the asphalt model to obtain the density of the molecular system and 
unit cell dimensions under the conditions of a 1 atm pressure and 298.15 Kelvin 
temperature. It is common that the density is used to validate the system in MD simulations, 
and this density was close to matching the density of the real state. The asphalt model 
(Figure 3.3(b)) with the Amber Cornell Extension Force Field was equilibrated in four 
steps: 1) optimize the energy at 5000 max iterations using the conjugate gradient method; 
2) subject it to 100 atm and 298.15 K for 20 ps (picosecond); 3) run with 200 ps at 1 atm 
64 
 
and 298.15 K; and 4) follow with 500 ps at the same condition (Figure 3.4(a) and Figure 
3.4(b)). The aim of high pressure in the system is to help the atoms speed up their positional 
adjustments and the network structure formation of intermolecular contacts, and also to 
quickly find good geometric locations in the unit cell. In the fourth step, the system can 
reach the equilibrium state smoothly under normal air pressure (1 atm) and room 
temperature (298.15 K). During the experimental MD simulation, the MD data trajectories 
were recorded every 100 fs (femtosecond). During the NPT simulation, the Nose-Hoover 
thermostat and barostat were applied to the system to maintain the system at the condition 
of 298.15±10 K and 1 atm pressure. The asphalt model reached the relative equilibrium 
state after these steps, and the molecular structure of the asphalt model is shown in Figure 
3.3(b). Figure 3.3 displays the difference of the asphalt model before and after the NPT 
simulations, and all of the atoms are mapped into the unit cell. The spatial structure of the 
asphalt model before the NPT ensemble is loose and becomes dense after the NPT 
ensemble (constant molecules, constant pressure and temperature in the simulation).  
65 
 
 
(a) Pressure (atm) results of the asphalt model (7,200 data points) 
 
(b) Temperature (Kelvin) results of the asphalt model (7,200 data points) 
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(c) Density results of the asphalt model (7,200 data points) 
Figure 3.4. Computational results of the asphalt model during the NPT simulation 
Figure 3.4(a) and Figure 3.4(b) reveal the pressure and temperature range during 
the NPT simulation of the asphatl1 model. The pressure results fluctuate due to the large 
attractive and repulsive forces in the system when the NPT ensemble is applied. The data 
was processed by a Savitzky-Golay filter [76] with a span of 10% to evaluate the moving 
average of the simulated data. The pressure and temperature of the system are around 1 
atm and 298 K, respectively, from the moving average data. Compared to the moving 
average data, the pressure fluctuations are possibly caused by the small amount of 
molecules in the system in contrast to the large amount of molecules in the real state. The 
small number of molecules in the system definitely causes the large deviation. The same 
situation occurs in the references [13, 122]. The fluctuation amplitude varies within 1/√ܰ 
relative to the moving average, where N is the molecular number in the simulated system 
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[122]. Based on Avogadro’s number [123], there are 1023 ~ 1024 molecules/atoms per mole 
in the substances, so the variation in data fluctuation is inappreciable. However, the rate of 
fluctuation is remarkable for 102 molecular numbers in the system. The temperature range 
in Figure 3.4(b) is within a 10 K variation, and it corresponds with the user requirement in 
the simulation. In addition, the asphalt model was clearly condensed. The calculated 
densities during the NPT simulation are shown in Figure 3.4(c). 
Figure 3.4(c) demonstrates the changes in density of the asphalt model in the 
processing of the NPT ensemble. The density is rapidly changed through the NPT 
simulation with the PME method, which is usually combined with periodic boundary 
conditions, and the stable state is reached after 2 ps. The density data was also processed 
by a Savitzky-Golay filter with a span of 10%, and the data moving average was presented. 
The stable density results are around 0.91 g/cm3 at the conditions of room temperature and 
normal air pressure. It is close to the laboratory data (0.95 g/cm3 – 1.05 g/cm3) [13, 89, 
122], and the density of actual asphalt varies from the components and source of the asphalt. 
The average density of the asphalt model is slightly higher than the data of the reference at 
different temperatures, but not significantly so (0.01 g/cm3 amplitude). Actually, it is hard 
to improve any further when using the same molecular structure. In addition, the trend in 
density of the asphalt model is smoother than that of the reference. This indicates that the 
asphalt model with the Amber Cornell Extension Force Field is valid, and the asphalt model 
can be represented as an asphalt in the simulation. Furthermore, the relationships between 
the density and running temperature in the asphalt model were calculated through the NPT 
ensemble, and the computational results are shown in Figure 3.5. 
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Figure 3.5. Density results of the asphalt model with the Amber Cornell Extension Force 
Field compared to the reference data (12,000 data points) 
Figure 3.5 shows the densities at different temperatures and the density 
comparisons between the asphalt model data and the reference data [13]. The NPT 
ensemble was applied to the asphatl1 model for 500 ps at the conditions of 1 atm pressure 
and a temperature range of 233.15 K to 443.15 K. The densities were also processed by a 
Savitzky-Golay filter with a span of 10% to obtain the moving average. From this figure, 
it is clear that the densities decrease when the temperature in the system increases, and it 
coincides with the reference data from Zhang and Greenfield 2007 [13]. The densities of 
the asphalt model using the Amber Cornell Extension Force Field (Figure 3.5) are slightly 
higher than those of the reference data from Zhang and Greenfield 2007 [13]. This means 
that the densities of the asphalt model are close to the actual density of the asphalt, and the 
data of the asphalt model with the Amber Cornell Extension Force Field is better than the 
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reference results. The trend in density of the asphalt model is smoother than that of the 
reference data. Therefore, the asphalt model with the Amber Cornell Extension Force Field 
can be represented as the actual asphalt and can also be used for the property calculation. 
3.6.2 MD Prediction of the Glass Transition Temperature (Tg) 
The glass transition is a reversible process in the materials when amorphous 
materials are heated or cooled, and the materials change from a hard or brittle state into a 
molten or rubber-like state [124]. It is called vitrification when a viscous liquid is cooled 
into a glass state. When the materials go through a glass transition, the physical properties 
are changed massively, but it is not considered a phase transition [125]. The coefficient of 
thermal expansion of many materials may also be smoothly changed throughout the glass 
transition [126]. The glass transition temperature (Tg) is the temperature at the intersection 
where two asymptotes or thermodynamic equilibrium lines intersect in the curve of the 
specific volume and temperature (Figure 3.6). The specific volume is the ratio of material 
volume to mass, and is also the reciprocal of density. The glass transition process may start 
before the temperature Tg, seen in Figure 6, and the physical hardening may occur when 
the materials are in the transition area based on the free volume concept [124]. The glass 
transition temperature can be measured using the Differential Scanning Calorimetry 
(DSC)/Dilatometric measurements. The first order properties (entropy) of asphalt during 
the glass transition phase are continuous, but second order properties (heat capacity) are 
discontinuous [124]. It is also observed that multiple glass transitions occur in the asphalt 
binder material and the glass transition temperature can be an overlap in result of several 
transitions due to the complex compositions of asphalt. The reference shows that a broad 
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temperature range of 223.15 K to 303.15 K could be a glass transition temperature range 
of asphalt based on the dilatometric analysis [124]. In the MD simulation, the estimated 
results between the specific volume and temperature of the asphalt model are shown in 
Figure 3.7.  
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Figure 3.6. Material behavior in the glass transition temperature region 
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Figure 3.7. Relationship between the specific volume and temperature (10,000 data 
points) 
Figure 3.7 shows the relationship between the specific volume and temperature in 
the asphalt model. The specific volume increases with the increase in temperatures in the 
model. There is an interval where the slope of the specific volume and temperature curve 
changed significantly. Based on the definition of glass transition temperature, two 
asymptotes intersect and the estimated temperature range is from 275 K to 425 K in the 
figure. Therefore, the temperature range of the asphalt model needs to be narrowed down. 
The individual NPT simulation was adopted. The simulations were conducted at 
individually selected temperatures from high temperatures to low temperatures at the 
condition of 1 atm pressure. It was simulated that one asphalt sample could be tested from 
high temperatures to low temperatures. These selected temperatures were 443.15 K, 425.15 
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K, 400.15 K, 375.15 K, 350.15 K, 325.15 K, 300.15 K, 275.15 K, 250.15 K and 233.15 K. 
The specific volumes of the asphatl1 model at 233.15K are shown in Figure 3.8(a). In 
addition, the specific volumes at other temperatures were similar to the data trend in Figure 
3.8(a). Due to page limits, the figures at other temperatures were not presented in this paper. 
The specific volume under each specific temperature was averaged, and the average results 
of the specific volume of the aspahlt1 model at several separate temperatures are plotted as 
shown in Figure 3.8(b).  
 
(a) The specific volume of the asphalt model at a temperature of 233 K (10,000 data 
points) 
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(b) The relationship between the specific volume and temperature at different 
temperatures in the asphalt model 
Figure 3.8. The glass transition temperature results of the asphalt model using MD 
simulation 
Figure 3.8(a) demonstrates the results of the specific volume of the asphalt model 
at the temperature of 233.15 K. The temperature of the simulation maintains a variance of 
10 K and is consistent with the requirements. The data of specific volume is focused around 
233.15 K, and the data also shows an amplitude of 2.5%. The data was averaged to 
represent the results of the specific volume at 233.15K. Likewise, the results of the specific 
volume at other temperatures were calculated using the same process. However, the 
computational results of others temperatures are not included in this paper since the data 
figures are similar. Figure 3.8(b) displays the average specific volumes of the asphalt model 
at different temperatures. The possible area of the glass transition temperature is pointed 
out in the figure. The glass transition temperatures can consist of many small transitions 
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due to the complex components of asphalt. The glass transition temperature of the asphalt 
model is about 300 K, synthesizing the specific volumes associated with the data of Figure 
3.7 and the laboratory results [124]. The results stay consistent with the laboratory data 
ranging from 223 K to 303 K [124] and are better than the range of the reference (298 K to 
353 K) from Zhang and Greenfield [13]. 
3.6.3 MD Prediction of Asphalt Viscosity and Comparison with Reference Data 
Viscosity of a fluid is a measurement of resistance to gradual deformations due to 
the shear or tensile stress in the fluid. When shear force is applied to the fluid, the resistance 
to shear flow represents the dynamic shear viscosity of the fluid. The adjacent layer, which 
is close to the flow layer, moves in a parallel direction with a different speed. The velocity 
gradient occurs in this idealized Couette flow. The viscosity calculation can be expressed 
as equation (3.6) [127]. In addition, the Brookfield DV-II plus viscometer was used to test 
the viscosity of the asphalt, and the test procedure was followed by the SuperpaveTM 
specification. Asphalt is a Newtonian fluid at high temperatures, and this indicates that the 
viscosity of asphalt does not depend on the rate of shear strain [4]. 
ܨ = ߟܣ ௨௬                                                                                                                         (3.6) 
where ܨ is the applied force in the fluid, A is the area of the plate, ߟ is the dynamic 
viscosity (proportionality factor), and u/y is the velocity gradient.  
In the MD simulation, there are at least four methods to calculate the viscosity using 
LAMMPS [118]. The first method is to set up non-equilibrium MD (NEMD) simulations 
through shearing the unit box in the simulation, then set the temperature of the fluid through 
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the SLLOD equations [128] of motion. The second method is to use one or more moving 
walls to shear the fluid, then thermostat the temperature of the fluid. In the third method, 
the Muller-Plathe algorithm [129] is used to perform a reverse non-equilibrium MD 
(rNEMD) simulation. The momentum flux in one direction is transferred between atoms 
from one layer to a different layer in a different dimension, and the velocity gradient is also 
monitored (Figure 3.9). In the fourth method, the Green-Kubo (GK) formula or Einstein 
relations are used to calculate the transport coefficients by equilibrium MD. In this study, 
the third method (Muller-Plathe Method) was used to calculate the viscosity of the asphalt 
model. 
In the experimental rNEMD simulation, the Muller-Plathe method was used to 
calculate the viscosity [129]. The total energy and linear momentum are conserved in this 
method. The shear viscosity, a proportionality coefficient, is caused by a momentum flux 
in the shear field, which is a velocity gradient. The mathematical calculation is shown in 
equation (3.7). The momentum flux is determined by a momentum flowing perpendicular 
through a surface area A in a certain time t. The calculation formula of momentum flux is 
shown in equation (3.7). When the momentum flux is imposed on the fluid, the periodic 
unit box is divided into many layers in the z-direction (Figure 3.9). Due to the periodic 
boundary conditions in the unit box, it is accurately known that the amount of momentum 
is transferred from the z = 0 layer to the z = Lz/2 layer, and the transfer swaps are repeated 
periodically. In the NEMD simulation, the momentum flow in the opposite direction is 
allowed for the physical frictions in the unit box. Then, the momentums in the atom layers 
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z = Lz/2 and z = 0 are largest (Figure 3.9). Therefore, the momentums transferred from the 
z = Lz layer to z = Lz/2 layer are equal to those from the z = 0 layer to z = Lz/2 layer.  
௭݆(݌௫) = −ߟ డఔೣడ೥  , and  ݆(݌௫) =
௉ೣ
ଶ௧஺                                                                                (3.7) 
where ߟ is the shear viscosity;  డఔೣడ೥  is the shear rate; ݆(݌௫) is the momentum flux; 
௫ܲ  is the momentum; ݐ  is the length of simulation; ܣ = ܮ௫ܮ௬ , ܮ௫  is the length of the 
simulation box (x direction); and ܮ௬ is the length of simulation box (y direction). 
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Figure 3.9. Schematic image of momentum flux transfer in the periodic unit box 
In the usual NEMD simulation, the shear velocity is imposed on the system and the 
stress response is measured. However, in this experimental rNEMD simulation, the 
77 
 
momentum flux was imposed on the asphalt system. The response of the shear velocity 
was recorded every 100 steps. The momentum transferred to the asphalt system at the 
temperature of 443.15 K was shown in Figure 3.10(a). Furthermore, the viscosity unit in 
the MD system is gram/mol/angstrom/femtosecond and the rotational viscosity unit in the 
actual asphalt is kilogram/meter/second. The unit converting parameter of results in the 
experimental MD simulation is computed, and the conversion coefficient and Avogadro’s 
constant are used to balance the asphalt system. The viscosities of the asphalt system at the 
temperature of 443.15 K are shown in Figure 3.10(b), and the viscosities of the asphatl1 
system at different temperatures are displayed in Figure 3.10(c). 
 
(a) Momentum transferred in the asphalt model at the temperature of 443.15K (40,000 data points) 
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(b) The viscosity values of asphatl1 model at the temperature of 443.15K (40,000 data points) 
 
(c) The viscosity values of the asphalt model at the different temperatures 
Figure 3.10. The viscosity calculation of the asphalt model using MD simulation 
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Figure 3.10(a) shows the momentum transferred between the layers in the rNEMD 
simulation at a temperature of 443.15 K. The linear trend and acceptable amplitude of the 
momentum transferred can be observed from the figure in the small molecular system 
compared to the macroscopic state. Similar results are also represented at different 
temperatures and are not presented due to the repeatability. It is extrapolated that the shear 
velocity response between the layers is also linear from equation (3.7). The requirement of 
rNEMD is fulfilled in the viscosity simulation. Furthermore, the momentum transferred 
rises with an increase in temperatures. The temperature range was maintained around 20 K 
in the experimental MD simulation. Figure 3.10(b) demonstrates the viscosities at the 
temperature of 443.15 K after converting units. Similar results are also presented at other 
temperatures. The viscosities stay consistent and maintain a certain magnitude. It is 
common that the fluctuation in data occurs due to the small system used in the MD 
simulation compared to the macroscopic scale. The viscosities at one temperature were 
averaged to obtain the relationship between the temperatures and viscosities in the MD 
system. Figure 10(c) reveals the viscosities of the asphalt model at different temperatures. 
The calculated viscosities were compared with the laboratory data [8] at the temperature 
of 463 K and the reference data at the temperature of 443.15 K conducted by Zhang and 
Greenfield [84] using the Green-Kubo (GK) and Einstein (Ein) methods. The viscosity 
decreases in the asphalt model with increasing temperatures. The viscosities in the system 
represent the exponential trend against the temperatures, and it coincides with the 
exponential trend in the laboratory data [130]. The viscosities computed at the temperature 
of 443.15 K are 0.65 cp and 1.35 cp from the reference data [84] (Zhang and Greenfield 
2008) using two different asphalt systems as shown in Figure 3.10(c), respectively. The 
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viscosity of the PG 58-34 asphalt tested in the laboratory is around 100 cp at the 
temperature of 463 K [8]. The viscosity (54.16 cp) at the temperature of 443.15 K in this 
MD simulation is higher than the reference data, but it is lower than the laboratory data. It 
is demonstrated that the computational results in this experimental MD simulation are 
better than the reference data. This also indicates that the MD simulation of the asphalt 
system with the Amber Cornell Extension Force Field and Muller-Plathe method has better 
predictions for computing the physical property in this case. However, there is still a slight 
difference between the simulation and laboratory data. The new asphalt model and methods 
may be explored to narrow the difference in the ongoing research.   
3.6.4 Bulk Modulus 
The bulk modulus (K) is the basic property of materials to measure the resistance 
to uniform compression. It is defined by the quotient of the normal stress to volumetric 
strain in the substance. The bulk modulus also relates to the compressibility of materials 
[131]. In this MD simulation, infinitesimal strains in three directions were applied to the 
asphalt model. The NVT integration was performed in the asphalt system using the 
Nose/Hoover thermostat with SLLOD motion equations [128], and the positions and 
velocities of atoms in the model were updated during the NVT simulation. The 
corresponding stress values were monitored and recorded during the stress-strain response 
cycle. In addition, the NVT simulations were run at different temperatures for at least 2 
nanoseconds with a timestep of 1 femtosecond, and millions of data points were produced 
to compute the bulk modulus of the asphalt model. 
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During the MD simulations, positive and negative strains were imposed in three 
coordinate directions [12] (equation (3.8)), namely tension and compression in the asphalt 
model. The overall volumetric change was shown in equation (3.9). The averaged stresses 
in both tension and compression were calculated with equation (3.10). The values of the 
bulk modulus of the asphalt model under positive and negative dilations were computed 
and averaged by equation (3.11). After several NVT simulations of the asphalt model, the 
stresses in three coordinate directions of the asphalt model under the temperature of 273.15 
K are demonstrated in Figure 3.11(a). The bulk moduli of the asphalt model are calculated 
and shown in Figure 3.11(b). Furthermore, the relationship between the stress and strain of 
the asphalt model in the x-direction is illustrated in Figure 3.11(c). However, the similar 
stress and strain results of the asphalt model under different temperatures and other 
coordinate directions are not presented in this paper.  
ߝ௫௫ = ߝ௬௬ = ߝ௭௭ = ±0.005                                                                                            (3.8) 
∆= ߝ௫௫ + ߝ௬௬ + ߝ௭௭                                                                                                        (3.9) 
ߪ௔௩௘௥௔௚௘ = ଵଷ (ߪ௫௫ + ߪ௬௬ + ߪ௭௭)                                                                                   (3.10) 
ܭ = ఙೌೡ೐ೝೌ೒೐∆                                                                                                                   (3.11) 
where, ߝ௫௫, ߝ௬௬, ߝ௭௭ is the infinitesimal strain in all three coordinate directions; ߪ௫௫, 
ߪ௬௬ , ߪ௭௭  is the average normal stress in all three coordinate directions; ∆ is the overall 
dilatation of the simulation box; ߪ௔௩௘௥௔௚௘ is the average stress in the MD simulation; and 
K is the bulk modulus in the MD system. 
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(a) Stress magnitude under the negative volumetric strain at the temperature of 273.15K (60,000 data 
points) 
 
(b) Bulk modulus of the asphalt model under different temperatures 
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(c) Average volumetric stress-strain relationship in the asphalt model under the 
negative strain at the temperature of 273.15K 
Figure 3.11. Average volumetric strain levels and bulk modulus results in the asphalt 
model 
Figure 3.11(a) reveals the amplitude of the stress response of the asphalt model 
when negative strains in three coordinates are applied to the model at a temperature of 
273.15 K. The variation in temperature of the data points maintains a 10 K difference, 
which agrees with the input temperature range. The stress magnitude of the model stays at 
a ±108 Pa level. Due to the small molecular system relative to the real asphalt, the response 
of stress in the model presents a high level and fluctuation within a wide range, even the 
infinitesimal strain is imposed on this system. The reasonable or possible amplitude of the 
response stress falls within a 1/√ܰ variation (N represents the molecular number in the 
system) [122]. The stress is also concentrated and homogenously distributed in the three 
axial directions of the asphalt models. Figure 3.11(b) demonstrates the bulk moduli of the 
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asphalt model at different temperatures with a linear regression. The bulk modulus of the 
asphalt model decreases by increasing the temperatures, and the data trend agrees with the 
reference [13]. In addition, in Figure 3.11(c), the relationship between the average 
volumetric stress and strain in the asphatl1 model is presented with a linear regression. The 
volumetric strain (overall dilatation) ranges along three coordinates, from 0 to 0.015 in the 
model, and the stress response level of the asphatl1 system is demonstrated within a 
magnitude of 108 Pa. Based on the laboratory bulk moduli of asphalt [132], the bulk 
modulus of asphalt at the temperature of 293.15 K is around 3 MPa using the poker-chip 
test. The bulk modulus in the asphalt model is larger than the laboratory data. This can be 
due to two reasons: (1) the current molecular model (asphalt system) with limited 
molecular numbers have a difference in the bulk materials with a much higher number of 
molecules; (2) the simulation time is in the range of several femtoseconds, which cannot 
represent the relaxation behavior that occurred within seconds or minutes. All these factors 
lead to much stiffer moduli than the lab measured data. The trend or modulus changing 
with temperature have a similar trend as the experimental data. The simulation time and 
molecular numbers are restricted with current computational capacities. A new asphalt 
model under development will be expected to have a closer prediction. However, the bulk 
moduli in this study are still slightly better than the results from Zhang and Greenfield [13] 
and closer to the laboratory testing results [132].  
3.7 Discussions and Conclusions 
The asphalt model with three components was used to mimic the asphalt in this 
experimental MD simulation, and the Amber Cornell Extension Force Field was employed 
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in the asphalt model. The NWChem analysis was applied to calculate and assign the ESP 
charge to the asphalt components. The conjugate gradient method, particle mesh Ewald 
method, and Savitzky-Golay filter were used to optimize the system energy and data 
smoothing. The physical properties of the asphatl1 model were computed including density, 
glass transition temperatures, viscosity, and bulk modulus. The computational results and 
conclusions in the asphatl1 model are drawn. 
1) During the asphalt model building process, the three components, asphaltenes, 
aromatics and saturates, were represented by asphaltene, dimethylnaphthalene, and 
docosane, respectively, and the ratio of the three components in the asphalt model was 
5:27:41. The conjugate gradient and NWChem were applied to the asphatl1 model with 
the Amber Cornell Extension Force Field for optimizing the energy and geometry.  
2) The densities at different temperatures of the asphalt model using the Amber Cornell 
Extension Force Field were closer to the laboratory densities and reference data from 
Zhang and Greenfield [13]. The density property was also used to validate the asphalt 
model. 
3) The glass transition temperatures of asphalt can be a small temperature range due to 
the complex compositions of the asphalt and the temperatures can be varied from the 
sources and components. The glass transition temperatures were computed based on 
the relationship between the temperatures and specific volumes. The glass transition 
temperature of the asphalt model with the Amber Cornell Extension Force Field was 
narrowed down into one small temperature ranges (around 300 K) compared to the 
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wide reference range (298 K to 353 K) from Zhang and Greenfield [13] based on the 
laboratory testing data. 
4) There were four methods to calculate the viscosity in material engineering [118], and 
the Muller-Plathe algorithm was utilized to compute the viscosity of the asphalt model 
in this experimental MD simulation. The results of the asphalt model using the Muller-
Plathe method in the rNEMD simulation are closer to the laboratory testing data 
compared to the reference data from Zhang and Greenfield [13] using the Green-Kubo 
and Einstein methods. 
5) The bulk modulus was computed by applying volumetric and small strains in three 
coordinates of the asphatl1 model. The stress response in the mode was monitored, and 
the stress results in three coordinates were averaged for the calculation of the bulk 
modulus. The bulk modulus of the asphalt model is closer to the laboratory data than 
the reference data from Zhang and Greenfield [13]. 
The physical properties of the asphalt model computed in the experimental MD 
simulation include density, glass transition temperature, viscosity, and the bulk modulus. 
The computational results of the physical properties of the asphalt model are generally 
better than the reference data from Zhang and Greenfield [13]. Therefore, the asphalt model 
with the Amber Cornell Extension Force Field has a relatively good prediction for the 
properties compared to the reference model [13]. Furthermore, the calculation and 
optimization methods used in this manuscript are promising ways to simulate the materials, 
such as the numerical procedures to generate the asphalt model and optimize the system 
energy, and to calculate the physical properties and process the data of the simulation. In 
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addition, future work will mainly focus on the calculation of the shear modulus or diffusion 
coefficients. It is evident that there is still a difference between the simulation and the 
laboratory results. New asphalt models or methods will be developed to narrow these 
differences. This work is currently ongoing.   
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Chapter 4  Chemo-physical Analysis and Molecular Dynamics 
(MD) Simulation of Moisture Susceptibility of Nano Hydrated 
Lime Modified Asphalt Mixtures  
4.1.Overview 
The purpose of this study is to investigate the moisture susceptibility of nano hydrated lime 
(NHL) modified asphalt mixtures and determine the fundamental factors of moisture 
damage in asphalt mixtures using the molecular dynamics (MD), as well as analyze the 
effect that the aging of asphalt binders has on the moisture damage in asphalt mixtures. 
The NHL was added to the control asphalt to make NHL modified asphalt. The modified 
asphalt was mixed with aggregates to form NHL modified asphalt mixtures. The tensile 
strength ratio (TSR) test was used to evaluate the moisture susceptibility of asphalt 
mixtures. When the TSR test was done, different solutions were used to extract the polar 
groups from the tested asphalt mixtures, and the polar groups were analyzed using Fourier 
transform infrared spectroscopy (FTIR) attenuated total reflection (ATR). When asphalt 
oxidizes, the six functional groups (ketones, carboxylic acids, anhydrides, aldehydes, 
amides and esters) with the carbonyl group can be found in the polar part of asphalt based 
on FTIR ATR spectral data and references. The polar groups with the carbonyl group also  
The full text is reprinted with permission from Elsevier. “Chemo-physical Analysis and 
Molecular Dynamics (MD) Simulation of Moisture Susceptibility of Nano Hydrated Lime 
Modified Asphalt Mixtures, Construction and Building Materials, 101, 536-547. Dec. 2015” 
by Hui Yao, Qingli Dai, and Zhanping You. See copyright clearance in Appendix A. 
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indicate the oxidation extent of asphalt binders. The FTIR test results indicate that 
carboxylic acids and ketones were the primary aging products in asphalt, and these two 
carbonyl groups relate to the rutting resistance and moisture susceptibility of asphalt 
mixtures. Furthermore, the MD interface systems of asphalt-aggregate and aggregate-water 
were created, as well as the separated systems (asphalt, water, and aggregates). The 
essential mechanisms for the moisture susceptibility of asphalt mixtures were explored 
with MD simulations. The potential energies of the interface systems and each separated 
system were computed to obtain the adhesion energies of the interface MD models. The 
differences in adhesion energy between the asphalt-aggregate and aggregate-water systems 
show that water tends to bond to the aggregate rather than the asphalt. This also explains 
the displacement of water that occurs in asphalt mixtures when there is moisture damage. 
In addition, the effect of asphalt aging on the moisture susceptibility of the asphalt mixture 
was also analyzed using MD interface models. The MD results demonstrate that the aging 
group in asphalt is helpful in reducing the moisture damage in asphalt mixtures. 
4.2. Introduction 
The oxidation hardens the asphalt and increases the viscosity of the asphalt. The 
exposure to ultraviolet radiation (UV), oxygen, and heat due to nature are the main causes 
of asphalt aging. The carbonyl and sulfoxide groups increase in the asphalt as oxidation 
occurs. The carbonyl groups include ketones, carboxylic acids, anhydrides, aldehydes, 
amides and esters. During the aging of asphalt, the aromatic components of the asphalt 
agglomerated and caused a reduction in the mobility and reactivity of the asphalt [133-135]. 
An earlier study on asphalt aging with oxygen focused on the relationship between the 
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properties of asphalt and the extent of oxidation. Asphaltene is the main component that 
affects the viscosity of asphalt [136]. Oxidation increased the spatial variations of asphalt 
on the nanoscale. The aging of asphalt also increased the adhesive and cohesive strengths 
of the asphalt in the early aging state. This indicates that the resistance to rutting and the 
moisture susceptibility in asphalt mixtures improved. However, the adhesive and cohesive 
strengths of the asphalt were not enhanced after aging with the pressure aging vessel (PAV). 
The micromechanical properties of asphalt were determined by the asphaltene content and 
the size of the microstructures [137]. In addition, some modifiers have an anti-aging 
performance, such as crumb rubber with styrene-butadiene-styrene (SBS), and 
nanomaterials [14, 138]. 
Modified asphalt binders have been widely used in road construction to improve 
the performance of pavement. Researchers have been searching for innovative materials to 
improve the performance of asphalt binders and asphalt mixtures. The use of non-modified 
nanoclay (NMN) and polymer modified nanoclay (PMN) in the control asphalt binder 
improved the complex shear modulus (G*) and viscosity [8, 14, 15]. The micro- or nano-
sized materials (Nanoclay and carbon microfiber) improved the moisture susceptibility of 
the modified asphalt mixtures or decreased the potential of moisture damage [139]. The 
recycled asphalt pavement (RAP) was also used to reduce the moisture susceptibility of 
the hot mix asphalt (HMA) and warm mix asphalt (WMA) [140-142]. In accordance with 
the literature review [38, 143-146], hydrated lime improved the moisture susceptibility of 
asphalt mixtures. The addition of the hydrated lime allowed for the precipitation of calcium 
ions onto the aggregate surface, making it more favorable to the asphalt binder and 
91 
 
improving the binder-to-aggregate adhesion [147, 148]. The hydrated lime was either 
added into the asphalt directly or into the asphalt mixtures as filler, and both ways were 
shown to improve the resistance to moisture damage and frost, as well as a resistance to 
chemical aging [144]. That was the motivation to select the nano hydrated lime (NHL) in 
this study.  
Molecular mechanics is when classical mechanics (Newtonian mechanics) is used 
to model molecular systems. The appropriate force field is assigned to the molecular 
systems, and the potential energies of these systems are calculated. The physical 
movements of atoms and molecules are simulated by the computer program in the 
Molecular Dynamics (MD) simulation. These atoms and molecules move and interact to 
mimic the response to external forces or environments. The MD program, Large-scale 
Atomic/Molecular Massively Parallel Simulator (LAMMPS) [118], is used to study the 
interaction between the asphalt and aggregates, as well as the reciprocity between the water 
and aggregates. Five kinds of MD simulations are usually used to model the different states 
in the systems, such as Microcanonical ensemble (NVE ensemble), Canonical ensemble 
(NVT ensemble), Isothermal-isobaric ensemble (NPT ensemble), Isoenthalpic-isobaric 
ensemble (NPH ensemble), and Generalized ensembles [62]. The relationship between the 
asphalt and aggregate was developed, and the asphalt-quartz structure model of the 
interface was used in the system  [105]. The Consistent Valence force field (CVFF_aug) 
was considered in this simulation to characterize the inter-atom interactions. The shear 
stress and viscosity were evaluated and acceptable simulation results were obtained using 
the CVFF_aug force field [105].   
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In this moisture susceptibility study of asphalt mixtures, the NHL was used to 
improve the moisture damage in the asphalt mixtures. The polar groups in the NHL 
modified and control asphalt binder were extracted from the damaged asphalt mixtures and 
analyzed. The aging effect of asphalt was evaluated on the water damage in asphalt 
mixtures. The fundamental mechanism of moisture damage in the asphalt mixtures was 
explored with the MD simulation.  
4.3.Research Objectives 
The objectives of this study are to analyze the effect aging of the NHL modified 
asphalt binders has on the moisture damage in asphalt mixtures, and to understand the 
fundamental factors or chemical groups in the asphalt, which link to the moisture 
susceptibility of asphalt mixtures. The functional groups with the carbonyl group in the 
asphalt can be found to relate to the water damage of asphalt mixtures. The six functional 
groups (ketones, carboxylic acids, anhydrides, aldehydes, amides and esters) containing 
the carbonyl group in the asphalt were demonstrated and studied. Furthermore, the 
molecular dynamics were applied to analyze the relationships and interactions of three 
interface systems: asphalt-aggregate system, aggregate-water system and aggregate-
asphalt with the carboxylic acid (aging group), as well as the impact of asphalt aging on 
the moisture damage in asphalt mixtures. 
4.4.Materials and Experimental Design 
4.4.1 Chemistry of carbonyl groups  
During asphalt oxidation, the six functional groups with the carbonyl group are 
formed including carboxylic acids, aldehydes, amides, anhydrides, esters, and ketones. 1) 
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Carboxylic acid in the organic compound consists of a carboxyl group (C (O) OH) and R 
(the rest of the molecules) [149], and it is easily detected and identified by the FTIR. 
Carboxylic acid is a weak acid and can only donate H+ cations [150]. 2) Ketones are the 
organic components with the structure of RC (=O) R’, where the R and R’ are the 
hydrocarbon groups. They do not have a reactive group due to their structures [150]. The 
ketone carbon is often demonstrated as being “sp2 hybridized” (electron and molecular 
structures), and ketones are trigonal and planar around the ketonic carbons. The ketones 
are different from the functional groups with a carbonyl group, such as carboxylic acids, 
amides, and esters [151]. 3) Anhydrides consist of two acyl groups (RCO-, carbonyl and 
alkyl groups) connected to the oxygen atom in the acid anhydrides [149]. It is also a 
reactive acyl group, so it can produce carboxylic acid and acetate esters [152]. 4) Aldehydes 
are also an organic group with the structure R-CHO. This structure is called the formyl 
group when the R is replaced by H. The sp2- hybridized and planar carbon connects oxygen 
with a double bond. The aldehydes and carboxylic acids can be produced from the 
oxidations of alcohol, and they are polar groups [149, 153, 154]. 5) Amides are a group 
with the structure RnEOxNR’2, where E represents different elements and n and x denote 
the number of atoms [149]. Amide can be the hydrogen bond acceptor and donor, due to 
the carbonyl bond. This characteristic of the hydrogen bond acceptor and donor also makes 
it soluble in water [155]. 6) Esters are chemical compounds with the structure RCO2R’, 
where R and R’ are the hydrocarbons in the organic esters. Esters can be derived from the 
condensation of the carboxylic acids, such as formate, hexyl octanoate and acetate. The 
reactions include alcoholysis of acyl chlorides and acid anhydrides, esterification of 
carboxylic acids, and so on [149, 156-158].  
94 
 
4.4.2 Preparation of polar groups in the asphalt 
The control asphalt used was a PG 58-28 asphalt binder. Nano hydrated lime (NHL) 
with a particle size of 100nm (Figure 4.1a) was shipped from, Sha Highland Network Tech 
Company of China, in Shanghai city. The micro-image of NHL was observed by the field 
emission scanning electron microscopy (FE-SEM). In Figure 4.1b, the NHL materials were 
agglomerated. The NHL consists of 90% calcium hydroxide, 3% calcium carbonate, 1.5% 
calcium oxide, 1.5% silicon dioxide and some insoluble matters. The density of NHL is 
2.24 g/cm3. Amounts of 10% and 20% NHL by weight of asphalt were added to the control 
asphalt.  
The NHL material was slowly added into the control asphalt and the modified 
asphalt binders were blended for two hours in the high shear machine. The asphalt binders 
and aggregates were blended in the drum mixer and compacted by a Superpave Gyratory 
Compactor (SGC). Then, the indirect tensile test of asphalt mixtures was performed, and 
the tensile strength ratio (TSR) of asphalt mixtures was evaluated. When the TSR test was 
done, the tested samples were immersed and extracted by different solutions. Firstly, the 
cyclohexane solution was used to extract the non-polar part of the asphalt in the tested 
asphalt mixtures. Then, the toluene and ethanol were mixed at a ratio of 9:1 to dissolve the 
remaining part of the asphalt mixture samples. The non-polar and polar parts of the asphalt 
were obtained through these steps.  
95 
 
   
Figure 4.1. Appearance and FE-SEM image of nano hydrated lime materials: a) white 
powder, b) the FE-SEM image at the magnitude of 1,000x 
4.4.3 Polar group analysis  
Infrared spectrometry (IR) is a useful tool in analyzing the chemical composition 
and molecular bonds of materials. The Fourier Transform Infrared Spectroscopy (FTIR) is 
a piece of technical equipment used for detecting the infrared absorption of tested materials 
with a wide range of wavelengths. The FTIR attenuated total reflection (ATR) was used to 
test different types of samples [159]. The organic asphalt is composed of 90% carbon and 
hydrogen, and small amounts of other elements [6]. It is known that six movements in the 
CH2 groups are common in organic materials, such as symmetrical stretching, rocking, 
anti-symmetrical stretching, twisting, scissoring, and wagging [160]. Of these movements, 
the symmetrical and anti-symmetrical stretching movements are most common in asphalt. 
The Jasco IRT 3000 FTIR spectrometer was employed to test the samples. The non-polar 
and polar parts of asphalt were tested by FTIR ATR, and the spectra of samples were 
analyzed.  
4.5.Moisture Susceptibility Test of NHL Modified Asphalt Mixtures  
a b
13.5 cm 
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The NHL was slowly added to the PG 58-28 asphalt and the modified asphalt was 
mixed in the high shear mixer at 135oC and 5000rpm. Due to the high amount of NHL in 
the asphalt, the shear speed was increased slightly when the sample was blended. The 
modified asphalt binders were prepared for the asphalt mixture after about two hours of 
mixing. The aggregates were also pre-heated for approximately two hours to dry. The 
gradation 5E3 of aggregates was also used to compact the asphalt mixtures by a SGC. The 
mixing and compaction temperatures were 150oC and 135oC, respectively. Mixing was 
followed by the Superpave compaction, and the loose asphalt mixtures were heated in the 
oven (135oC) for at least two hours. The samples were cured at room temperature for at 
least 72 hours after the asphalt mixtures were compacted.  
When the asphalt mixtures were ready, the indirect tensile test was conducted and 
the tensile strength ratios (TSR) of the control and modified asphalt mixtures were 
evaluated. The test was based on AASHTO’s procedure T283. The air voids were 
maintained between 6% and 8%. The height of the sample was about 63.5 mm and the 
diameter was about 100 mm. The thaw cycles were applied to the asphalt mixtures by 
immersing the sample in the 60oC water for different periods of time. All of the samples 
were measured, using the Universal Testing Machine (UTM), for the indirect tensile 
strength and its ratio under the conditions of the room temperature and constant loading 
rate. These parameters were calculated by equation (4.1), and the results are shown in 
Figure 4.2. 
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Where St is the tensile strength (Pa), P is the maximum load (N), t is the sample 
thickness (mm), D is the sample diameter (mm), TSR is the tensile strength ratio, S1 is the 
average dry tensile strength, and S2 is the average conditioned tensile strength. 
 
Figure 4.2. Tensile strength ratio (TSR) of the control and NHL modified asphalt 
mixtures 
Figure 4.2 shows the tensile strengths of the control and NHL modified asphalt 
mixtures. The results show that the addition of NHL into the asphalt mixtures decreases 
the dry tensile strength, as well as the wet tensile strength. The results also coincide with 
the trend of the reference [143]. However, the TSR of nano hydrated lime modified asphalt 
mixtures increases slightly. The moisture susceptibility of nano hydrated lime modified 
asphalt mixtures improves relative to the control asphalt binder from the TSR data. The 
wet tensile strength of the control asphalt mixture decreases faster than that of hydrated 
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lime modified asphalt mixtures. Meanwhile, the dry tensile strength at 3 days for the 
hydrated lime modified asphalt mixtures increases compared to the dry tensile strengths at 
2 days. This indicates that the addition of the nano hydrated lime delays the moisture 
damage of modified asphalt mixtures. The calcium ions from the NHL can prevent the 
displacement of water at the asphalt binder-aggregate interfaces. Seen from the reference 
[143], if the hydrated lime was blended with the asphalt prior to the asphalt mixture, it can 
effectively reduce the moisture damage of modified asphalt mixtures. In addition, the 
trends of mixing and compaction temperatures of the control and modified asphalt mixtures 
were followed by the temperatures of the control asphalt mixture. If the mixing and 
compaction temperatures and the oxidation time of modified asphalt increases, the 
strengths of modified asphalt mixtures increase more, as expected. This also explains the 
low values for strengths of the dry and wet NHL modified asphalt mixtures compared to 
the control mixture. 
4.6.FTIR Sample Preparation and Characterization Results 
The asphalt mixture samples were tested by UTM and the tensile strength of the 
asphalt mixtures was measured. The tested samples were dried at room temperature. Then, 
a small amount (around 20 grams) of the tested samples was soaked in cyclohexane 
solution (around 100 ml). The non-polar compounds in the asphalt melted in the 
cyclohexane. The first extraction of the asphalt mixtures was done after the solution was 
mixed for about half an hour and settled for a half hour. The second extraction of the asphalt 
mixtures was performed using the solvent (around 40 ml) mixed with toluene-ethanol at a 
ratio of 9:1. The polar components in the asphalt were absorbed by the solvent, not by the 
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cyclohexane. The solution was also mixed for about half an hour and settled for a half hour. 
The weights of the samples and solutions were recorded, as well as the non-polar and polar 
parts of the asphalt. The weight of the polar components of the asphalt comprised less than 
2% of the weight of the tested asphalt mixtures.  
4.6.1 Functional components in the asphalt 
The polar components of the control asphalt were tested at the liquid state by the 
FTIR ATR. The spectrum data of the polar parts of the control asphalt was analyzed to 
show the number of carbonyl groups in the asphalt. The evidence of six functional groups 
with a carbonyl group was found from the spectral images and references. The polar parts 
of the asphalt in the solution were examined by FTIR ATR, and the FTIR results are shown 
in Figure 4.3. In addition, the carbon-oxygen (C-O) single bond can be observed in the 
ethanol spectrum [161-163]. One of the solutions used in the FTIR ATR test was mixed 
with toluene and ethanol, and the bonding features of toluene and ethanol are shown in the 
spectra of the solution (Figure 4.3). The features of six functional groups with carbonyl are 
as follows. 
(1) There are different types of ketones, such as acyclic, cyclic, α, β-unsaturated, and aryl 
ketone. The ketones can be detected at a range of 1665 cm-1 - 1850 cm-1 [164, 165], 
shown in Figure 4.3a. Ketones can reinforce the intensity of the carbonyl group in 
asphalt at around 1700 cm-1 [134]. They also have a close relationship to the 
performance of asphalt binders and mixtures [143-145, 166].  
(2) Three bonds, carbon-oxygen double stretching bond (C=O), carbon-oxygen single 
stretching bond (C-O), and oxygen-hydrogen bond (O-H), are observed in carboxylic 
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acid [164, 165]. Figure 4.3a shows that the C=O peak of carboxylic acids is detected at 
a range of 1700 cm-1 - 1725 cm-1 [14] in the polar groups of asphalt. Figure 4.3b and 
Figure 4.3c demonstrate the peaks of the carbon-oxygen single stretching bond (C-O) 
and hydroxyl group (O-H) are observed at a range of 1210 cm-1 - 1320 cm-1 and 2500 
cm-1 - 3300 cm-1, respectively. The carboxylic acids in the asphalt were also studied by 
Campbell [134], and the results show that carboxylic acids are also aging products of 
asphalt. 
(3) Figure 4.3a shows that two main carbonyl groups are detected at the bands [164, 165] 
around 1800 cm-1 - 1830 cm-1 and 1740 cm-1 - 1775 cm-1, respectively. The anhydrides 
are also produced during the oxidation of asphalt and the two carbonyl groups observed 
should be anhydrides. A limited anhydrides were observed during oxidation, but large 
amounts of anhydrides were detected in the long-term aged asphalt [167]. Stronger 
absorbance appeared at a range of 1740 cm-1 - 1775 cm-1, and this peak area was used 
to represent the anhydrides in this study. 
(4) The references [164, 165] display that there are two obvious bonds, carbonyl (C=O) 
and  carbon-hydrogen bonds (C-H), in the aldehydes. The peak of the carbonyl group 
in the aldehyde is detected at a range of 1720 cm-1 - 1740 cm-1, as shown in Figure 4.3a. 
It is easy to identify two peaks of carbon-hydrogen bonds of organic materials at a 
range of 2820 cm-1 - 2850 cm-1 and 2720 cm-1 - 2750 cm-1 in Figure 4.3c. Campbell 
studied asphalt oxidation, and the results reveal that the aldehydes also increased the 
carbonyl absorbance in the oxidized asphalt [134]. 
(5) The carbon-oxygen double stretching bond (C=O) and carbon-oxygen single stretching 
bond (C-O) are observed in the ester group [164, 165]. The peak of the carbonyl group 
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(C=O) of esters is found in a region of 1735 cm-1 - 1750 cm-1 from Figure 4.3a in the 
polar part of the asphalt. The peak of the carbon-oxygen single bond (C-O) in the esters 
can be detected in an area of 1000 cm-1 - 1300 cm-1 from Figure 4.3b. Due to the small 
amount of esters in the oxidized asphalt, there is a limited contribution to the aging of 
the asphalt [134]. 
(6) Figure 4.3a reveals that the peak of carbonyl groups (C=O) in the amide is observed at 
a range of 1640 cm-1 - 1690 cm-1. Figure 4.3b and Figure 4.3c also show that the N-H 
stretching and bending bonds are found in a region of 3100 cm-1 - 3500 cm-1 (including 
a shoulder band) and 1550 cm-1 - 1640 cm-1, respectively, in the asphalt at the liquid 
state. Due to the small amount of amide  [134] in the asphalt, the amide may not be 
easily detected.  
 
(a) Functional groups containing the carbonyl group in the polar asphalt (liquid state) 
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(b) Nitrogen-hydrogen and carbon-oxygen bonds in the polar asphalt (liquid state) 
 
(c) Oxygen-hydrogen and Nitrogen-hydrogen bonds in the polar asphalt (liquid state) 
Figure 4.3. Chemical bonds in the asphalt binders 
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4.6.2 FTIR results of polar groups in the control and NHL modified asphalt 
After identifying the functional groups in the polar parts of the control asphalt, the 
liquid asphalt samples were dropped into the groove of FTIR and tested by FTIR ATR. 
The FTIR spectra were recorded with the accumulation of 256 scans, with a resolution of 
4cm-1. The peak range of functional polar carbonyl groups in the asphalt is demonstrated 
in Table 4.1. The polar compounds were tested by the FTIR ATR at liquid state. The results 
of the FTIR spectra are shown in Figure 4.4. The carbonyl groups in the polar part of the 
asphalt were analyzed, and these groups may relate to the performance of the asphalt 
mixtures [143].  
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Table 4.1. Functional groups containing a carbonyl in the asphalt binder  
Functional Groups  Absorption Frequency Region, Wavenumber (cm-1) 
Carbonyl: C=O 1670-1820, stretching vibration, strong intensity [7, 164, 165] 
Functional Groups: Carboxylic Acid 
C=O 1700-1725, stretching vibration [7, 164, 165] 
O-H 2500-3300, stretching vibration, strong intensity [7, 164, 165] 
C-O 1210-1320, stretching vibration, strong intensity [7, 164, 165] 
Functional Groups: Aldehyde  
C=O 1720-1740, stretching vibration, strong intensity [7, 164, 165] 
=C-H 2820-2850 & 2720-2750, stretching vibration, medium 
intensity [7, 164, 165] 
Functional Groups: Amide 
C=O 1640-1690, stretching vibration, strong intensity [7, 164, 165]  
N-H 3100-3500, stretching vibration, unsubstituted [164, 165] 
N-H 1550-1640, bending vibration [164, 165] 
Functional Groups: Ketone   
Acyclic 1705-1725, stretching vibration, strong intensity [164, 165] 
Cyclic 3-membered-1850, stretching vibration, strong intensity [164, 
165] 
4-membered-1780, stretching vibration, strong intensity [164, 
165] 
5-membered-1745, stretching vibration, strong intensity [164, 
165] 
6-membered-1715, stretching vibration, strong intensity [164, 
165] 
7-membered-1705, stretching vibration, strong intensity [164, 
165] 
α, β - unsaturated 1665-1685, stretching vibration, strong intensity [164, 165] 
Aryl ketone 1680-1700, stretching vibration, strong intensity [164, 165] 
Functional Groups: Anhydride
C=O 1800-1830&1740-1775, stretching vibration [7, 164, 165] 
Functional Groups: Ester 
C=O 1735-1750, stretching vibration, strong intensity [7, 164, 165] 
C-O 1000-1300, stretching vibration, two bands or more [7, 164, 
165] 
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(a) FTIR spectra of the polar parts in the control asphalt at a range of 1500-2000cm-1 
 
(b) FTIR Spectra of the polar parts in 10% NHL modified asphalt at a range of 1500-2000cm-1 
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(c) FTIR spectra of the polar parts in 20% NHL modified asphalt at the range of 1500-2000cm-1 
Figure 4.4. FTIR results of polar parts in the asphalt binders 
Figures 4.4 shows the FTIR spectra of polar compounds in the asphalt at the liquid 
state. The solvents used were also tested with the FTIR ATR. The FTIR spectra of the 
control and NHL modified asphalt were compared, and the polar compositions in the 
asphalt were analyzed. Based on the literature review [143-145], the hydrated lime can 
enhance the adhesion between the aggregate and asphalt. The hydrated lime particles 
melted in the asphalt and the carboxylic acids/carbonyl groups in the asphalt improved the 
moisture susceptibility of the asphalt mixtures including the mixture with siliceous 
aggregates. Compared to the spectra of the solutions, the peaks of the functional polar 
groups in asphalt were clearly displayed (section: functional group components). The ratios 
of carbonyl groups in the asphalt were calculated using equation (4.2) through equation 
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(4.8). The results of the ratio calculations of the control and NHL modified asphalt at the 
liquid state are shown in Figure 4.5. 
Iୟୡ୧ୢୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୡୟ୰ୠ୭୶୷୪୧ୡ	ୟୡ୧ୢ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଻ଶ଴	ୡ୫
షభୟ୬ୢ	ଵ଻଴଴	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ 	                                     (4.2) 
Iୟ୪ୢୣ୦୷ୢୣୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୟ୪ୢୣ୦୷ୢୣ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଻ଷହ	ୡ୫
షభୟ୬ୢ	ଵ଻ଶ଴	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                        (4.3) 
Iୟ୫୧ୢୣୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୟ୫୧ୢୣ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଺଺଴	ୡ୫
షభୟ୬ୢ	ଵ଺ସହ	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                            (4.4) 
Iୟ୬୦୷ୢ୰୧ୢୣୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୟ୬୦୷ୢ୰୧ୢୣ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଻଻ହ	ୡ୫
షభୟ୬ୢ	ଵ଻ହ଴	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                   (4.5) 
Iୣୱ୲ୣ୰ୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୣୱ୲ୣ୰	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଻ହ଴	ୡ୫
షభୟ୬ୢ	ଵ଻ଷହ	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                              (4.6) 
Iୟ୰୷୪	୩ୣ୲୭୬ୣୱ = 	 ୅୰ୣୟ	୭୤	୲୦ୣ	ୟ୰୷୪	୩ୣ୲୭୬ୣ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଻଴଴	ୡ୫
షభୟ୬ୢ	ଵ଺଼ହ	ୡ୫షభ
∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                 (4.7) 
I஑,ஒ	୳୬ୱୟ୲୳୰ୟ୲ୣୢ	୩ୣ୲୭୬ୣୱ =
	୅୰ୣୟ	୭୤	୲୦ୣ	஑,ஒ	୳୬ୱୟ୲୳୰ୟ୲ୣୢ	୩ୣ୲୭୬ୣ	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଵ଺଼଴	ୡ୫షభୟ୬ୢ	ଵ଺଺ହ	ୡ୫షభ∑୅୰ୣୟ	୭୤	୲୦ୣ	ୱ୮ୣୡ୲୰ୟ୪	ୠୟ୬ୢୱ	ୠୣ୲୵ୣୣ୬	ଶ଴଴଴	ୡ୫షభ	ୟ୬ୢ	଺଴଴	ୡ୫షభ                                (4.8) 
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(a) Ratio calculations of functional polar groups in the control and NHL modified 
asphalt at the dry condition (liquid state) 
 
(b)  Ratio calculations of functional polar groups in the control and NHL modified 
asphalt after a 2-day wet condition (liquid state) 
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(c)  Ratio calculations of functional polar groups in the control and NHL modified 
asphalt after a 3-day wet condition (liquid state) 
Figure 4.5. Ratio calculations of functional polar groups in the control and NHL modified 
asphalt 
During the FTIR sample preparations, it is possible that the concentrations of polar 
groups in the asphalt were affected by the solutions. However, the trends of these functional 
groups were not changed. It is likely that the composition produced by the asphalt oxidation 
may be changed by different conditions. Figure 4.5a shows the ratios of functional polar 
groups in the control and NHL modified asphalt at the dry condition. The amount of 
anhydride is the highest in the polar groups in the asphalt. If the sum of aryl ketones and 
α,β-unsaturated ketones are considered as ketones, then, the ketones are the main products 
in the functional polar groups of asphalt. After the asphalt mixture tests, it is determined 
that the carboxylic acids in the polar groups of asphalt are also a major part of the asphalt 
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oxidation products. The amount of esters, aldehydes and amides is less than the three 
primary groups (anhydrides, ketones and carboxylic acids) in the oxidized asphalt. Seen 
from Figure 4.5a, the amounts of functional carbonyl groups in the 20% NHL modified 
asphalt are more than the control and the 10% NHL modified asphalt. The quantity of 
carbonyl groups in the 10% NHL modified asphalt is slightly more than that of the control 
asphalt. The addition of NHL into the control asphalt increases the functional groups in the 
modified asphalt in the dry condition.  
Figure 4.5b and Figure 4.5c reveal the ratios of the functional groups in the control 
and NHL modified asphalt after 2- and 3- day wet conditions. The amount of carbonyl 
groups in the 20% NHL modified asphalt is more than those in the control and 10% NHL 
modified asphalt, and the quantity of carbonyl groups in the 10% NHL modified asphalt is 
more than that of the control asphalt under the wet condition. The anhydrides, carboxylic 
acids and ketones are still the leading products during the aging process in the polar asphalt 
at a liquid state. Considering the TSR results of the control and NHL modified asphalt 
mixtures, the more polar groups that are in the asphalt, the better the TSR results are. This 
indicates that asphalt aging under the wet condition helps the asphalt mixture to resist 
moisture damage, especially the ketones, carboxylic acids, and anhydride in this case. The 
calcium ions in the NHL modified asphalt may be the reason for the improvement of the 
moisture damage in the asphalt mixtures.  
Therefore, the ketones and carboxylic acids increased more after the oxidation of 
asphalt, and the anhydrides and amides increased, in this case. The aging groups in the 
asphalt enhance the resistance to permanent deformation in the asphalt pavement at an 
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earlier stage and also help to improve the moisture susceptibility of asphalt mixtures. 
Furthermore, the effect of NHL materials on the resistance to moisture damage in asphalt 
mixtures is positive.  
4.7.Molecular Dynamics (MD) Analysis 
The bonding strength between the aggregates and the asphalt determines the 
performance of the rutting resistance and moisture susceptibility in asphalt mixtures [8, 
168]. The mechanism of water replacement in the moisture damage in asphalt mixtures is 
demonstrated in Figure 4.6, from the initiation to the propagation stage. The bonding 
strength is related to the adhesion energy between the asphalt and aggregates, which varies 
with the interfacial interactions among asphalt, water, and aggregates. Therefore, the 
adhesion energy calculation is important to explain the mechanism of moisture distresses 
in the asphalt mixtures. In this study, the interaction between the asphalt and aggregates, 
as well as the interaction between the water and aggregates, was first simulated using the 
molecular dynamics method. Through MD simulations of the potential energies of the 
interface and individual models, the adhesion energies were computed to explain the cause 
of moisture damage in asphalt mixtures. The aging effects of asphalt binders were 
demonstrated for the mitigation of water damage in asphalt mixtures.  
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Figure 4.6. Stages of water displacement in the moisture damage of asphalt mixtures 
When the asphalt and aggregates are mixed, the aggregates are heated in the oven 
for at least two hours. It is assumed that water on the surface or in the porous holes of the 
aggregates is vaporized and escapes from the aggregates. This confirms that the water 
inducing the damage in the asphalt mixtures is from the external environment. The repeated 
traffic loads and changes in environmental conditions decrease the strength of adhesion 
between the aggregates and asphalt/asphalt mastic and the cohesive bonding strength 
within the asphalt binder [169, 170]. It is also assumed that the asphalt mastic consists of 
the asphalt binder and fine aggregates (aggregate size is normally smaller than 2.36 mm), 
and the asphalt mastic is in the transition state to form the asphalt mixtures [53, 171]. When 
the adhesive and cohesive bonds are reduced in the asphalt mixtures, water starts to intrude 
into the aggregates, and moisture damage in asphalt mixtures develops from the initiation 
stage to the propagation stage (Figure 4.6). 
In these interface models, the crystal quartz (SiO2) structure is represented as the 
aggregate in the asphalt mixtures. Based on the Corbett method [6], the asphalt material is 
composed of asphaltenes, polar aromatics, naphthene aromatics, and saturates through 
different absorption and desorption. Based on the references [83, 85], the asphalt model 
consists of asphatenes, saturates, and aromatics at the ratio of 5:41:27, respectively. The 
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structure of asphaltenes in the asphalt model was proposed by Artok et al. [80] and Zhang 
et al. [13]. These saturates were represented by docosane molecules and the aromatics were 
replaced by the 1, 7-dimethylnaphthalene in the asphalt model from the references [13, 81, 
84, 117]. In addition, based on the structure of asphalt components from the references [13], 
the aging effects on these components were investigated and one of the asphalt aging 
groups (the carboxylic acid group) was attached in the structure of the components (Figure 
4.7). The possible structures of asphaltenes (Figure 4.7a) and aromatics (Figure 4.7b) with 
the carboxylic acid group are proposed and displayed in Figure 7. However, the structure 
of docosane (Figure 4.7c) is relatively stable, and it is likely that the docosane is not 
compatible with other oxidizing agents. 
Three interface models among the asphalt, water, and aggregates were created by 
the Materials Processes and Simulations (MAPS) software with the Amber Cornell 
Extension Force Field [64, 65]. These interface models include the interaction systems of 
1) asphalt-aggregate, 2) aggregate-water, and 3) aggregate-asphalt with carboxylic acid 
(aging group) (Figure 4.8). The density of asphalt in the interface model is around 1.04 
g/cm3, which matches the physical properties of asphalt. Parts of bond parameters of the 
Amber Cornell Extension Force Field are from the Amber Cornell Force Field and General 
Amber Force Field (GAFF) [64, 65]. The system energy formula in the Amber Cornell 
Extension Force Field is shown in equation (4.9).  
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ௘௤)ଶ + ∑ ܭఏ(ߠ − ߠ௘௤)ଶ + ∑ ௏೙ଶௗ௜௛௘ௗ௥௔௟௦ [1 + cos(݊߮ −௔௡௚௟௘௦௕௢௡ௗ௦
ߛ)] + ∑ [஺೔ೕோ೔ೕభమ −
஻೔ೕ
ோ೔ೕల௜ழ௝
+ ௤೔௤ೕఢோ೔ೕ]                                                                                           (4.9) 
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Where the first term is the energy between the covalently bonded atoms; the second 
term is the energy caused by the geometry of electron orbitals; the third term is the energy 
from twisting a bond; the fourth term is a non-bonded energy from van der Waals and 
electrostatic energies (atom pairs). ݎ௘௤ and ߠ௘௤ are the equilibrium structural parameters; 
ܭ௥ and ܭఏ are the force constants; n is the multiplicity and ߛ is the phase angle for the 
torsional angle parameters; A, B and q are the non-bonded potentials between all atom 
pairs; and finally, ܴ௜௝ is the distance of atoms and ߳ is the well depth for van der Waals 
energy. 
In the interaction models, the Electrostatic Potential (ESP) charges were allotted to 
the asphalt components by using the quantum mechanics module NWChem in the MAPS 
software [120]. The Conjugate Gradient method and the Particle Mesh Ewald (PME) 
method were used to optimize the energy of the system. The Conjugate Gradient method 
was used to optimize the energy in the large and complex systems. The optimization 
calculation formula is shown in equation (4.10).  
݂(ݔ) = ଵଶ ݔ்ܣݔ − ݔ்ܾ, ݔ ∈ ܴ௡, (iterations)                                                                 (4.10) 
Where A is symmetric, positive and real, b is a known coefficient. 
PME is an Ewald summation for the long-range potential computation in the 
periodic systems. In the PME method, the long-range part is divided into two sections: 
short-range and long-range contributions. The calculations of two-part energies are 
expressed in equation (4.11).  
߮(ݎ) ≝ ߮௦௥(ݎ) + ߮௟௥(ݎ)                                                                                             (4.11) 
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Where ߮௦௥(ݎ) is the short-range term potential energy which quickly converges in 
the real space, and ߮௟௥(ݎ) is the long-range term potential which quickly converges in the 
Fourier space. 
 
a) asphaltene structure with the carboxylic acid group (aging group) 
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b) 1, 7-dimethylnaphthalene with the carboxylic acid group (aging group) 
c) Docosane structure, represents a saturate. 
Figure 4.7. Three components in the asphalt model with the carboxylic acid group (aging 
group) 
       
1) The molecular structures of the asphalt-aggregate system: (a) aggregate-asphalt 
system; (b) only the asphalt system; and (c) only the aggregate system with functional 
group OH on the surface layer. 
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Sum Formula: C22H46 
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2) The molecular structures of the aggregate-water system: (d) aggregate-water system; 
(e) only the water system; and (f) only the aggregate system with functional group 
OH on the surface layer. 
     
3) The molecular structures of the asphalt-aggregate system with aging groups: (a) 
aggregate-asphalt system with the carboxylic acid group; (b) only the asphalt system 
with the carboxylic acid group; and (c) only the aggregate system with functional 
group OH on the surface layer. 
Figure 4.8. MD models for 1) Asphalt-aggregate interactions; 2) water-aggregate 
interactions and 3) aggregate-asphalt with the carboxylic acid group systems 
fd e
g
Carboxylic 
acid
Carboxylic 
acid 
h
i
118 
 
Figure 4.8 shows the interface MD models of asphalt-aggregate, water-aggregate, 
aggregate-asphalt with the carboxylic acid group systems. The adhesion energy of each 
system directly relates to the bonding strength of the system. The adhesion energy of each 
interface system is computed using equation (4.12). 
ܧ௔ௗ௛௘௦௜௢௡ = ா೔೙೟೐ೝ೑ೌ೎೐ି(ா೟೚೛ାாೞೠ್ೞ೟ೝೌ೟೐)஺ 	                                                                        (4.12) 
Where ܧ௔ௗ௛௘௦௜௢௡  is the adhesion energy of the interface system (kcal/mol); 
ܧ௜௡௧௘௥௙௔௖௘ is the potential energy of the interface system (kcal/mol); ܧ௧௢௣ is the potential 
energy of the top layer system, asphalt, or water system (kcal/mol); ܧ௦௨௕௦௧௥௔௧௘  is the 
potential energy of the substrate system, and aggregate system (kcal/mol); A is the area of 
each interface system (Angstrom2). 
To calculate the adhesive energy for the asphalt-aggregate, an interface model with 
a specific vacuum layer and periodic boundary condition was applied as shown in Figure 
4.8a. The aggregate model includes a surface layer with the hydroxyl group (-OH) for the 
following study. The separate aggregate models with the surface function group (-OH) and 
asphalt model were developed as shown in Figure 4.8b and Figure 4.8c. The NVT 
simulation was conducted in three interface systems and in each separate system. The 
potential energies of these systems were computed and outputted. The energy conversion 
factor was used to present the adhesion energy (conversion factor: 1 ௞௖௔௟௠௢௟ = 6.95 × 10ିଶଵܬ). 
Avogadro’s number was used to convert the energy unit. After computing and unit 
conversion, the adhesion energy of the asphalt-aggregate system is -0.1446295 J/m2. 
Similarly, the adhesion energy calculation of the water-aggregate interface was conducted 
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with the interface model and two separate systems of the water layer and aggregate 
substrate, shown in Figure 4.8d, Figure 4.8e, and Figure 4.8f. The adhesion energy of the 
aggregate-water system was calculated as -1.86955 J/m2. In order to demonstrate the 
effects of aging on the asphalt, on the adhesion energy interface, the interface model of the 
aggregate-asphalt with the carboxylic acid group and two separate systems were developed 
as shown in Figure 4.8g, Figure 4.8h, and Figure 4.8i. The adhesion energy of the 
aggregate-asphalt with the carboxylic acid group system was evaluated as -0.151371 J/m2. 
The different adhesion energies of asphalt-aggregate and aggregate-water systems 
indicate that the bonding strength between the asphalt and aggregate is lower than the 
attraction force between aggregate and water. The energy difference is also the reason why 
water bonds to the aggregates easier than the asphalt in asphalt mixtures. Therefore, coating 
the aggregates with asphalt is the key process in making asphalt mixture samples or paving 
asphalt pavement. It is also very important to dry the aggregates prior to mixing. These 
procedures make sure that water completely vaporizes from the aggregate pores and 
surfaces. These are also preventive measures/practices to reduce the moisture damage in 
asphalt mixtures. Furthermore, the energy of adhesion of the aggregate-asphalt (with the 
carboxylic acid group) system is greater than that of the asphalt-aggregate system. The 
varying energies of two systems imply that the presence of the aging group in asphalt 
causes a stronger adhesion force between the asphalt and aggregate. This phenomenon also 
reasonably interprets that studying the mildly aged asphalt is helpful in improving the water 
susceptibility of asphalt mixtures. 
4.8.Discussions and Conclusions 
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The control and NHL modified asphalt were tested by FTIR ATR to analyze the 
polar groups with carbonyl in the asphalt at a liquid state. Parts of the control and the NHL 
modified asphalt mixture samples tested by TSR were also used to be extracted by solutions. 
These solutions contained the polar functional groups that were detected by the FTIR ATR 
to analyze the carbonyl groups in the asphalt. The mechanical driving forces for water 
damage between the asphalt-aggregate and aggregate-water systems in asphalt mixtures 
were explored and discussed using molecular dynamics simulations. Based on the data 
analysis of the extracted control and the NHL modified asphalt, the following conclusions 
can be drawn. 
1) During the oxidation of asphalt, the resins and maltenes in the asphalt helped to 
generate polar group components, including carbonyl groups, sulfoxide groups, and 
nitrogen oxides. Carboxylic acids and ketones were the major products of the oxidized 
asphalt, which also produces high amounts of anhydrides. The limited amount of 
amides, esters, and aldehydes in the oxidized and extracted asphalt was detected. 
Carboxylic acids, ketones and anhydrides are the pivotal components in the asphalt that 
link to the rutting and moisture resistance in asphalt mixtures, as well as the bonding 
strength between the asphalt and aggregates. The aging of asphalt definitely improves 
the resistance to moisture damage in wet environment at an early stage according to 
these research findings. However, the long-term aging of asphalt causes the degradation 
of the bonding strength between the asphalt and aggregates, as well as the fatigue life 
and resistance to moisture. 
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2) The interface MD models of asphalt-aggregate and aggregate-water systems were 
generated to simulate the mechanism that produces adhesive energy, and also to mimic 
the interactions between aggregates and asphalt/water. The potential energies of each 
MD interface system and separated systems (asphalt, water, and aggregate) were 
computed to determine the bonding energy of each system. The difference of adhesive 
energies between the asphalt-aggregate and aggregate-water systems is the 
fundamental reason for moisture damage in asphalt mixtures. The water tends to adhere 
to aggregates rather than to asphalt under the same condition. In addition, from 
investigating the different adhesion energies between the aggregate and asphalt with or 
without the carboxylic acid group (aging group), the moderately aged asphalt improves 
the energy of adhesion and, thus, helps resist moisture damage in asphalt mixtures. 
With chemical extraction, the polar and non-polar components in the asphalt were 
separated and analyzed to link the moisture susceptibility of asphalt mixtures with FTIR 
characterization. Ketones, carboxylic acids and anhydrides are the main compounds 
present during asphalt oxidation in this study, and these also relate to the performance of 
the pavement. MD simulations discovered the adhesion energy difference between asphalt-
aggregate and aggregate-water systems. The analysis results explain the chemo-physical 
properties of asphalt related to the moisture damage in asphalt mixtures. In addition, the 
future research of our group will focus on simulating asphalt aging.  
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Chapter 5  Property Analysis of Exfoliated Graphite 
Nanoplatelets Modified Asphalt Model Using Molecular 
Dynamics (MD) Method 
5.1 Overview 
The molecular model of the exfoliated multi-layered graphite nanoplatelets (xGNP) was 
created for the modification of the asphalt model, and the control asphalt model consists of 
three components: asphaltenes, aromatics, and saturates, based on our group’s previous 
study. This modified asphalt model was verified through the density calculations and 
comparisons. The properties of the control and xGNP modified asphalt models were 
computed and analyzed using the Molecular Dynamics (MD) method, and the properties 
include the glass transition temperature, viscosity and thermal conductivity. The test and 
MD simulation results show that: (1) the density of the xGNP modified model is higher 
than that of the control model; (2) the glass transition temperature of the xGNP modified 
model is closer to the laboratory data of the Strategic Highway Research Program (SHRP) 
asphalt binders than that of the control model; (3) the viscosities of the xGNP modified 
model at different temperatures are higher than those of the control model, and it coincides 
with the trend in the laboratory data; (4) the thermal conductivities of the xGNP modified 
asphalt model are higher than those of the control asphalt model at different temperatures, 
and it is consistent with the trend in the laboratory data.  
The full text of this chapter will be submitted to the journal of “Construction and Building 
Materials” for publication. 
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5.2 Introduction 
5.2.1 Asphalt material 
Asphalt is a byproduct of petroleum refinement and is also widely applied to many 
fields such as transportation, recreation, building construction, etc. Around 90% of asphalt 
consists of carbon and hydrogen. Based on the Corbett method, asphalt can be separated 
into four components: asphaltenes, saturates, napthene aromatics, and polar aromatics. 
Asphalt is composed of asphaltenes, paraffins, first acidiffins, second acidiffins, and 
nitrogen bases using the Rostler method [6]. These different types of molecules in asphalt 
interact with each other and affect the chemo-physical properties of asphalt [6]. 
Modifiers are commonly used to improve the performance of asphalt in industry 
and research areas. Recently, asphalt binders and mixtures modified with carbon fiber and 
crumb rubber were tested and evaluated [21, 23, 30, 31, 172, 173]. The base asphalt 
blended with carbon fibers or crumb rubber showed that the high-temperature performance 
improved, and the resistance to rutting of asphalt mixtures was enhanced. The carbon fibers 
and crumb rubber also improved the viscosity. The microstructure and performance of the 
crumb rubber and carbon modified asphalt binders were tested by the Scanning Electron 
Microscope (SEM) or fluorescence microscope. From the microstructural images of the 
asphalt binder, the compatibility and dispersion between modifiers and the asphalt binders 
were observed [23, 172]. In addition, water damage is a main distress for asphalt pavement, 
and the lime material has been studied as a modifier for improving the water damage of 
asphalt mixtures for many years. The resistance to rutting and fatigue cracking in lime 
modified mixtures was investigated in both moisture-damaged and undamaged states. In 
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the evaluation process, the advanced test methods (triaxial repeated-load permanent 
deformation and constant crosshead-rate direct tension tests) and models were adopted. 
The performance test results indicate that the moisture susceptibility of lime modified 
mixtures improved [39, 143, 174].  
Due to special properties, nanomaterials were introduced and used in different 
fields to enhance the composite materials [42]. Different types of nanoclay have been 
widely used in the modification of asphalt. The test results show that the layered structure 
of nanoclay improved the high-temperature performance of asphalt and the resistance to 
rutting and fatigue cracking [8, 14]. The nanosilica material was also used and added into 
the asphalt matrix for the improvement in the performance. The microimages of the 
nanosilica modified asphalt were observed, and the test results indicate that the resistance 
to permanent deformation in the modified asphalt improved [7]. The literature shows that 
graphite was used for the modification of asphalt, and the addition of graphite improved 
the electrical property of asphalt [175]. In this study, the multi-layer graphite sheets were 
applied to modify the asphalt in consideration of the high thermal stability, self-lubrication, 
and high electrical conductivity of multi-layer graphite sheets [176-179]. This is also the 
motivation to use the material for the modification of the asphalt model. 
5.2.2 Molecular Dynamics (MD) method 
Molecular Dynamics (MD), initially originated in theoretical physics, was applied 
widely in materials science [58, 59]. MD is a kind of computer program to simulate the 
movements of atoms in materials, and the atoms and molecules interact for a designed time 
based on the Newton’s law of motion. The trajectories of atoms and molecules are 
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monitored, and the energy of the system is computed. In physics, MD was used to examine 
physical properties [58, 59]. The evolution of dynamics in a single molecule is used to 
determine the macro properties of the system. The “statistical mechanics by number” and 
“Laplace’s vision of Newtonian mechanics” were also used to describe the molecular 
dynamics. The simulation size and total duration time were selected so that the calculation 
can be finished within a reasonable time [61]. The Large-scale Atomic/Molecular 
Massively Parallel Simulator (LAMMPS) [118] and the Monte Carlo for Complex 
Chemical Systems (MCCCS) program [180] were commonly used for MD simulations. 
The computation algorithm of the MD simulation is shown in Figure 5.1. 
 
Figure 5.1. Computation algorithm of Molecular Dynamics (MD) simulation 
Recently, three components of mixtures (asphaltenes, aromatics, and saturates) 
were chosen to represent the asphalt using MD simulation. In this reference model, 1,7-
Step 1: initial positions ݎ(௜ୀ଴) and velocities ݒ(௜ୀ଴)
for atoms, set a=0, t=0, i=0, timestep Δt
Step 2: after atom movements, location update:	ݎ௣ =
ݎ௜ + ܸ(௜)∆ݐ + ଵଶ ܽ∆ݐଶ + ܽܿܿݑݎܽݐ݁	ݐ݁ݎ݉ݏ, velocity 
update: ݒ௣ = ܸ(௜) + ܽ∆ݐ + ܽܿܿݑݎܽݐ݁	ݐ݁ݎ݉ݏ
Step 3: force/energy calculations: F = −ߘݒ ݎ௣ 	݋ݎ	ܨ =
ܨ(Ψ ݎ௣ ) and a=F/m
Step 4: after atom movements, location update:  ݎ௜ାଵ =
ݎ௣ + ݂ ܽ, ∆ݐ , velocity update: ݒ(௜ାଵ) = ݒ௣ + ݂ ܽ, ∆ݐ
Step 5: Apply boundary conditions, temperature and 
pressure control. Time integration and iteration step:  
t = t + ∆ݐ, i = i + 1. Repeat step 2 until the 
acceptable results are obtained. 
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dimethylnaphthalene (C12H12) and docosane (n-C22H46) were represented as naphthene 
aromatics and saturates, respectively [13]. Two kinds of asphaltene structures were used, 
and the density of each component was calculated using the MD method. From the 
simulation results, there are still many differences between the test and the simulation data 
in the calculations of the glass transition temperature and bulk modulus [13]. A new asphalt 
model with four components (asphaltenes, polar aromatics, naphthene aromatics and 
saturates) was created, and the density and thermal expansion coefficient of the asphalt 
model were calculated. The MD simulation results agreed with the laboratory data [84]. In 
addition, polystyrene was added to this asphalt model for polymer modification analysis. 
The radial distribution functions g(r) of components of the asphalt model were computed 
[84]. The MD simulation was also applied to study the self-diffusivity properties of asphalt 
binders, recently. The effect of healing on the fatigue performance of binders was studied, 
and the MD model of an asphalt binder was created to predict the healing effect. The self-
diffusion effect caused the binder molecules to flow across the crack interface. The 
correlation between the length and branching of molecules and self-diffusion of asphalt 
molecules were investigated [91]. The relationship between the asphalt and aggregate was 
developed and the asphalt-quartz structure model of the interface was used in the system. 
The Consistent-Valence Force Field (CVFF_aug) was considered in this simulation to 
characterize the inter-atom interactions [105]. 
Based on literature review, few researchers used MD to simulate modified asphalt 
and studied the physical properties of modified asphalt models in engineering disciplines. 
In this study, the common multi-layer graphite model was adopted, and the components of 
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the control asphalt model was composed of asphaltenes, saturates and aromatics. The 
Amber Cornell Extension Force Field (ACEFF) was developed and used to simulate the 
asphalt modified with exfoliated multi-layered graphite nanoplatelets (xGNP). The 
energies of the asphalt systems were calculated, and the properties of control and modified 
asphalt models were computed. The comparisons of properties between the control and 
modified asphalt models were conducted, as well as the comparisons between the 
simulation and laboratory results. 
5.3 Force Field and Optimization Methods 
5.3.1 Force field 
A force field, presented as parameters of mathematical functions in molecular 
mechanics, was used to describe the energies of the atoms. Force field parameters and 
functions are obtained from experimental tests and quantum mechanical calculations. 
Many force fields were developed and introduced by the researchers, such as the Chemistry 
at HARvard Molecular Mechanics (CHARMM) Force Field [66], Assisted Model Building 
and Energy Refinement (AMBER) Force Field [181], Condensed-phase Optimized 
Molecular Potential for Atomistic Simulation Studies (COMPASS) Force Field [67], 
Optimized Potential for Liquid Simulation (OPLS) Force Field [66] and DREIDING Force 
Field [63]. Different ensembles were used in the MD method, including the Microcanonical 
ensemble (NVE ensemble), Canonical ensemble (NVT ensemble), Isothermal-isobaric 
ensemble (NPT ensemble), Isoenthalpic-isobaric ensemble (NPH ensemble), and 
Generalized ensembles [62]. In this study, the Amber Cornell Extension Force Field was 
used to define the movement in the molecular system, and the experimental parameters in 
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this force field were referenced from the General Amber Force Field (GAFF). The formula 
is shown in equation (5.1). 
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ௘௤)ଶ + ∑ ܭఏ(ߠ − ߠ௘௤)ଶ + ∑ ௏೙ଶௗ௜௛௘ௗ௥௔௟௦ [1 + cos(݊߮ −௔௡௚௟௘௦௕௢௡ௗ௦
ߛ)] + ∑ [஺೔ೕோ೔ೕభమ −
஻೔ೕ
ோ೔ೕల௜ழ௝
+ ௤೔௤ೕఢோ೔ೕ]                                                                                         (5.1) 
where ݎ௘௤ and ߠ௘௤ are the equilibrium structural data from an x-ray test; ܭ௥ is the 
force coefficient determined by linear interpolation between the single and double bond 
values; ܭఏ is the force coefficient from vibrational analysis of a simple sp2 atom; n is the 
multiplicity for dihedrals; ߛ is the phase angle for the torsional angle parameters; A, B and 
q are the non-bonded potentials between atom pairs; ܴ௜௝ is the distance between the atoms; 
and ߳ is the well depth for van der Waals energy. 
5.3.2 Optimization methods  
When the molecular systems are built, energy optimization and data smoothing are 
required to optimize the molecular systems and output results, respectively. These 
procedures help the researchers understand more about the systems. The following 
methods were used in this study. 
1) Conjugate Gradient Method 
The conjugate gradient method is a kind of iterative algorithm to solve the partial 
differential equations. The solutions for unconstrained optimization problems like energy 
minimizations were also developed by Hestenes and Stiefel [111]. The formula is shown 
in equation (5.2). 
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ݑ்ܣݒ = 0, (direct method) or ݂(ݔ) = ଵଶ ݔ்ܣݔ − ݔ்ܾ,ݔ ∈ ܴ௡ (iterative method)        (5.2) 
where A is symmetric, positive and real; b is a known coefficient; and vectors u 
and v are non-zero. 
2) Particle-Particle-Particle-Mesh Method (PPPM) 
The Particle-Particle-Particle-Mesh Method (PPPM) is used to compute long-range 
electrostatic force, which can be divided into two parts: short- and long-range interparticle 
forces [79]. The formula is shown in equation (5.3). 
ܨ௜௝ = ܨ௜௝௦௥ + ܨ௜௝௠                                                                                                            (5.3) 
where ܨ௜௝ is the interparticle forces in the system; ܨ௜௝௦௥ is the rapid varying short-
range component; ܨ௜௝௠ is the slowly varying component. 
5.4 Objectives and Scopes 
The objectives of this study are to use MD method to simulate the multi-layer 
graphite/graphene modified asphalt model, and the properties of the asphalt models are 
calculated and compared. The components of the control asphalt model consists of 
asphaltenes, aromatics, and saturates, and it was built in the previous work [182] of authors. 
The common multi-layer graphite/graphene model was used to represent the modifier 
(xGNP graphene nanoplatelets). The Amber Cornell Extension Force Field and 
Electrostatic Potential (ESP) charges were assigned to the components of the control and 
modified asphalt models. Different properties of the asphalt models were computed 
including the density, glass transition temperature (Tg), viscosity and thermal conductivity. 
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The MD simulation data of the control and modified models and their laboratory results 
were compared. 
5.5 Model Generation 
Based on previous work of the authors [182], three components were used in the 
control asphalt including the asphaltenes, aromatics, and saturates at a ratio of 5:27:41. The 
1, 7-Dimethylnaphthalene and docosane were used to represent the aromatics and saturates, 
respectively. The asphaltene structure is from the reference, C64H52S2. The control asphalt 
model was generated to represent the control asphalt PG 58-28. In the laboratory tests, the 
modifier, xGNP graphene nanoplatelets, used in this study is produced by XG Sciences 
Inc., and its micro-image (Figure 5.2a) was obtained by the field emission scanning 
electron microscope (FE-SEM). The distance between the graphene layers is around 3.35 
Å, and the mole mass content of xGNP nanoplatelets in the modified asphalt is 2% by the 
weight of the control asphalt. During the preparation of xGNP modified asphalt in the 
laboratory, 2% xGNP multi-layer graphite particles were slowly added in the asphalt matrix 
at the temperature of 145oC. The modified asphalt was sheared in the high shear machine 
for two hours to ensure that particles were well dispersed. Similarly, in the simulation test, 
the common multi-layer graphite model (Figure 5.2b) was used to represent the xGNP 
nanoplatelets, and 2% xGNP nanoplatelets were randomly added to the control model. The 
xGNP modified asphalt model was generated and is shown in Figure 5.2c. 
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(a) FE-SEM image of multi-layer xGNP nanoplatelets 
 
(b) Multi-layer graphite model: white color for hydrogen atom; grey color for carbon 
atom 
Layer Distance: 
3.35 Ǻ 
Multi-layer structure of xGNP 
particles, nano size in the thickness. 
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(c) Molecular structures of xGNP modified asphalt model: white color for hydrogen 
atom; grey color for carbon atom and yellow color for sulfur atom. 
Figure 5.2. The SEM image of multi-layer xGNP particles, molecular structures of xGNP 
modified asphalt model and exfoliated multi-layer xGNP graphite model 
5.6 Physical Properties of the Control and xGNP Modified Asphalt Models 
5.6.1 Density 
When the control asphalt and modified asphalt models were generated using 
molecular dynamics, the densities of these models were computed at the conditions of room 
temperature and air pressure to verify the model. The LAMMPS and optimization methods 
mentioned above were used to conduct the experimental MD simulations. The NPT 
ensemble simulations were employed to compress or relax the unit cell. The temperatures, 
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pressures, and densities of the control and xGNP modified asphalt models are shown in 
Figure 5.3.  
 
(a) Temperatures in the xGNP modified asphalt system through these steps 
Step 105
1 2 3 4 5 6 7 8 9
285
290
295
300
305
310
315
320
Temperature
Temperature-xGNP modified asphalt
Fitted Savitzky-Golay curve-xGNP modified asphalt
Temperature-control asphalt
Fitted Savitzky-Golay curve-control asphalt
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(b) Pressures in the xGNP modified asphalt system through these steps 
 
(c) Densities of the control and xGNP modified asphalt systems 
Step 105
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Fitted Savitzky-Golay curve-xGNP modified asphalt
Pressure-control asphalt
Fitted Savitzky-Golay curve-control asphalt
Step 105
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0.88
0.885
0.89
0.895
0.9
0.905
0.91
0.915
0.92
0.925
Density
Density of xGnP modified asphalt
Fitted density curve for xGnP modified asphalt
Density of control asphalt
Fitted density curve for control asphalt
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(d) Densities of the control and xGNP modified asphalt systems at different 
temperatures 
Figure 5.3. Density curves of the control and xGNP modified asphalt models 
Figure 5.3a and Figure 5.3b show the temperatures and pressures in the control and 
modified asphalt systems under the NPT ensemble. The systems were run more than 1ns 
to be stable and optimized. Parts of results are shown. The data was fitted by a Savitzky-
Golay filter [76] with a span of 10%, and the moving average is also clear for data analysis. 
The temperatures of the control and xGNP modified asphalt are close to 298 K during these 
steps, and the pressures fluctuate around 1 atmosphere (atm). Meanwhile, it is interesting 
to note that the data fluctuation of the control model is obviously greater than that of the 
modified asphalt model due to the difference in the molecular number. The fluctuated data 
range varies with a 1/√ܰ variation based on the baseline of the moving average, where N 
is the number of molecules in the MD system [122]. According to Avogadro’s number 
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[123], the substances normally have around 1024 molecules per mole. Compared to the real 
substances, it is hard to reach such a number in the MD simulation. Therefore, the data 
fluctuation is acceptable, and it explains the reason why the data fluctuation of the control 
system is larger than that of xGNP modified asphalt. 
Figure 5.3c shows densities of the control and xGNP modified asphalt systems, and 
the data was fitted by a Savitzky-Golay filter [76] with a span of 10%. The densities of the 
xGNP modified asphalt system are larger than those of the control asphalt model. It is 
reasonable that the addition of xGNP particles in the control system increases the density 
of the modified system. It is apparent that the density data amplitude of the control system 
is larger than that of xGNP modified asphalt model, as well as the stability due to more 
molecules. In addition, the densities of the control and xGNP modified asphalt systems are 
also close to the laboratory (0.95 g/cm3 – 1.05 g/cm3) [13, 89, 122] and reference data [13]. 
Therefore, the modified asphalt model is verified. Figure 5.3d displays the density curve 
of the control and xGNP modified asphalt with different temperatures, which range from 
233.15 K to 443.15 K. The densities of the asphalt models decrease with the increase in 
temperature, and the density of xGNP modified system is slightly greater than that of the 
control model under different temperatures. Meanwhile, the density trends of the control 
and xGNP modified models are similar to that of the reference model [13]. In addition, the 
data amplitude of xGNP modified model is smaller than that of the control system. 
5.6.2 Glass transition temperature 
The low-temperature crack is one of the problems for building materials, especially 
for asphalt, and it is caused by the reduction in temperature and thermal stress. When the 
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ambient temperature drops to a certain point, the asphalt has to deform to relax the thermal 
stress due to the hindrance of the large-scale molecular motion [115]. Meanwhile, the glass 
transition temperatures (Tg) of materials are influenced by their components, and the 
addition of new component in the material results in a difference in the glass transition 
temperature. The formula [115] of the glass transition temperatures of composite materials 
is shown in equation (5.4).  
ଵ
೒்
= ∑ ௪೔்೒೔                                                                                                                        (5.4) 
where Tg and Tgi are the glass transition temperature of the composite material and its 
component, respectively; and wi is the mass fraction of the component.  
The asphalt transfers from the viscoelastic state to a brittle one. The internal stress 
increases and thermal energy is insufficient below the glass transition temperature in the 
materials. Therefore, the glass transition temperature is an important parameter or property 
for amorphous materials, and it should be low for a good low-temperature performance 
[115]. The glass transition temperature is the temperature where two asymptotes intersect 
on the specific volume-temperature curve. In the laboratory, the glass transition 
temperature of materials can be tested by differential scanning calorimetry (DSC). In this 
MD simulation study, the control and xGNP modified asphalt systems were relaxed under 
NPT ensemble with a temperature range of 233.15 K to 443.15 K. The specific volumes of 
these systems were calculated and the glass transition temperatures of the models were 
determined. The MD simulation results of the control and xGNP modified asphalt models 
are shown in Figure 5.4.  
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(a) specific volumes of the xGNP modified asphalt system  
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(b) Glass transition temperatures of different asphalt types and models (the data of the 
glass transition temperature of different binders is from the reference [13, 115, 182]: 
248.55oC for AAA-1 binder, 252.25oC for AAB-1, 253.75oC for AAC-1, 249.15oC 
for AAD-1, 253.95oC for AAF-1, 265.35oC for AAG-1, 252.55oC for AAK-1, 
252.35oC for AAM-1, 300oC for control asphalt model [182], and temperature 
range from 298.15oC to 358.15oC for the reference model [13]) 
Figure 5.4. Specific volumes and temperatures of control and xGNP modified asphalt 
systems 
Figure 5.4a shows the specific volumes of the control and xGNP modified asphalt 
models. The specific volumes increase with increasing temperatures of the models. The 
glass transition temperature of the control asphalt model is around 300 K [182]. As shown 
in the Figure, it is deduced that the Tg of the xGNP modified asphalt system is around 250 
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K. Based on the laboratory data in the reference [124], the range of the Tg of asphalt is 
from 223 K to 303 K. The Tg of the modified asphalt model is within the laboratory data 
range, and it is also better than the reference data [13] (298 K to 358 K) of the asphalt 
model. In order to get better thermal relaxation in the asphalt, a low Tg of asphalt is 
expected. In addition, the xGNP modified asphalt model has a better low-temperature 
performance than the control asphalt system. Figure 5.4b shows the comparisons of glass 
transition temperatures of the references and MD simulations. The glass transition 
temperatures of the Strategic Highway Research Program (SHRP) asphalt binders are all 
around 250 K [115], including SHRP asphalt AAA-1, AAB-1, AAC-1, AAD-1, AAF-1, 
AAG-1, AAK-1 and AAM-1. The Tg of xGNP modified asphalt model is close to glass 
transition temperatures of SHRP asphalt binders. Therefore, the Tg of xGNP modified 
asphalt is reasonable and better than the results of the control and reference asphalt models. 
5.7 Rheological Properties of the Control and xGNP Modified Asphalt Models 
5.7.1 Viscosity measurement and simulation methods 
Dynamic shear viscosity is an important parameter of fluids to measure the 
resistance to gradual deformation induced by shear stress. If the shear speed caused by the 
external force is appropriate, the fluid particles move parallel to the particles sheared. The 
speed varies linearly from the sheared layers to different layers. The resistance between 
these layers is caused by friction. The formula to calculate viscosity is shown in equation 
(5.5).   
ߟ = ி௬஺௨                                                                                                                           (5.5) 
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where ܨ is the applied force; A is the area of the plate; ߟ is the dynamic shear 
viscosity; and u/y is the shear gradient.  
During the construction of asphalt pavement, the viscosity determines the mixing 
and compaction temperatures, which relates to the pump ability, mix ability and 
workability of asphalt. Based on the American Society for Testing and Materials (ASTM) 
D4402, the Brookfield DV-II plus viscometer (Figure 5.5a) was selected to test the 
viscosity of asphalt in the laboratory. The viscosity test results are shown in section 6.3. In 
the MD experimental simulation, there are four common methods to calculate the dynamic 
shear viscosity in the MD systems [118]: 1) a non-equilibrium MD (NEMD): the unit cell 
is sheared by “fix deform” and the temperature is controlled; 2) a NEMD: the viscosity is 
computed through the velocity and pressure in the systems; 3) a reverse non-equilibrium 
MD (rNEMD): the momentum flux is transferred between different layers in the unit cell 
through the Muller-Plathe algorithm; 4) equilibrium MD (EMD): the Green-Kubo (GK) 
formula is used to compute the viscosity, and continuous momentum flows are applied in 
the unit cell.  
In this MD study, the Muller-Plathe method was used to calculate the viscosities of 
the control and xGNP modified asphalt systems. The unit cell of asphalt models was split 
into twenty layers. The viscosity calculation is shown in equation (5.6). During the 
calculation of viscosity in MD simulation, unit conversion is needed. The viscosity unit in 
the MD simulation is gram/mol/angstrom/femtosecond, but the unit in the laboratory test 
is kilogram/meter/second. Avogadro’s constant is used to convert from microscopic to 
macroscopic states. In addition, the momentums transferred in the control and xGNP 
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modified systems at the temperature of 443 K are shown in Figure 5.5b. The viscosities of 
the control and xGNP modified asphalt systems at temperature of 423 K are shown in 
Figure 5.5c. The MD and laboratory viscosity results of the control and xGNP modified 
asphalt systems at different temperatures are shown in section 6.3.  
௭݆(݌௫) = −ߟ డఔೣడ೥  and ݆(݌௫) =
௉ೣ
ଶ௧஺                                                                                (5.6) 
where ߟ is the dynamic shear viscosity;  డఔೣడ೥  is the shear rate; ݆(݌௫) is the input 
momentum flux; ௫ܲ is the input momentum; ݐ is the simulation time; ܣ = ܮ௫ܮ௬, ܮ௫ is the 
length of unit cell in the x direction; and ܮ௬ is the length of unit cell in the y direction. 
    
(a) Brookfield DV-II plus viscometer for testing viscosity of asphalt 
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(b) Momentum transferred in the control and xGNP modified systems at the 
temperature of 443K 
 
(c) Viscosities of the control and xGNP modified systems at the temperature of 423K 
Figure 5.5. Viscosity test and MD calculation for the control and xGNP modified asphalt 
systems 
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Figure 5.5b displays the momentum transferred in the control and xGNP modified 
systems at the temperature of 443 K, and it is part of the results under different temperatures 
due to repeatability. The momentum transferred in the xGNP modified model is more than 
that of the control model. The temperatures in the control asphalt model fluctuate more 
than those of the xGNP modified asphalt model due to fewer molecules. The temperatures 
are also around 443 K, and do not have large variations. It indicates that more molecules 
in the MD system lead to less data variation and a stable structure of materials. It coincides 
with the conclusion that the vibrating range of MD data is within a 1/√ܰ variation [122] 
(N is the number of molecules in the system). Figure 5.5c demonstrates viscosities of the 
control and xGNP modified asphalt systems at a temperature of 423 K, and it is also part 
of data analysis under different temperatures. The temperature fluctuation of the control 
model is larger than that of xGNP modified model due to fewer molecules compared to 
xGNP modified asphalt system. The temperatures are also centered at 423 K and have a 
range of 20 K variation. It coincides with the temperature setting of simulations. 
Furthermore, the statistical analysis of viscosities of the control and xGNP modified asphalt 
models was performed to analyze the distributions of viscosity data in MD simulation.   
5.7.2 Statistical analysis for viscosities of the control and xGNP modified asphalt 
models 
The variation of data in the viscosity calculation is observed in last section 6.2. The 
statistical analysis was used to better understand the data distribution, and it is also good 
for describing and reproducing the data. It is well known that many experimental or 
observational data arising in engineering is shaped by a lognormal distribution due to its 
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various appealing properties. If a random variable x follows a lognormal distribution, the 
random variable Y = log(X) is distributed as a normal. The probability density function 
(pdf) of a lognormal distribution with parameters μ and σ is given by 
݂(ݔ) = ଵ௫ఙ√ଶగ ݁
ି(೗೚೒ೣషഋ)మమ഑మ                                                                                                (5.7)                
where ݔ > 0,−∞ < 	ߤ < 	∞,	and ߪ > 0. In this study, we consider the lognormal 
distribution, because it provides heavier tails compared with the normal one and is thus 
more flexible to experimental data when studying robustness to outliers.  Due to large 
variations of data from 7.375894 to 53239.325870, we consider the more appropriate fits 
based on data ranging from 0 to 300, and from 0 to 500. The parameter estimates of μ and 
σ with their standard errors in parenthesis are presented in Table 5.1. The histograms with 
the fitted lognormal distributions are depicted in the top two figures (Figure 5.6).  It can be 
seen from the two figures that with different choices of truncations, the lognormal 
distribution provides more flexible fits to xGNP data. A similar conclusion can also been 
drawn for the fitness of the lognormal distribution to Control data (Figure 5.6). 
Consequently, we may conclude that the data departure from the lognormality is acceptable 
or slight, the lognormal distribution is more robust and flexible model, allowing a better 
fitting as shown above.  
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Table 5.1. Parameter estimates of μ and σ with their standard errors 
 ߤ ߪ 
xGNP (<500) 3.81542596 (0.01393144) 0.85901818  (0.00985102) 
Control ( <500) 3.01951678 (0.01529361) 0.95801986  (0.01081422) 
Note: xGNP: viscosity data of the xGNP modified asphalt model; Control: viscosity data 
of the control modified asphalt model 
 
Figure 5.6. The histogram with the fitted lognormal distributions (the right plot for xGNP 
data, and the left plot from Control data; Bars represent the MD simulation data, and the 
red lines represent fitted lognormal curves) 
5.7.3 Comparison of viscosity predictions of the control and xGNP modified asphalt 
models 
Based on the data analysis from the MD simulation and laboratory data, the viscosity data 
between the control and xGNP modified asphalt models was compared and analyzed, as 
well as the experimental results. The exponential regressions were used to fit the viscosity 
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data of the control and xGNP modified asphalt models. The comparisons between the 
control and xGNP modified models were conducted, as shown in Figure 5.7, including the 
experimental and reference data. 
 
(a) viscosities of the control and xGNP modified asphalt in the laboratory 
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(b) viscosities of the control and xGNP modified asphalt models 
Figure 5.7. MD and laboratory results of the control and xGNP modified asphalt systems 
Figure 5.7 shows the viscosities of the control and xGNP modified asphalt models, 
as well as the laboratory data of the xGNP modified asphalt and control. From the test data, 
the viscosities of xGNP modified asphalt (Figure 5.7a) are higher than those of the control 
asphalt (red line). It indicates that multi-layer xGNP particles increase the viscosity of the 
modified asphalt. In addition, the viscosity decreases with the increase in temperatures of 
the asphalt. Meanwhile, the viscosities of MD simulations in Figure 5.7b were averaged 
from the calculations under each separate temperature. The MD simulation viscosities of 
the xGNP modified asphalt model (red line in Figure 5.7b) are also higher than those of 
the control asphalt model. It is similar to the trend in the laboratory data. The exponential 
trends are observed to be fitted for the MD simulation results due to the same trend in the 
laboratory data [130]. In this figure, it is obvious that the viscosities of the control and 
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xGNP modified asphalt models are higher than those of the reference models [84] (0.65 cp 
and 1.35 cp at 443.15 K) using Green-Kubo and Einstein (Ein) EMD methods. The 
relatively flat line is observed in the viscosity data of the control asphalt model, and the 
viscosity results (92.47 cp and 80.13 cp) at 423.15 K and 443.15 K are close to the 
laboratory data (155.0 cp and 95.0 cp) at two different temperatures for the control asphalt 
model, respectively. It is noticed that there is some improvement between the results of the 
control asphalt and the model in the reference [182]. However, for the xGNP modified 
asphalt model, the viscosities (452.42 cp, 195.98 cp and 108.96 cp) at 403.15 K, 423.15 K, 
and 443.15 K, respectively, are very close to the laboratory data (530.0 cp, 270.0 cp and 
122.5 cp). The simulation results of the xGNP modified asphalt system are better than those 
of control asphalt system, and the trend in viscosity of the xGNP modified asphalt system 
is similar to that of the laboratory data. It is caused by the increase in the molecular number 
in the xGNP modified asphalt model compared to the control asphalt model. It is expected 
that more molecules in the MD asphalt system improve the accuracy of data prediction. 
Therefore, the viscosity calculation of MD simulations in the xGNP modified asphalt 
system with the Amber Cornell Extension Force Field provide a better prediction using the 
Muller-Plathe method compared to the results of the references [84] and the control asphalt 
model.  
5.8 Thermal Property of the Control and xGNP Modified Asphalt Models 
The thermal conductivity is a kind of measures of materials to transmit the heat 
energy in a diffusive manner based on Fourier’s law. The materials with a high thermal 
conductivity are applied to the heat sink, and the materials with a low thermal conductivity 
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are manufactured for thermal insulation. In the laboratory, the xGNP modified asphalt was 
mixed with ultrasonic stirring during the process of high shear so that the xGNP particles 
can be homogenously dispersed in the asphalt matrix. The thermal properties analyzer 
(KD2 Pro) was employed to measure the thermal conductivity of asphalt based on the 
transient line heat source method [183]. The asphalt was placed in the glass tube as shown 
in Figures 5.8a and 5.8b, and the single needle TR-1, with a 2.4 mm diameter and 60 mm 
in length was used to test the thermal conductivity. During the heating and cooling 
processes, the temperature-time relationship is monitored by the sensor located in the 
needle. The thermal conductivity is calculated with the parameters from the fitted curve of 
the temperature-time. The formula for thermal conductivity is shown in equation (5.8).  
ܶ = ݉଴ +݉ଶݐ + ݉ଷ݈݊ݐ  (Heating process); ܶ = ݉ଵ +݉ଶݐ + ݉ଷ݈݊ ௧(௧ି௧೓)   (Cooling 
process) and ݇ = ௤ସగ௠య                                                                                                  (5.8) 
where ݉଴  and ݉ଵ  are the ambient temperatures in the heating and cooling processes, 
respectively; ݉ଶ is the rate of drift of the background temperature; ݉ଷ is the slope of a line 
relating temperature rise to the logarithm of temperature; q is the heat input and ݇ is the 
thermal conductivity. 
In the MD simulations, there are four methods to compute the thermal conductivity 
for MD systems: 1) NEMD: energy is applied to the hot region, and an equal energy is 
subtracted from the cold area in the simulation cell. The heat flux is monitored between 
different temperature layers; 2) NEMD: Energy is added or subtracted in two regions, and 
the temperature difference of the intermediate region is monitored; 3) rNEMD: The kinetic 
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energies of two atoms in different layers are swapped, and the temperature gradient is 
monitored; 4) EMD: the heat flux can be computed from the fluctuations of per-atom 
potential and kinetic energies, as well as the stress tensor. It is common in NEMD (non-
equilibrium MD) for calculating the thermal conductivity of systems to impose the 
temperature gradient and the responded heat flux is measured. However, a reverse non-
equilibrium MD (rNEMD) algorithm is used in the Muller-Plathe method [184]. The heat 
flux is applied in the system and the temperature gradient is measured. When the heat flux 
is imposed in the simulation cell, which is divided into N slabs (N is an even number, 
twenty was used in this study) with identical thickness. Energy transfer (Figure 5.8c) is 
produced from hot to cold slabs through the z-direction and it causes the temperature 
difference (Figure 5.8d) between these two slabs. Velocity exchange occurs in two particles, 
and the energy conservation is satisfied. The formulas for thermal conductivity and heat 
flux are shown in equation (5.9). In addition, the Avogadro constant was used to complete 
the unit conversion due to different scales from microscopic to macroscopic states based 
on equation (5.9). The mass/volume effect in the MD simulation was also considered in 
the unit conversion. The results of thermal conductivity of the xGNP modified and control 
models are presented in Figure 8e. Also, the thermal conductivities of asphalt under 
different temperatures in the laboratory are shown in Figure 5.8e.  
ܬ = −ߣ∇ܶ and ߣ = −∑
೘
మ (௩೓೚೟మ ି௩೎೚೗೏మ೟ೝೌ೙ೞ೑೐ೝೞ )
ଶ௧௅ೣ௅೤〈డ்/డ௭〉                                                                   (5.9) 
where ∇ܶ is the temperature gradient (scalar) in the simulation cell; J is the energy 
transferred (scalar) through the surface of layers; ߣ is the thermal conductivity; t is the 
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simulation time; ݒ௛௢௧ is the velocity of the hot particle; ݒ௖௢௟ௗ is the velocity of the cold 
particle; m is the identical mass of particles; ܮ௫ is the length of the simulation box in the 
x-direction; and ܮ௬ is the length of the simulation box in the y-direction; and ߲ܶ/߲ݖ is the 
temperature gradient in the z-direction. 
  
(a) KD2 Pro thermal conductivity tester in the laboratory  
(b) the chamber for temperature control in the thermal conductivity test 
 
(c) Cumulative delta energies of the control and xGNP modified asphalt systems at a 
temperature of 298.15K 
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(d) Temperature difference of the control and xGNP modified asphalt systems at a 
temperature of 298.15K 
 
(e) Thermal conductivity results of laboratory tests and MD simulations 
Figure 5.8. Thermal conductivity calculations in the laboratory and MD simulation 
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Figure 5.8a and Figure 5.8b display the KD2 Pro thermal conductivity apparatus 
and the temperature control chamber used in the laboratory, respectively. Figure 5.8c 
shows the cumulative energy input in different molecular systems. The control asphalt 
system has a relative low energy input in contrast to the energy of the xGNP modified 
asphalt system due to the small number of molecules and low volume in the control system. 
The energy of the xGNP modified asphalt system is four times greater than that of the 
control asphalt system, and it is the same as the mass ratio of the xGNP modified asphalt 
system to the control system. The temperature variation of the xGNP modified asphalt 
model is also lower than that of control system due to the large number of molecules. Figure 
5.8d shows the temperature difference in different asphalt systems after the input of the 
heat flux. The variation in the temperature difference of the xGNP modified model is less 
than that of the control asphalt model, as well as the temperature variation in the MD 
simulation. It is likely that more molecules in the system result in better stress and heating 
responses and produce a stable system. Figure 5.8e demonstrates the thermal conductivity 
results through laboratory tests and MD simulations. The thermal conductivity of the 
control asphalt at room temperature is 0.148 W/m·K, and it is close to the reference data 
of asphalt [185] (0.170 W/m·K). The thermal conductivity of the xGNP modified asphalt 
at room temperature is 0.226 W/m·K, and it is near to the reference data [185] from 0.396 
W/m·K to 0.934 W/m·K with different amounts of graphite (different types from the multi-
layer graphite used in this study). It is reasonable that the thermal conductivity of the 
control and xGNP modified asphalt models at room temperature is around 0.275 W/m·K 
and 1.146 W/m·K, respectively. There is still an insignificant difference between this 
laboratory data and the data from the MD simulation.  
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The xGNP particles in the control asphalt improves the thermal conductivity of the 
modified asphalt from the experimental data. The same trend of thermal conductivity is 
also observed in the data from the MD simulation after the addition of the multi-layer 
graphite xGNP model in the control asphalt model. The thermal conductivities of control 
and xGNP modified asphalt increase with the increase in temperatures of the experimental 
tests, and the thermal conductivities of the control and xGNP modified asphalt models also 
increase by increasing the temperatures of the systems. However, there are minor 
differences between the experimental data and the MD simulation results. It is probably 
caused by a few reasons: (1) in the preparation of the samples and laboratory testing, the 
xGNP particles in the modified asphalt were not perfectly dispersed in the tested area due 
to the mixing method and not operational errors, and this causes inhomogeneous heating 
of the modified asphalt during testing; (2) the test area of the thermal conductivity is 
relatively small; (3) the multi-layer graphite xGNP model does not fully represent the 
xGNP particles in the asphalt matrix for the calculation of thermal conductivity, and there 
are some improvements needed for models of xGNP particles and asphalt. After the 
analysis of laboratory and MD data, it is confirmed that xGNP particles can improve the 
thermal conductivity of asphalt, and the multi-layer graphite xGNP model can also enhance 
the thermal conductivity of the control asphalt model. The trend in temperature versus 
thermal conductivity of the MD simulation results is the same as the trend in the 
experimental data.  
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5.9 Discussions and Conclusions 
The MD model of multi-layer graphite xGNP nanoplatelets was created and used 
for the investigation of the effect of modification on the control asphalt model. The control 
asphalt model was composed of three components: asphaltenes, aromatics, and saturates. 
The xGNP modified asphalt model was generated from the addition of the xGNP model in 
the control asphalt model. The conjugate gradient method and PPPM were used for energy 
optimization, and the Savitzky-Golay filter was used for smoothing data. The Amber 
Cornell Extension Force Field was used in these asphalt models, and the physical properties 
of the models were calculated including density, the glass transition temperature, viscosity, 
and thermal conductivity.  
(1) The densities of these asphalt models were computed, and the addition of the multi-
layer xGNP model increased the density of the xGNP modified asphalt model 
compared to that of the control asphalt model. The molecular number in MD systems 
significantly affects the data variation for density calculation. The density of MD 
asphalt systems decreases with the increase in temperatures.  
(2) The glass transition temperature of the xGNP modified asphalt model is around 250 K, 
and it is better than the results of the reference, 298 K to 358 K [13]. This glass 
transition temperature is better than previous results (around 300 K [182]) for the 
control asphalt model, because it is the same as the glass transition temperature of 
SHRP asphalt binders, around 250 K, from laboratory results [115].  
(3) The Muller-Plathe method was used to calculate the viscosity of the control and xGNP 
modified asphalt models. The twenty layers in the MD asphalt models were separated 
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for this calculation. The addition of xGNP particles in the control asphalt matrix 
improves viscosities of the modified asphalt at different temperatures, and the same 
effect of multi-layer xGNP models in the control asphalt model was observed. 
Compared to the experimental viscosities of the xGNP modified asphalt, the viscosities 
of the MD simulation is close to the experimental results at the temperatures of 403 K, 
423 K, and 443 K. The relationship between viscosities and temperatures in the data of 
the MD simulation is also the same as that of the laboratory results.  
(4) The experimental data shows that the xGNP particles in the control asphalt increase the 
thermal conductivity of the modified asphalt at room temperature. During the 
calculation of thermal conductivity, the Muller-Plathe method was used in these MD 
simulations, and the multi-layer xGNP model in the control model also improves the 
thermal conductivity of the xGNP model at room temperature. The thermal 
conductivity of the control and xGNP modified asphalt increase with increasing 
temperatures, and the same trend is observed in the data of MD simulations.  
Therefore, the multi-layer xGNP graphite particles in asphalt can improve viscosity 
and thermal conductivity of the modified asphalt, and the xGNP graphite model in the 
control asphalt model can also enhance the density, glass transition temperature, viscosity 
and thermal conductivity. It is obvious that the same trend of experimental data and MD 
results is observed during the testing and MD calculation of different properties of asphalt. 
It is likely that the xGNP particles can be utilized and generalized for pavement 
construction and heat sink. In addition, more properties of asphalt and its models will be 
tested and calculated for future research. 
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Chapter 6  Modulus predictions of the asphalt model with 
multi-layer graphite nanoplatelet model using Molecular 
Dynamics (MD) method 
6.1 Overview 
The objective of this study is to simulate the exfoliated multi-layered graphite 
nanoplatelets (xGNP) modified asphalt using the Molecular Dynamics (MD) method, and 
to analyze different modulus properties of these asphalt models compared with those of the 
control asphalt model. The multi-layered graphene model was used to represent the xGNP 
particles, which was used to modify the control asphalt in the laboratory. The control 
asphalt model was used in the previous study by the authors. The xGNP model was 
randomly placed in the control asphalt model to prepare the xGNP modified asphalt model 
using the same conditions and procedures in the laboratory preparation. When the xGNP 
modified asphalt model was generated, the densities of the control and xGNP modified 
asphalt models were computed and verified. Different properties of these models were 
simulated and calculated in MD simulations using procedures similar to those in the 
experiments, which include the bulk modulus, Young’s modulus, shear modulus and 
Poisson’s ratio. The simulation results indicate that the modulus trends of these asphalt 
models are the same as those of laboratory data.  
The full text of this chapter will be submitted to “ASCE Journal of Materials in Civil 
Engineering” for publication. 
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The MD simulation data is larger than the laboratory results due to several reasons 
discussed in the study. In addition, Poisson’s ratios calculated from MD simulations 
coincide with the laboratory results.  
6.2 Introduction 
Nowadays, asphalt pavement is the main pavement type around the world, and the 
performance and properties of asphalt are studied by researchers, as well as the 
composition of asphalt. The asphalt is composed of carbon, hydrogen and some trace 
elements [6, 13, 182, 186]. The performance of asphalt also depends on the source and 
ambient temperatures. Different modifiers have been applied to the original asphalt in order 
to obtain better pavement performance. Rubbers [21, 187-191] and fibers with different 
sizes [31, 33, 192] were widely utilized to enhance the high-temperature performance of 
asphalt binders and mixtures, and, recently, nanomaterials [7, 8, 14, 33]. The modification 
mechanism of these modifiers was also explored and the microstructure of the modified 
asphalt was examined by researchers [7, 21, 30, 37, 44, 193, 194]. However, the 
fundamental understanding of the modification and interaction between the modifiers and 
asphalt are still unclear on a nano scale or on the atomic scale in the modified asphalt.  
Molecular dynamics (MD), originating from physics, is widely applied in different 
research areas, and it is a computer program to simulate the materials and its behaviors on 
the atom scale [195]. At present, the molecular dynamics (MD) method is a new tool for 
researchers to understand the physical properties of materials and functions of 
macromolecules on the atom scale. MD describes the details of each particle/atom motion 
over a period of time, and it helps address some specific problems or principles of atoms 
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or materials. It is easier than doing the experiments in the laboratory. In MD simulation, a 
specific property of materials can be solely studied by altering the specific contributions, 
and it can be used for fundamental research or functional predictions in a new material.  
Two asphaltene structures were used, and saturates and naphthene aromatics were 
added to the asphalt model. Different properties of the asphalt models with All-atom 
Optimized Parameters for Liquid Simulation (OPLS-aa) force field were calculated and 
evaluated, such as density, thermal expansion, isothermal compressibility, and bulk 
modulus [13]. An asphalt model, which is similar to the asphalt AAA-1 of the Strategic 
Highway Research Program (SHRP), was generated, and the composition of asphalt 
consists of asphaltene, polar aromatic, naphthene aromatic, and saturate. The Hansen 
solubility parameters of components in the asphalt models were calculated, and the radial 
distribution function and intramolecular orientation of components were also analyzed [84]. 
Based on the literature review, few researchers researched the modified asphalt model and 
different modulus properties. In this study, the control asphalt model was composed of 
asphaltenes, naphthene aromatics, and saturates based on the Corbett method. The graphite 
model with the multi-layer structure was used to represent the modifier, exfoliated multi-
layered graphite nanoplatelets (xGNP) particles, selected in the study. The modifier model 
was randomly added to the control asphalt model, and different modulus properties were 
mimicked and analyzed.  
6.3 Force Field 
The force field provides the parameters for atoms in the system to calculate the 
energy of systems. The Amber Cornell Extension Force Field (ACEFF) was used in this 
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study, and some experimental parameters were obtained from the General Amber Force 
Field (GAFF) [64]. The formula of energy calculation of ACEFF is shown in equation (6.1). 
ܧ௧௢௧௔௟ = ∑ ܭ௥(ݎ − ݎ௘௤)ଶ + ∑ ܭఏ(ߠ − ߠ௘௤)ଶ + ∑ ௏೙ଶௗ௜௛௘ௗ௥௔௟௦ [1 + cos(݊߮ −௔௡௚௟௘௦௕௢௡ௗ௦
ߛ)] + ∑ [஺೔ೕோ೔ೕభమ −
஻೔ೕ
ோ೔ೕల௜ழ௝
+ ௤೔௤ೕఢோ೔ೕ]                                                                                          (6.1) 
where ݎ௘௤ or ߠ௘௤ is the equilibrium of the structural data; ܭ௥ is the force coefficient 
between double bonds; ܭఏ  is the force coefficient from vibrational analysis; n is the 
multiplicity for dihedrals; ߛ is the phase angle for the torsional angle parameters; A, B and 
q are the non-bonded potentials; ܴ௜௝ is the distance between atoms; and ߳ is the depth of 
the van der Waals energy well. 
6.4 Objectives and scopes  
The objectives of this study are to apply the molecular dynamics (MD) method to 
simulate the control and xGNP modified asphalt, and the moduli of the control and xGNP 
modified asphalt models are calculated and compared with the laboratory results. The 
modulus properties include the bulk modulus, Young’s modulus and shear modulus. The 
bulk modulus of the asphalt models is computed through compression and tension in the 
model, and the Young’s modulus of the models is simulated by applying the negative and 
positive strain in one direction, not in the other two directions, at different temperatures. 
The shear modulus of the models is also calculated by applying a shear strain in the XY 
direction at different temperatures. These moduli are computed and compared with the 
experimental data, as well as Poisson’s ratio. 
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6.5 Model Generation 
In the laboratory, the xGNP graphene nanoplatelets were used to improve the 
performance of the modified asphalt, and the PG grade of the control asphalt is PG 58-28. 
The 2% xGNP particles were slowly added to the control asphalt, and the modified asphalt 
was mixed in the high shear machine for around two hours at the temperature of 450 K. In 
MD simulation, the asphalt model was composed of three components, asphaltenes, 
naphthene aromatics, and saturates, at a ratio of 5:27:41 [13]. The docosane (n-C22H46) and 
1, 7- dimethylnaphthalene (C12H12) represent saturates and naphthene aromatics, 
respectively. The structure of the asphaltene (C64H52S2) was introduced from the references 
[13, 80, 182], and the control asphalt model was built in the previous study [182]. The 
model of multi-layer graphene sheets (Figure 6.1a) was used to represent the xGNP 
particles, and this model was randomly added to the control asphalt model at the 
temperature of 450 K. The 2% (by molar mass) xGNP model was dispersed in the matrix 
of the control asphalt model, and the molecules of the control asphalt model were four 
times those of the previous asphalt model [182] in order to maintain the mass ratio of the 
xGNP model of the control asphalt model. The percentage of the xGNP particles in the 
base asphalt model is based on the molar mass of the base asphalt model. It is commonly 
used in the references [82, 108, 109]. The 2% xGNP particles was used in the modification 
of asphalt for laboratory tests. The mass of the xGNP modified asphalt model is around 
87405.39 g/mol. It is also beneficial to analyze the variation in data due to mass in MD 
simulations.  
165 
 
In addition, the xGNP modified asphalt model (Figure 1b) with the force field 
charge was optimized by the conjugate gradient method (a kind of algorithm to solve 
optimization problems) and the Particle-Particle-Particle-Mesh Method (PPPM) (an 
accurate and efficient method to calculate interactions in MD simulation) [79].The 
conjugate gradient method was used to relocate the positions of atoms and reallocate the 
velocities of atoms in asphalt binder models [110, 111]. The PPPM (a kind of Ewald 
summation) was used to optimize the system energy by mapping charges to a three-
dimensional mesh and interpolating the electric fields back to atoms [79]. 
    
Figure 6.1. The molecular model of multi-layer graphene sheets and xGNP modified 
asphalt model, (a) the molecular model of exfoliated graphite nanoplatelets (xGNP 
model); (b) xGNP modified asphalt model. 
6.6 Modulus Calculations 
Different moduli were calculated for the asphalt models using MD simulations, 
such as bulk modulus, Young’s modulus and shear modulus. The test procedures of these 
Exfoliated Graphite Nanoplatelets 
xGNP model (Layer Distance: 3.35 Ǻ) 
a 
b
xGNP modified asphalt model 
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moduli were simulated in the asphalt models. Before the modulus calculations, the 
densities of the asphalt models were computed and verified (Figure 6.2). The NPT 
(isothermal-isobaric ensemble) simulation was employed to compress and relax these 
asphalt models. The densities of the control and xGNP modified asphalt models are around 
0.903 g/cm3 and 0.911 g/cm3, respectively. The densities of these asphalt models are stable 
after several picoseconds. After energy optimizations and NPT simulation, the modulus 
calculations were carried out, and the results of MD simulations were as follows. 
 
Figure 6.2. Densities of the control and xGNP modified asphalt models 
6.6.1 Bulk modulus 
Bulk modulus, a kind of numerical constant, is a measure of the ability of the 
materials to withstand the changes in volume under compression or tension in three 
directions. The bulk modulus is defined by equation (6.2). In the laboratory, there are four 
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approaches to test the bulk modulus: two separate tests (uniaxial and shear), long 
cylindrical test in tension and compression, confined compression test, and poker-chip 
geometry in tension and compression. In the MD simulation, the small volumetric strains 
were applied to the control and xGNP modified asphalt models, and the negative and 
positive strains were applied using equation (6.3) [62]. The Nose/Hoover thermostat and 
SLLOD algorithm (Lee-Edwards boundary conditions) were employed for these asphalt 
models when performing NVT (canonical ensemble) simulations in these models. The 
positions and velocities of atoms were updated during the simulation time, and pressure 
changes were also updated and recorded by pressure tensors. These models were fixed by 
NVT simulations for at least 2 ns, and millions of data was produced. During the MD 
simulations, the dilatation and shrinkage of volumes are shown in equation (6.4), and the 
averaged stresses under tension and compression are calculated using equation (6.5). The 
average values of bulk modulus for these asphalt models are computed by equation (6.6) 
at different temperatures from three directions. 
After few ns NVT simulations, the corresponding stress results in three directions 
of these asphalt models were calculated, and one of the stress results (under different 
temperatures, three directions, and negative and positive strains) was presented. The stress 
results of the control and xGNP modified asphalt models under negative strain at the 
temperature of 298.15 K are shown in Figure 6.3a. There are two methods to calculate the 
bulk modulus in MD simulation, one is to directly use the applied strain and responding 
stress (the first calculation method), and another one is to use the regression function to 
compute the bulk modulus (the second regression method). The average volumetric stress-
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strain relationships in these asphalt models are shown in Figure 6.3b based on the second 
method. Consequently, the bulk moduli of these asphalt models at different temperatures 
are shown in Figure 6.3c after averaging based on the first method. 
ܭ = −ܸ ௗ௉ௗ௏                                                                                                                (6.2) 
ߝ௫௫ = ߝ௬௬ = ߝ௭௭ = ±0.005                                                                                      (6.3) 
∆= (1 ± ߝ௫௫)൫1 ± ߝ௬௬൯(1 ± ߝ௭௭) − 1                                                                      (6.4) 
ߪ௛ = ଵଷ (ߪ௫௫ + ߪ௬௬ + ߪ௭௭)                                                                                          (6.5) 
ܭ = ఙ೓∆                                                                                                                         (6.6) 
where P is the pressure, and V is the volume, ߝ௫௫, ߝ௬௬, ܽ݊݀	ߝ௭௭ are the small strain in all 
three coordinate directions; ߪ௫௫, ߪ௬௬, ܽ݊݀	ߪ௭௭ are the volume averaged stress in all three 
coordinate directions; ∆ is the overall dilatation of the simulation box; ߪ௛ is the averaged 
stress in the MD simulation; and K is the bulk modulus in the MD system. 
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(a) Stress level of the control and xGNP modified asphalt models under negative 
strain at the temperature of 298.15 K (1.2×105 data) 
 
(b) Average volumetric stress-strain relationship between the control and xGNP 
modified asphalt models under the negative strain at the temperature of 298.15 K 
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Note: Two regression lines are so close, one is a black dotted line for the control 
asphalt model, and another line is a red dashed line for the xGNP modified asphalt 
model. The regression function is designed to determine the bulk moduli of these 
asphalt models. 
 
(c) Bulk moduli of the control and xGNP modified asphalt models at different 
temperatures 
Figure 6.3. The modulus calculations for the control and xGNP modified asphalt 
The loading process in the laboratory was simulated in this MD simulation. Figure 
6.3a shows the stress magnitudes of the control and xGNP modified asphalt models under 
negative strain at a temperature of 298.15 K. The data amplitudes of asphalt models in 
different directions are different and relatively stable around ±108 Pa, and the data of the 
xGNP modified asphalt model fluctuates less than that of the control asphalt model due to 
different numbers of molecules or atoms. Figure 6.3b shows the relationships between 
volumetric stresses and strains of these asphalt models and their regression lines for the 
asphalt models under negative strain at the temperature of 298.15 K after averaging every 
100 steps. The linear regression is fit for a stress-strain relationship in the modulus 
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calculations. The changes in volumetric strains range from 0 to 0.015 in two asphalt models, 
and they are consistent with the applied strains. Actually, the magnitude of the bulk 
modulus from the two methods used in this MD simulation is the same, and it is around 
109 Pa. Figure 6.3c displays the bulk moduli of the control and xGNP modified asphalt 
models at different temperatures based on the first method. The moduli of the control and 
xGNP modified asphalt models decrease by increasing the system temperatures. The 
moduli of the xGNP modified asphalt model are higher than those of the control asphalt 
model at different temperatures. The addition of the xGNP model in the control asphalt 
model increases the bulk modulus. Based on the reference [132], the bulk modulus of the 
asphalt binder was tested in the laboratory using the poker-chip test, and it is around 3 MPa 
at the temperature of 293 K. There is still a difference between the simulation and 
laboratory data. In this MD simulation, the actual strain was applied to the asphalt model, 
and it is similar to the laboratory test procedure. The time frame of the applied strain is 
around a femtosecond, and it is really short compared to real time. It is reasonable that the 
response of the asphalt model is rigid and elastic, and the asphalt can be considered an 
elastic material when the temperature is relatively low. The limited number of molecules 
could be one of the reasons for this simulation data. In addition, it is likely that if a different 
MD simulation method was used for the bulk modulus, which does not apply actual strain 
in the model, the simulation data may be close to the laboratory data.  
6.6.2 Young’s modulus 
(1) Calculation of Young’s modulus 
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Young’s modulus is a stiffness measurement for elastic materials and it is the ratio 
of the responding stress to the (responding) strain along an axis under Hooke’s law [127]. 
The Young’s modulus is different from the bulk modulus and shear modulus, sometimes 
called the modulus of elasticity. The asphalt can be treated as elastic material under low 
temperatures because most materials exhibit nearly Hookean characteristics for a small 
strain or stress. Considering that, the test temperature in this MD simulation is lower than 
room temperature. In the laboratory, the nano-indentation test was used to evaluate the 
Young’s modulus of asphalt. Both the loading and depth control modes can be used in the 
test. Considering the influence of the indenter tip, the reduced Young’s modulus was 
introduced, and the Young’s modulus Es of the sample is calculated using equation (6.7). 
The reduced modulus is calculated from the slope of the load-indentation curve when 
unloading by equation (6.8) [196]. The Young’s moduli of PG 70-22 and PG 76-28 asphalt 
binders are around 0.76 MPa and 5.22 MPa at room temperature, respectively [196]. 
ଵ
ாೝ =
ଵି௩ೞమ
ாೞ −
ଵି௩೔మ
ா೔                                                                                                            (6.7) 
ܧ௥ = √గଶ
ௌ
√஺                                                                                                                     (6.8) 
where ܧ௥ is the reduced modulus; ܧ௦ is the Young’s modulus of the tested sample; ܧ௜ is the 
Young’s modulus of the indenter tip; ݒ௦  is Poisson’s ratio of the tested sample; ݒ௜  is 
Poisson’s ratio of the indenter tip; S is the initial unloading stiffness, and A is the contact 
area during the test. 
173 
 
During the MD simulation, the small strains (positive and negative 5‰) were 
applied to these asphalt models in one direction. The NPH (isoenthalpic-isobaric ensemble) 
simulation, which maintains constant enthalpy, pressure and number of particles in the 
systems, was performed in these asphalt models with the temperature control 
(temp/rescale). Meanwhile, the uniaxial tensile or compressive stress was applied in one 
direction and no stress in the other directions. The position and velocities of atoms in the 
systems were updated at different temperatures, and the pressure or stress was recorded 
during the application of strain. The MD simulation time is at least 1 ns, and every 100 
timesteps were averaged. The averaged pressures in the control and xGNP modified asphalt 
models were calculated under the positive and negative strains in independently different 
directions at different temperatures. The pressure results of the control and xGNP modified 
asphalt models in six MD simulations are shown in Figure 6.4a (under positive strain) and 
Figure 6.4b (under negative strain). The relationship between the applied strain and stress 
in these asphalt models and the linear regression are shown in Figure 6.4c (under positive 
strain) and Figure 6.4d (under negative strain) based on the second regression method. The 
Young’s moduli of these asphalt models at different temperatures are shown in Figure 6.4e. 
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(a) Pressures of the control and xGNP modified asphalt models under positive strain: 
the label “Pressure in X direction – control asphalt model at 298.15 K” represents 
the pressure in the control asphalt model when positive strain was applied in the x 
direction at the temperature of 298.15 K, and no strain or stress in the other 
directions. 
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(b) Pressures of the control and xGNP modified asphalt models under negative strain: 
the label “Pressure in X direction – control asphalt model at 298.15 K” represents 
the pressure in the control asphalt model when negative strain was applied in the x 
direction at the temperature of 298.15 K, and no strain or stress in the other 
directions. 
 
(c) Stress-strain relationship of the control and xGNP modified asphalt models under 
positive strain in the z direction at the temperature of 298.15 K, and the linear 
regression. 
Note: Two regression lines are close, one is a black dotted line for the control 
asphalt model and the other is a red dashed line for the xGNP modified asphalt 
model. The regression analysis is used to calculate the Young’s modulus of these 
asphalt models under positive strain. 
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(d) Stress-strain relationship of the control and xGNP modified asphalt models under 
negative strain in the z direction at the temperature of 298.15 K and the linear 
regression. 
Note: Two regression lines are close, one is a black dotted line for the control 
asphalt model and the other is a red dashed line for the xGNP modified asphalt 
model. The regression analysis is employed to compute the Young’s modulus of 
these asphalt models under negative strain. 
 
(e) Young’s modulus versus temperature of the control and xGNP modified asphalt 
models  
Figure 6.4. Young’s modulus calculation of the control and xGNP modified asphalt 
models 
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Figure 6.4a shows the pressures of these asphalt models in the six different 
simulations at the temperature of 298.15 K in three different directions when positive strain 
is applied. Figure 6.4b displays the pressures of these asphalt models in the six different 
simulations at the temperature of 298.15 K in three different directions when negative 
strain is applied. It is noted that the pressures of the xGNP modified asphalt model have 
less fluctuations than those of the control asphalt model due to the numbers of molecules 
and atoms and more concentrated data. The pressures from different directions (x, y, and 
z) in the control asphalt model are within the same magnitude and range. It indicates that 
there is no difference in pressures among three different directions when applying the same 
strain in the asphalt model. The same situation occurs in the xGNP modified asphalt model.  
Figure 6.4c shows the relationship between the tensile stress and strain of the 
control (green squares) and xGNP (blue circles) asphalt models in the z direction at the 
temperature of 298.15 K under positive strain. Figure 6.4d displays the relationship 
between the stress and strain of these asphalt models in the z direction at the temperature 
of 298.15 K under negative strain. The amplitude of variation in the stress-strain data of 
the xGNP modified asphalt model (blue circles) is less than that of the control asphalt 
model (green squares), and the numbers of atoms and molecules definitely influence the 
variation of results. The regression function in Figure 4c and 4d was also used to calculate 
the Young’s modulus of the control (a black dotted line) and xGNP (a red dashed line) 
asphalt models based on the linear relationship between stress and strain.  
Figure 6.4e demonstrates the Young’s modulus of the control (a red solid line) and 
xGNP (a blue dotted line) asphalt models at different temperatures. The Young’s moduli 
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of these asphalt models are averaged from the results of negative or positive strain in 
different directions. The Young’s modulus of these asphalt models decreases with 
increasing ambient temperatures in the models. Compared to the laboratory testing results 
(0.76 MPa for PG 70-22 asphalt and 5.22 MPa for PG 76-28 asphalt) of Young’s modulus 
at room temperature [196], there is a wide gap between the experimental and simulation 
data (around 109 Pa). Negative or positive strain was applied in these asphalt models at a 
short time, a few thousand time steps. It is reasonable that the small deformation at a very 
short time results in a large stress in an assumed elastic model at low temperatures. 
Meanwhile, the simulation or interaction time and numbers of atoms or molar mass in these 
models are also the determining factors for the calculation of the Young’s modulus. It is 
obvious that the Young’s moduli of the xGNP modified asphalt model are lower than those 
of the control asphalt models at different temperatures, and the Young’s modulus of the 
xGNP modified asphalt is close to the experimental results relative to the control asphalt 
model. It is likely due to a large number of atoms and molecules in the xGNP modified 
asphalt model compared to the control asphalt model. When negative or positive strain was 
applied in a short time, more atoms or molecular numbers in the model helped relax the 
responding stress caused by the small strain applied in one direction when the other 
directions were not confined. If the simulation cell is confined or the strains are applied in 
three directions, the responding stress would be higher than the stress at the condition of 
no confinement or strain in one direction since it is hard to relax the stress in the confined 
system.  
(2) Statistical analysis 
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The regression method was used to calculate the Young’s modulus, and the 
correlation analysis was used to measure and interpret the strength of the relationship 
between two continuous variables (strain and stress). We mainly focus on the Pearson’s 
product-moment correlation coefficients, whose value ranges from -1 to +1. This 
correlation is commonly used for measuring the linear relationship between two variables 
[197]. For example, the Pearson correlation, r, between two variables ௜ܺ and ௜ܻ (i = 1, 2, …, 
n) can be computed by equation (6.9). 
ݎ = 	 ∑ (௑೔ି௑ത)೙೔సభ (௒೔ି௒ത)
ට∑ (௑೔ି௑ത)మ೙೔సభ ∑ (௒೔ି௒ത)మ೙೔సభ
                                                                                           (6.9) 
where തܺ and തܻ  are the sample means of the ௜ܺ  and ௜ܻ  values, respectively, and n is the 
sample size. We also conduct the t-test for the population correlation ρ to check whether 
or not a linear relationship exists between the two variables. More specifically, we are 
interested in testing. ܪ଴: ρ	 = 	0			vs							ܪ௔: ρ	 ≠ 	0                                                     (6.10) 
We obtain the Pearson correlation between strain and stress, which is r = -
0.02868321. To test the above hypothesis, we obtain the t-statistic given by equation (6.11). 
ݐ∗ = 	 ௥√௡ିଶ√ଵି௥మ = 		−2.8692                                                                                            (6.11) 
From the results, with degrees of freedom df = 9998, the corresponding p-value 
from this t-statistic is 0.004124 (< 0.01). We can thus reject the null hypothesis. Thus, there 
is sufficient statistical evidence at the α = 0.01 significance level to conclude that there is 
a significant linear relationship between strain and stress.  
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6.6.3 Shear modulus 
The shear modulus is designed to describe the response of the materials to the shear 
stress and to measure the stiffness of materials based on the generalized Hooke’s law. The 
shear modulus can be calculated from equation (6.12). The shear modulus of asphalt is 
related to the field performance of asphalt pavement. In the laboratory, the shear modulus 
of the asphalt binders is tested by a Modular Compact Rheometer (MCR) (Figure 6.5a) 
with different plates (Figure 6.5b) for different temperatures, and the temperatures can 
range from 253 K to 355 K. The round plate with a diameter of 25 mm was selected to test 
the complex shear modulus using the oscillatory mode. The testing data of the control (PG 
58 -28) and the modified asphalt with 2% xGNP particles under the condition of 
temperatures of 319.15 K to 343.15 K and frequency of 45 Hz is shown in Figure 6.5c.  
In the MD simulation, the small shear strains (positive and negative 5‰) were 
applied to the asphalt models in the XY direction, and it is similar to the procedure used in 
the laboratory test. The applied strain between the laboratory and simulation is different, 
because the asphalt model is assumed to be a pure elastic material in this study. The NVT 
ensemble was used with the SLLOD algorithm when the shear strain (equation (6.12)) was 
applied to the asphalt models. The positions and velocities of atoms in the asphalt models 
were updated at every step, and the pressures and temperatures were recorded. The pressure 
results of these asphalt models under positive and negative results are shown in Figure 6.6a 
and Figure 6.6b. The shear moduli of these asphalt models are shown in Figure 6.6c based 
on the first calculation method. 
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ܩ = ఛೣ೤ఊೣ೤   and ߛ௫௬ = ±0.005                                                                                        (6.12)                         
where G is the shear modulus of the sample; ߬௫௬ is the shear stress in the XY direction; ߛ௫௬ 
is the shear strain in the XY direction. 
      
(a) Modular Compact Rheometer (MCR); (b) Accessories for testing plates with 
different diameters and temperatures 
 
 
 
a b
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(c) Shear moduli of the control (PG 58-28) and modified asphalt binders with 2% xGNP 
particles 
Figure 6.5. The modular compact rheometer (MCR) for the shear modulus of asphalt 
binders 
 
(a) Pressures of the control and xGNP modified asphalt models under positive shear 
strain in the XY direction at a temperature of 337.15 K 
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(b) Pressures of the control and xGNP modified asphalt models under negative shear 
strain in the XY direction at a temperature of 337.15 K 
 
(c) Shear moduli of the control and xGNP modified asphalt models under different 
temperatures  
Figure 6.6. Shear modulus calculation of the control and xGNP modified asphalt models 
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Figure 6.5c shows the shear moduli of the control and xGNP modified asphalt at 
different temperatures. The laboratory data of the shear modulus was regressed and fitted 
by the exponential curve, and the value of R squared is around 0.99. The shear modulus of 
the control and xGNP modified asphalt decreases with increasing test temperatures. The 
magnitude of the shear modulus of unaged asphalt is around 105 Pa. However, the 
magnitude of the shear modulus of aged asphalt can reach more than around 107 Pa [8]. 
Figure 6.6a displays the pressures of the control and xGNP modified asphalt models under 
positive shear strain in the XY direction at the temperature of 337.15 K. The variation of 
the control asphalt model is larger than that of the xGNP modified asphalt, and it is due to 
fewer molecules/atoms. The average pressures of the control and xGNP modified asphalt 
models are around 1.4 atm and 15 atm, respectively, due to the applied strain. The pressure 
data in these MD systems is relative concentrated, and the center of the temperature is 
around 337 K. It is also observed in Figure 6.6b where pressures of these models under 
negative strain in the XY direction are at the temperature of 337 K.  
Figure 6.6c shows the shear moduli of the control and xGNP modified asphalt 
models under different temperatures after averaging. In these MD simulations, the 
simulation data of the shear modulus of these asphalt models decreases with the increase 
in the test temperature, and the exponential regression is excellently fitted to the simulation 
results. The trends of the shear modulus of these asphalt models agree with that of the 
experimental data. However, the magnitude of the shear modulus is around 108 Pa, and it 
is larger than the laboratory results. The shear modulus of the control asphalt model in the 
MD simulation is higher than that of the xGNP modified asphalt. There are several reasons 
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for the large shear modulus: (1) the interaction time for applying the strain to these models 
is really short, several femtoseconds, and the running time of these simulations, a few 
nanoseconds, is also very short compared to the real time scale in laboratory tests. It is a 
reasonable response for elastic materials in asphalt models. (2) Asphalt is a viscoelastic 
material at medium and high temperatures. The response of the asphalt models is elastic, 
and the results tend to approach the laboratory results when the test temperature is 
relatively low. (3) The molecular numbers of these asphalt models are limited, and from 
the trend, the more molecules or atoms in the model, the more the results are close to 
laboratory data. In addition, when the strain was applied to these asphalt models, the xGNP 
modified asphalt model expanded and relaxed the strain and responding stress effects due 
to more molecules and atoms compared to the control asphalt model. This is also the 
explanation as to why the shear modulus of xGNP modified asphalt is less than that of the 
control asphalt model. It indicates that if there are more molecules/atoms in the model, the 
modulus can approach the experimental results.  
6.6.4 Poisson’s ratio 
When materials are compressed in one direction, the materials normally expand in 
the other two directions; this phenomenon is usually called “Poisson effect”. Poisson’s 
ratio is used to measure the effect, and it can be calculated using equation (6.13). The 
Poisson’s ratio of isotropic and linear elastic materials ranges from -1.0 to 0.5 due to the 
positive values of these moduli. Poisson’s ratio can also be calculated from the bulk 
modulus and shear modulus after determining these values in the asphalt models, and the 
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formula for Poisson’s ratio is shown in equation (6.14) [62, 132]. The results of Poisson’s 
ratio of these asphalt models are shown in Figure 6.7. 
ݒ = −ௗఌ೟ೝೌ೙ೞௗఌೌೣ೔ೌ೗                                                                                                                 (6.13) 
ݒ = ଷ௄ିଶீ଺௄ାଶீ                                                                                                                      (6.14) 
where, ݒ is the Poisson’s ratio; ݀ߝ௧௥௔௡௦ is the transverse strain; ݀ߝ௔௫௜௔௟ is the axial strain; 
ܭ is the bulk modulus and ܩ is the shear modulus. 
 
Figure 6.7. Poisson’s ratios of the control and xGNP modified asphalt models at different 
temperatures 
Figure 6.7 shows the results of Poisson’s ratio of the control and xGNP modified 
asphalt models at a temperature range from 268.15 K to 298.15 K. Poisson’s ratio of the 
control asphalt model is around 0.35, and the Poisson’s ratio of the xGNP modified asphalt 
model is around 0.45 at temperatures from 268.15 K to 298.15 K. It falls within the area of 
theoretical values. The variation of Poisson’s ratio of the control asphalt model is larger 
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than that of the xGNP modified asphalt, and it is likely due to the fewer number of 
molecules or atoms in the control asphalt model. Considering different loading times and 
temperatures, the Poisson’s ratio of a typical asphalt binder was from 0.35 to 0.5 based on 
the reference [198]. Recently, the Poisson’s ratio of two types of asphalt binders was tested 
at 20oC, and it starts from around 0.25 to 0.5 under different loading times [132]. It can be 
seen that Poisson’s ratios of the control and xGNP modified asphalt models are reasonable 
and agree with the reference and experimental data. It indicates that the responses of asphalt 
models are acceptable when applying strain in these asphalt models and calculating moduli 
in MD simulations.  
6.7 Discussions and Conclusions 
The control and xGNP modified asphalt binders were simulated in this study using 
the Molecular Dynamics (MD) method, and different properties of these asphalt models 
were simulated and computed. The multi-layer graphene model was generated to represent 
the xGNP particles, which were used to modify the control asphalt in the experiments. The 
components of the control asphalt model were based on the previous study by the authors. 
The xGNP modified asphalt model was prepared using the same conditions and procedures 
from the experiments. After calculating different properties, the following summaries can 
be drawn.  
(1) The density of the xGNP modified asphalt model is higher than that of the control 
asphalt, and it indicates that the addition of xGNP model increases the density of the 
asphalt model. The test process of the bulk modulus in the laboratory was simulated 
using MD algorithm, and the bulk moduli of the control and xGNP modified asphalt 
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were calculated with two methods. There is no difference between the results from the 
two methods. The bulk moduli of the models linearly decrease with the increase in 
temperature. The trends of the bulk modulus in the MD simulations agree with those 
of the reference and laboratory data. The difference between the simulation and 
experimental results was observed due to the time scale and limited molecules. 
(2) The test process of the Young’s modulus in these asphalt models was simulated using 
the MD method, and the Young’s modulus of the models was calculated based on the 
second regression method. The Young’s moduli of these models increase linearly with 
decreasing test temperature. The trend of Young’s modulus in MD simulations is 
similar as the predicted trend in the experiments. The Young’s moduli of the control 
and xGNP modified asphalt models are larger than laboratory data, and it is caused by 
several factors: time steps, simulation time, and molecular numbers. 
(3) The shear modulus of these asphalt models was calculated by applying the small shear 
strain in one direction (XY direction) to these models based on the first method 
mentioned above. The shear moduli of these asphalt models decrease exponentially 
with increasing test temperature. The trends in the MD simulation data of these asphalt 
models fit the regressed curves of the experimental results. The Young’s moduli of 
these models are higher than the experimental results. The large modulus of the models 
is induced by the time scale and limited molecules in MD simulations. However, it can 
be predicted that if the test temperature is lower than 273 K, the shear modulus of the 
asphalt models would be close to the experimental data, as well as the Young’s modulus 
and bulk modulus.  
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(4) Poisson’s ratios of these asphalt models are also obtained from different modulus 
results. The range of Poisson’s ratio is the same as that of the experimental data. It 
implies that the stress response of asphalt models is reasonable after applying the small 
strain to these models.  
In this chapter, the modulus properties of the control and xGNP modified asphalt 
models were analyzed and compared. The trends in different moduli of the asphalt models 
were the same as those of the experimental results, and good predications of Poisson’s ratio 
in the asphalt models were observed. The contributions of this study include (1) the use of 
the NPH ensemble to obtain the Young’s modulus of the asphalt models with the Amber 
Cornell Extension Force Field, (2) a method using NVT and SLLOD algorithm to calculate 
the bulk and shear moduli of the asphalt models with the Lee-Edwards boundary conditions, 
and (3) the rules for producing data in MD simulation by applying a correlation analysis. 
Even though a large difference between the simulation and experimental data was observed, 
which is likely due to the time frame and complexity as well as the elastic response of the 
model materials, the research method is useful for the simulation of other materials. In 
addition, future research of our group would focus on the self-healing properties of the 
asphalt models and lessening differences between the simulation and laboratory results. 
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Chapter 7  Molecular Dynamics (MD) simulations of the 
diffusion of the asphalt binder on aggregates 
7.1 Overview 
This study aims to understand the mechanism of the self-healing and diffusion of 
the asphalt on aggregates. The microscale asphalt mastic samples were prepared with 
asphalt and fine aggregates of a small size (below 0.3 mm). The microscale dynamic X-
ray computed tomography were conducted to capture the asphalt self-diffusion process in 
a microscale asphalt mastic sample controlled at 80oC using the Advanced Photon Source 
(APS) beamline 2-BM at Argonne National Laboratory. The contact angle, activation 
energy and Mean Squared Displacement (MSD) were analyzed to describe the self-healing 
behaviors of the asphalt materials. The Molecular Dynamics (MD) method was employed 
to simulate the asphalt molecular diffusion process at different temperatures, and to 
compute the contact angle between the asphalt and aggregate models. The contact angle 
goniometer was selected to measure the contact angle between the asphalt droplet and 
aggregates at different temperatures. The results of tests and MD simulations show that (1) 
the asphalt diffused after heating from the x-ray images, and the stages and mechanism of 
the diffusion process of the asphalt on the aggregates were investigated; (2) the low contact 
angle was observed in the interface model of asphalt and aggregates at high temperatures 
using the MD method. The wetting condition changed from partial non-wetting to wetting  
The full text of this chapter will be submitted for publication.  
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after heating in the interface model. The molecules of the asphalt model at high 
temperatures moved faster than under low temperatures; (3) the test results of the contact 
angle between the asphalt and aggregates demonstrated self-diffusion process of the asphalt 
material. The test data was also compared with the MD simulation results at different 
temperatures.  
7.2 Introduction 
7.2.1 Self-healing of asphalt materials 
Asphalt is a kind of temperature-dependent material, and research for the self-
healing properties of the asphalt materials has been studied for many years since the 
concept of the autonomic healing was brought up by S. R. White in Nature magazine in 
2001. The cracking of the materials can lead to mechanical degradation and electrical 
failure. A new structural polymer material with the self-healing function was invented, and 
a microencapsulated healing agent was released once the crack occurred in this polymer. 
The toughness of this polymer can be recovered up to 75% [199]. The self-healing concept 
was introduced and extended to other materials, such as polymers, metals, and asphalt 
materials. Recently, the fracture-healing-re-fracture test (FHR) with the morphological 
analysis was used and developed to understand the self-healing capability of the asphalt 
materials [200]. The increased temperature and time were useful for the self-healing 
capability, and a master curve for the recovery strength was developed. The healing process 
of the asphalt binder was also observed by the fluorescence microscopy [200]. However, 
it is better to use the scanning electron microscope (SEM) to understand the microstructure 
changes of the healing process, and more details may be elaborated [8, 41]. During the self-
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healing evaluation tests, it is common that the repeated loads and recoveries of the asphalt 
binders or mixtures were used. Two healing indices (the modulus ratio and cycle number 
ratio) of the asphalt binder were introduced and studied for the self-healing properties [201].  
The asphalt mastic is also a self-healing material, and the properties and healing 
rate are largely affected by the temperature. The differential equations for equilibrium 
temperatures in the asphalt mastic surface were developed, and the model parameters were 
derived from the infrared cameras [202]. The steel wool was also used to reinforce the 
asphalt mixture/concrete, and the fatigue resistance of the modified asphalt mixture was 
studied. The extension ratio of the fatigue life and stiffness recovery were introduced to 
evaluate the self-healing effect, and the induction healing can improve the self-healing 
effect and durability of the asphalt mixtures [203].  
Molecular Dynamics (MD) is a kind of new method to understand and explore the 
materials on an atomic scale. Currently, few researchers studied the physical properties of 
the asphalt binder or asphalt mixtures using MD method [182], as well as self-healing 
properties. At the University of Texas at Austin, the self-healing properties were recently 
modeled by the researchers. The influence of healing on the fatigue-cracking of asphalt 
binders was studied and the MD model of an asphalt binder was created to predict the 
healing effect. The self-diffusion effect of binder molecules flowed across the crack 
interface. The relationship of the molecular length or branching to the self-diffusivity 
property in asphalt was studied [91]. The interface model between the asphalt and 
aggregate was also created to study and analyze the mechanism of the moisture damage of 
asphalt mixtures, and the adhesion energy was adopted to explain the moisture 
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susceptibility [39]. It is a promising way to use the MD method to study and analyze the 
self-healing properties of the asphalt material. In this paper, the MD method was employed 
to study the self-healing properties (contact angle) and the diffusion (Mean Squared 
Displacement) to understand the molecular movement of the asphalt material.  
7.2.2 Wetting theory 
Wettability is the tendency of a liquid (asphalt) to spread on the solid substrate 
(aggregates), and it can be related to the diffusion and healing properties of asphalt. It is 
commonly measured by the contact angle (equation (7.1)) among three phases: solid, liquid 
and gas. The degree of the wetting is balanced by the adhesive and cohesive forces (Figure 
7.1). When a liquid drop is on a solid substrate, the contact angle is zero, and it means the 
liquid is perfectly wetting on the solid substrate. If the contact angle is 180o, it indicates 
perfectly non-wetting [204]. The wetting condition relates to the properties of the interface 
between the liquid and substrate. It is acceptable that this concept was generalized to the 
asphalt material for the interface evaluation. It is known that the macro performance of 
asphalt mixtures can be predicted and speculated from the wettability of the asphalt binder 
on the aggregates. It is common that there are two kinds of wettings, non-reactive or 
reactive wetting. The non-reactive wetting is discussed in this case since the PG 58-28 base 
asphalt is used on the aggregates and it is likely that there is no chemical reaction between 
the base asphalt and aggregates.  
ߛௌீ = ߛௌ௅ + ߛ௅ீܿ݋ݏߠ                                                                                                   (7.1) 
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where, ߛௌீ  is the surface tension/energy between the solid and gas; ߛௌ௅  is the surface 
tension/energy between the solid and liquid; ߛ௅ீ is the surface tension/energy between the 
liquid and gas; and ߠ is the contact angle between the three phases.  
 
Figure 7.1. A liquid droplet on a solid substrate under different conditions 
7.3 Scopes and Objectives 
The objective of this study is to explore and understand the mechanism of the self-
healing and diffusion of the asphalt materials. The flow of the asphalt binder in the asphalt 
mastic was studied from the images obtained by the x-ray beamline in Argonne National 
Laboratory around 353.15 K (80oC). The self-diffusion of the asphalt binder on the 
aggregates was investigated both computationally and experimentally. The MD interface 
model was created, and the MD method was used to calculate the contact angle between 
the asphalt and aggregate models, and analyze the diffusion of the asphalt model on the 
aggregate model. In addition, the contact angle goniometer was used to test the contact 
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angle between the asphalt and aggregates in the laboratory in order to compare with the 
MD simulation results.  
7.4 Morphological Analysis  
The self-diffusion of asphalt is a key component for self-healing of the asphalt 
binder in asphalt mixtures, and the self-healing properties can be directly affected by the 
ambient temperature. The self-diffusion of the asphalt was conducted in Argonne National 
Laboratory, and the x-ray beamlines can be customized by the need of research. It is also 
known that the interface interaction between the aggregates and asphalt is complicated, and 
the asphalt mastic samples are selected to study the self-diffusion of asphalt. In the x-ray 
tests, the PG 58-28 asphalt binder was used and 10% content of the asphalt was adopted 
by the weight of aggregates. The aggregate size used to make the asphalt mastic is below 
0.3mm and the gradation of the aggregates in the mastic samples are shown in Table 7.1. 
The asphalt mastic samples were mixed and filled into a small tube with a diameter of 1.63 
mm and a height of around 2 cm. The small tube was installed on the base, and placed in 
the furnace with the desired temperatures. The samples were tested by the x-ray beam line 
at different temperatures in Advanced Photon Source of Argonne National Laboratory. The 
x-ray test results of the asphalt mastic samples are shown in Figure 7.2 through Figure 7.3. 
After scanning the samples, the asphalt mastic samples were reconstructed and are shown 
in Figure 7.2. The reconstructed samples were easily visualized before and after heating, 
and the dimensions of samples were displayed. Through these visualized samples, the 
separated slices from visualized samples were extracted and analyzed. The two positions 
in the visualized samples were observed and analyzed, the images are shown in Figure 7.3.  
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Table 7.1. The aggregates size and mass used to make the asphalt mastic samples 
Aggregate Size Weight used in the sample (gram) Details 
No.50 343.91 0.3mm 
No.100 185.18 0.15mm 
No.200 198.41 0.075mm 
Dust Filler 145.5 <0.075mm 
PG 58-28 Asphalt 87.3 10% wt by the aggregates
 
  
Figure 7.2. Reconstructed images for the tested asphalt mastics (diameter: 1.63mm, 
height: 0.4mm): a) initial state of the asphalt mastic; b) the asphalt mastic at 353.15 K 
(80oC) after three and half hours heating 
ba
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Figure 7.3. Asphalt diffusion in the small tube during heating – position 2: a) the initial 
image of the asphalt mastic; b) the image of the asphalt mastic at 353.15 K (80oC) after 
three and half hours heating 
Figure 7.3 shows the self-diffusion positons of the asphalt binder through 
identifying the reference positions of aggregates in the asphalt mastics. The initial and 
healed states of the asphalt mastics were compared, the asphalt binder flowed definitely 
after heating. During heating for hours, the asphalt moved to coat aggregates at the micro 
level (Figure 7.3b). It indicates that the self-diffusion effect is a key part for self-healing 
properties, and it also helps coat aggregates in the mixing and compaction. Based on the 
literature review [200, 205, 206], the normal asphalt content for the asphalt mastic ranges 
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from 18% to 50% by weight of aggregates. In this case, the 10% asphalt by the weight of 
aggregates was adopted to prove the asphalt binder flow at the high temperatures, even at 
the condition of the low amount of the asphalt binder in the asphalt mastic. The cross 
sections of the sample in the figures were cut along with the tube length direction. In these 
figures, (1) the asphalt binder on the aggregates trended to the uniform state; (2) few areas 
on the aggregates are not coated by the asphalt (Figure 7.3a); (3) the aggregates are 
assumed as the substrate relative to the asphalt, and it is a liquid-air system at the high 
temperatures; (4) the free asphalt binder exists in this system and it is enough to coat all 
aggregates. The temperature dependence property of asphalt determines the states of 
asphalt from liquid to solid at different temperatures. The asphalt binder would be in the 
liquid state at high temperatures. From these images, it is inferred that the heating 
processing provided enough energies (necessary activation energy and kinetic energy) to 
force more free asphalt to squeeze the air and move to coat the aggregate. It is assumed 
that the first step of this movement is that the asphalt in the tube moves from the high 
coating areas of asphalt to low coating areas of asphalt (Figure 7.4). The activation energy 
of the asphalt was required for starting to move. The necessary activation energy of the 
asphalt binder can be calculated from the Arrhenius equation [207] (equation (7.2)). The 
second step of this movement is that the contact area between the asphalt and aggregates 
increases, and the contact angle between the asphalt and aggregates decreases after heating 
or energy input due to the balance of adhesive and cohesive forces of asphalt and 
aggregates (Figure 7.4). 
ߟ = ܣ݁
ಶ೑
ೃ೅   and   ݈݊ߟ = ா೑ோ் + ݈݊ܣ                                                                                   (7.2) 
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Where η is the viscosity index of the asphalt (Pa.s), T is the kelvin absolute temperature 
(K), A is a fitting coefficient, Ef is the activation energy for initiating the asphalt flow (J), 
and R is the universal gas constant (8.314 J.mol-1.K-1). 
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Figure 7.4. A diagram of the diffusion of the asphalt binder on the aggregates 
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(b) the regression calculation between the ln η and 1/T 
Figure 7.5. The viscosity and activation energy calculation of the asphalt binder 
The viscosity of the asphalt binder was required to calculate the activation energy, 
and the viscosity of the asphalt was tested by the rotational viscometer in the laboratory. 
The viscosity and activation energy of the asphalt binder were calculated based on the 
equation (1). The calculation results are shown in Figure 7.5. Figure 7.5 shows the viscosity 
results and regression calculation of the asphalt binder. The activation energy of the asphalt 
binder is 70481.1036 J/mol after the calculation. It means the threshold energy for flowing 
of asphalt. It is better to have a lower activation energy for self-healing functions.  
It is envisaged that if the tube is filled by the water, the water cannot move freely 
in the tube. The density of water is close to the asphalt. The gravity of materials in the tube 
can be ignored in this case. Therefore, the surface tensions or adhesive and cohesive forces 
could be one of explanation directions for flowing (Figure 7.4). These forces make asphalt 
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have a contractive tendency of the surface that allows it to resist an external force caused 
by kinetic energies. The heating of asphalt increases the kinetic energy of asphalt binder. 
The asphalt fluid needs to maximize the contact surface areas against the inward 
attractive/cohesive forces, the asphalt is also attracted by the adhesion energy between the 
asphalt binder and aggregates. Then, the asphalt binder trends to coat the aggregates more, 
and the contact angle between the asphalt and aggregates decreases. The added energy 
leads to the asphalt flow and aggregate coatings, and the increased contact area between 
the asphalt and aggregates causes the decrease of adhesion energy. The predictions and 
explanations for the asphalt flow can also be verified and validated by Molecular Dynamics 
method and contact angle goniometry.  
7.5 Molecular Dynamics (MD) method on asphalt diffusion 
7.5.1 MD study for contact angles 
The asphalt flows on the aggregates during heating, and the contact angle between 
the asphalt and aggregates decreases. The Molecular Dynamics method was employed in 
this study to verify the predictions and explanation mentioned above. The interface model 
between the asphalt and aggregates was created, and there are two models, top (asphalt) 
and down (aggregates) models. The model of the silicon dioxide (SiO2) was used to 
represent the aggregate in the interface model, and the asphalt model was created with a 
density of around 1.0 g/cm3 based on the previous study of the authors [182]. The asphalt 
model consists of three components: asphaltenes, aromatics and saturates with the Amber 
Cornell Extension Force Field (ACEFF, equation (7.3) [182]), at a ratio of 5:27:41. The 
distance between the asphalt and aggregates is around 2 Å in the interface model, and the 
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interface model (total 12026 atoms) with a periodic boundary condition (PBC) is shown in 
Figure 7.6.  
E୲୭୲ୟ୪ = ∑ K୰(r − rୣ୯)ଶ + ∑ K஘(θ − θୣ୯)ଶ + ∑ ୚౤ଶୢ୧୦ୣୢ୰ୟ୪ୱ [1 + cos(nφ −ୟ୬୥୪ୣୱୠ୭୬ୢୱ
γ)] + ∑ [୅౟ౠୖ౟ౠభమ −
୆౟ౠ
ୖ౟ౠల୧ழ୨
+ ୯౟୯ౠ஫ୖ౟ౠ]                                                                                                                    (7.3) 
where, ݎ௘௤ and ߠ௘௤ are the structural parameters under the equilibrium state; ܭ௥ and ܭఏ are 
the force coefficients; n and ߛ are the torsional angle parameters; A, B and q are the non-
bonded potentials for all atom pairs; ܴ௜௝ is the distances of the atoms and ߳ is the well depth 
for the van der Waals energy. 
 
 
Figure 7.6. Interface model between the asphalt and aggregates. Note: the grey atom for 
Carbon; the white atom for Hydrogen; the yellow atom for Sulfur; the blue atom for 
Oxygen; and the brown atom for silicon. 
After the generation of the MD interface model, the conjugate gradient [72] and 
particle-particle particle-Mesh Ewald (PPPM) methods [79] were used to optimize the 
system energy and calculate the long-range coulombic interactions. The canonical 
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ensemble (NVT) was applied to the interface system with the Nose-Hoover thermostat. 
The positions and velocities of atoms in the interface model were updated each timestep. 
There are two ways to simulate the healing process during heating in the asphalt-aggregate 
system: (1) the temperature ramp in the interface was set from 298.15 K (25oC) to 353.15 
K (80oC) in one simulation during the running time (5ns), and it is similar to the test process 
in the laboratory (Method One); (2) the different temperatures were selected, and each 
single temperature was set up in each MD simulation (Method Two). The specific locations 
(left corner marked in Figure 7.7) of the interface model were monitored during the MD 
simulation, and the contact angle between the aggregates and asphalt in the interface model 
was calculated at the final timestep. The locations of the atoms were recorded in the 
interface model based on the calculation method one (temperature ramp), and the images 
from OVITO (Open Visualization Tool) [208] are output and shown in Figure 7.7 (Method 
One).  
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Figure 7.7. The images of the interface model under different conditions: a) the initial 
interface structure before heating; b) the interface structure after 5ns heating. Note: Eight 
types of atoms in the interface model (OS (blue), Si (red), CA (light yellow), CT (Yellow), HC (light purple), 
HA (white), SS (purple), and CC (light blue) with different colors), OS type for the ether or ester oxygen; Si 
type for the silicon atom. CA type for sp2 aromatic carbon in 6-membered ring with 1 substituent; CC type 
for sp2 aromatic carbon in a 5-membered ring with 1 substituent and next to a nitrogen; CT type for aliphatic 
carbon (tetrahedral); HC type for hydrogen bonding hydrogen (charged group); HA type for aliphatic or 
aromatic hydrogen; and S type for sulfur in disulfide linkage or methionine. 
Figure 7.7 shows the structures of the interface model: a) after the energy 
optimization, and b) after the NVT simulation during 5ns heating in the system. In Figure 
7.7a, the locations and velocities of molecules of the asphalt model in the top level were 
updated after the optimization of the conjugate method. The molecules in the asphalt model 
were relatively stable, and the structure of the asphalt model was monitored. The contact 
angle between the asphalt and aggregates in the interface model was estimated in the left 
corner (constant position, circled in Figure 7.7a), and it was averaged, 140.7o. This is the 
initial step for the NVT simulation for self-diffusion of the molecules of asphalt. In Figure 
7.7b, the molecules of the asphalt model moved up after heating, and adhered to the upper 
aggregate model due to the adhesion energy between the asphalt and aggregate models in 
a 
b 
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the periodic boundary condition. It indicates that the self-diffusion of the molecules of the 
asphalt occurs in these MD models. The molecules of the asphalt model diffused, and 
aggregated together like a circle, which is similar to the asphalt droplet in the contact angle 
test (mentioned in the following section). A long simulation time, 5ns, was set up in the 
model, and it is enough time for the models to relax in the temperature ramp (298.15 K to 
353.15 K). The structure of the interface model was imaged at the final timestep, and the 
contact angle between the asphalt and aggregate in the interface model at the left corner 
was also computed. The angle data was averaged, 52.6o. Based on the theory of wetting 
tendency (Figure 7.1), the wetting condition between the asphalt and aggregates is partial 
non-wetting at the initial state, and the wetting condition changes to the partial wetting at 
the end state after heating. It indicates that there is a non-reactive wetting between the 
asphalt and aggregates, and the asphalt does not tend to spread on aggregates under the 
equilibrium state at room temperature. However, after heating, the contact angle of asphalt-
aggregate changes, and the asphalt spreads on the aggregate substrate. It is consistent with 
the assumption made in section: morphological analysis. The heating provides the kinetic 
energy for asphalt, and the energy reaches the activation energy. The asphalt starts to move 
and spread on the aggregates. In addition, the NVT was applied to the interface model 
under each single temperature for the calculation and verification of the contact angle 
(Method Two). The molecular structures of MD interface models at the end timestep are 
shown in Figure 7.8.  
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Figure 7.8. The images of the interface model at different temperatures: a) the image of the 
final timestep (5ns) at 318.15 K; b) the image of the final timestep (5ns) at 338.15 K; c) 
the image of the final timestep (5ns) at 353.15 K; d) contact angles at different temperatures. 
Figure 7.8 shows that the molecular structures of the interface models under 
different temperatures at the final timestep, as well as the contact angles. The contact angles 
from Figure 7.8a to Figure 7.8c were calculated at left corner of the interface model at 
different temperature, and the angles were averaged and shown in Figure 7.8d. In Figure 
7.8d, the contact angle of asphalt-aggregate decreases with the increase of the temperature 
in the interface model from 318.15 K to 353.15 K. The averaged contact angle of the 
interface model at 318.15 K is 65.9o, 49.6o at 338.15 K, and 29.1o at 353.15 K. The asphalt-
aggregate interface is partial wetting at these temperatures. It also coincides with the 
assumption made in section: morphological analysis. When heating the asphalt on 
aggregates, the energy of asphalt reach the activation energy and diffuses. The contact area 
between the asphalt and aggregates increases, and the contact angle of asphalt-aggregate 
decreases. It is extrapolated that the contact angle decreases linearly when heating asphalt 
on the aggregate substrate. In addition, the MD simulation on diffusion of the interface 
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model can also explain the diffusion of the asphalt binder on aggregates in the images 
obtained from Argonne National Laboratory. 
7.5.2 MD study for movements of the asphalt binder 
Mean square displacement (MSD) is to measure the deviation or movement over 
time of atoms/molecules between the targeted and reference positions (equation (7.4)). It 
is common to understand the spatial distribution of molecules under random motions in the 
molecular structures. The MSD over time can relate to the diffusion coefficients of the 
materials, and the activation energy can also be linked using Arrhenius law from diffusion 
coefficients. In the self-healing process of asphalt, the activation energy can be considered 
as the energy required for the movement of molecules. The motions of molecules in the 
interface model were updated, and the mobility and activity of molecules were also 
monitored, as well as the orientation. It is useful for understanding the molecular properties 
of the materials. In this study, the squared displacements (dx, dy and dz, three directions) 
were recorded at different temperatures during NVT simulations for interface models, as 
well as total squared displacement. The MSD results of asphalt molecules in interface 
models are shown in Figure 7.9.  
ܯܵܦ = ଵ் ∑ (ݔ(ݐ) − ݔ଴)ଶ௧்ୀଵ = ݀ݔଶ + ݀ݕଶ + ݀ݖଶ                                                         (7.4) 
where, T is the averaged time; ݔ଴ is the reference position of the particles/atoms.  
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Figure 7.9. Mean Squared Displacement (MSD) of asphalt molecules in interface models 
under different temperatures: a) mean squared displacements of molecules of asphalt in the 
interface model at different temperatures; b) squared displacements (dx, dy, and dz) at 
318.15 K; c) squared displacements (dx, dy, and dz) at 338.15 K; d) squared displacements 
(dx, dy, and dz) at 353.15 K 
Figure 7.9 shows that squared displacements of molecules of asphalt in interface 
models along three axial directions at different temperatures. In Figure 7.9a, the MSD of 
molecules of asphalt at 353.15 K is larger than MSDs at other temperatures. It implies that 
the high temperature accelerates the movements of molecules and moves further due to 
more thermal energies input. However, there is a difference or reverse trend between 
298.15 K and 318.15 K. This phenomenon is caused by the glass transition of this asphalt 
model. The glass transition temperature of the asphalt model is around 300 K [182], and 
the specific energy is required for the glass transition. In Figure 7.9b and Figure 7.9c, the 
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squared displacement along x direction at the temperature of 318.15 K and 338.15 K is also 
greater than the squared displacements of molecules of asphalt along y and z directions. 
The squared displacement along z direction was restricted by the periodic boundary 
condition (the asphalt model layered by the aggregate model, similar to real asphalt 
mixture). The squared displacements along x and y directions at the temperature of 353.15 
K (Figure 7.9d) are the same, and it infers that the high temperature also is helpful for 
molecules of asphalt to diffuse at a same speed to different directions. Therefore, the low 
contact angles of the asphalt-aggregate model at high temperatures were observed in the 
interface model, and the high MSDs of the molecules of the asphalt model in the interface 
model were also recorded at high temperatures. The input thermal energy is useful for the 
diffusion of the asphalt binder. 
7.6 Contact Angle Test 
The contact angle was computed through the MD simulations in previous section, 
the contact angle test was also evaluated by the contact angle measuring instrument, 
KRÜSS G10. The Drop Shape Analysis (DSA) was used to process the image and 
determine the contact angle. The Young-Laplace equation (equation (7.5)) was used to fit 
the shape line of the sessile drop. The density of the asphalt droplet is around 1.0 g/cm3, 
which is the same as water. The equilibrium of the asphalt droplet is balanced by the surface 
tension and its weight. In the laboratory, the asphalt droplet was dropped on the aggregate 
at room temperature, and the samples were heated by oven or infrared light. It is assumed 
that the surface tension and its weight of asphalt was based on those of water in these tests 
due to the test limitations. Four samples are selected in the tests, and two samples are shown 
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in Figure 7.10. The test images of asphalt-aggregate at different temperatures from one 
sample (sample A) are represented and shown in Figure 7.11.  
∆݌ = ߛ( ଵோభ +
ଵ
ோమ)                                                                                                          (7.5) 
where, ∆݌ is the pressure difference; ߛ is the surface tension; ܴଵ and ܴଶ are the principle 
radii of curvature.  
 
Note: (A: the base is the concrete sample, and the asphalt was dropped on the aggregates. 
B: the base is the asphalt mixture. The white means aggregates, and the black is the asphalt 
mastic. The asphalt was dropped on the white part, aggregates. It is easier to cut the 
concrete and asphalt mixture samples than the small aggregates) 
Figure 7.10. The samples after contact angle tests: an asphalt droplet on the aggregates 
(large aggregates are selected in the asphalt mixture or concrete samples) 
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Figure 7.11. The asphalt droplet on the aggregates: a) contact angle at 298.15 K; b) 
contact angle at 333.15 K; c) contact angle at 353.15 K 
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Figure 7.12. Contact angles between the asphalt droplet and aggregates at different 
temperatures: a) using the Young-Laplace fit to calculate the contact angle; b) to measure 
the contact angle by image processing (IQR, interquartile range; outlier, more than 1.5 
IQRs); c) comparison between MD simulation and test data. 
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Figure 7.11 displays that the asphalt droplets on the aggregates at different 
temperatures, (298.15 K (25oC), 333.15 K (60oC), and 353.15 K (80oC)). It is apparent that 
the contact angle between the asphalt and aggregates changes with different temperatures, 
the angle decreases with increasing the test temperature. The angle is obviously higher than 
90o at 298.15 K, and it infers partial non-wetting between the asphalt and aggregates. 
However, the angle is lower than 90o from 333.15 K, and it indicates the interface state of 
asphalt-aggregate is changed from partial non-wetting to partial wetting after heating. After 
the Young-Laplace fit or simple measurement (ImageJ), the contact angles between the 
asphalt droplet and aggregates are shown in Figure 7.12. In Figure 7.12a and Figure 7.12b, 
it is obvious that there is one common point: the angle decreases with increasing the test 
temperatures. Minor difference between two calculation methods at the temperature of 
298.15 K was observed, and no much difference at other temperatures. It is most likely 
caused by the difference of surface tension between the asphalt and water, but the 
difference is tiny. Therefore, the assumption is validated that the surface tension and its 
weight of asphalt was based on those of water in these tests. The diffusion of the asphalt 
binder on the aggregates was reproduced step by step in the experiments. In addition, based 
on the data in Figure 12c, there is also minor difference of the contact angle between the 
test results and MD simulations (298.15 K: around 150o; 333.15 K: around 65o; and 353.15 
K: around 30o). Therefore, the temperature definitely affects the contact angle between the 
asphalt and aggregates, and determines the wetting condition of the interface. 
We also performed one-way analysis of variance (ANOVA) to evaluate whether 
the three levels of temperature produce different contact angles shown in Figure 7.12b. 
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There was a statistically significant effect of types of temperature (the p-value < 0.0001). 
The multiple comparisons with the Bonferroni correction at α=0.05 showed that all three 
pairs of differences among means of temperature are statistically different, indicating that 
the contact angle is sensitive to different levels of temperatures.  In addition, a trend 
analysis of contact angle at α=0.05 for this design also showed a strong negative linear 
trend of temperature with the p-value less than 0.0001.   
7.7 Discussions and Conclusions 
In this chapter, the diffusion of the asphalt binder in the asphalt mastic sample was 
explored and discussed based on the image data produced by the beam line in Argonne 
National Laboratory. The molecular dynamics method was employed to simulate and 
explain the diffusion of the asphalt binder in the mastic. The contact angle between the 
asphalt and aggregates was also used to validate the diffusion steps of the binder in the 
mastic. After evaluation of the test and simulation data, the following conclusions are 
summarized.  
(1) The asphalt binder diffused after heating in the asphalt mastic from the images, and the 
activation energy of the asphalt binder was mentioned and calculated for the PG 58-28 
binder. The diffusion steps of the asphalt binder was also proposed by a diagram, and 
the assumption of diffusion of the asphalt binder on aggregates was made. This 
assumption was verified and validated by the MD simulations and contact angle tests.  
(2) The interface model of the asphalt binder and aggregates was built with the Amber 
Cornell Extension Force Field. The conjugate gradient method was used to optimize 
the interface system energy. The NVT ensemble was applied to the interface system to 
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analyze the contact angle between the asphalt model and aggregate model at different 
temperatures. The high contact angle was observed in the interface system at low 
temperatures (around or below room temperature), and low contact angle was 
monitored at high temperatures (around 318.15 K (45oC)). The wetting state of the 
interface between the asphalt binder and aggregates transforms from partial non-
wetting to partial wetting after heating. The asphalt tends to coat more on aggregates 
under high temperatures. The mean squared displacements were also employed to 
analyze the movement of molecules of the asphalt model, and the reference positions 
or locations were averaged in the interface models. The MSD results indicate that the 
high temperature provides more kinetic energy for movement of molecules, and causes 
the molecules move fast in the asphalt model.  
(3) The contact angle goniometer was used to evaluate the contact angle between the 
asphalt droplet and aggregates. The temperature largely influences the contact angle of 
asphalt-aggregate samples. The wetting condition of the interface between the asphalt 
and aggregates definitely changes from partial non-wetting to partial wetting. The high 
temperature provides the energy for the asphalt to spread on the aggregates. The results 
from MD simulations and assumptions are in agreement with the contact angle tests.  
Therefore, the diffusion phenomena and mechanism of the asphalt on the 
aggregates were explored and analyzed. The diffusion of the asphalt also relates to the self-
healing properties. In addition, our group would focus on more quantitative analysis of the 
diffusion in the future plan. 
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Chapter 8  Conclusions and Recommendations 
In this dissertation, a comprehensive literature review of Molecular Dynamics (MD) 
application in the field of civil engineering was completed, and the properties of the base 
and modified asphalt models were investigated using the MD method, and the properties 
include density, glass transition temperature, viscosity, thermal conductivity, modulus, etc. 
The relationships of asphalt-aggregate and asphalt-modifier were explored and discussed, 
as well as the self-diffusion mechanism of the asphalt binders. The MD simulation data 
was compared to the experimental results. In addition, the recommendation and future 
works are also made in this dissertation.  
8.1 Summary 
8.1.1 The properties of the base asphalt model 
The asphalt model with three components was used to mimic the asphalt in this 
experimental MD simulation, and the Amber Cornell Extension Force Field was employed 
in the asphalt model. The NWChem analysis was applied to calculate and assign the ESP 
charge to the asphalt components. The conjugate gradient method, particle mesh Ewald 
method, and Savitzky-Golay filter were used to optimize the system energy and data 
smoothing. The physical properties of the asphatl1 model were computed including the 
density, glass transition temperatures, viscosity, and bulk modulus. The computational 
results and conclusions in the asphatl1 model are drawn. 
(1) During the asphalt model building process, the three components, asphaltenes, 
aromatics and saturates, were represented by asphaltene, dimethylnaphthalene, and 
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docosane, respectively, and the ratio of the three components in the asphalt model was 
5:27:41. The conjugate gradient and NWChem were applied to the asphatl1 model with 
the Amber Cornell Extension Force Field for optimizing the energy and geometry.  
(2) The densities of the asphalt model at different temperatures using the Amber Cornell 
Extension Force Field were closer to the laboratory densities and reference data from 
Zhang and Greenfield [5]. The density property was also used to validate the asphalt 
model. 
(3) The glass transition temperatures of asphalt can be a small temperature range due to 
the complex composition of the asphalt, and the temperatures can be varied from the 
sources and components. The glass transition temperatures were computed based on 
the relationship between the temperatures and specific volumes. The glass transition 
temperature of the asphalt model with the Amber Cornell Extension Force Field was 
narrowed down into one small temperature range (around 300 K) compared to the wide 
reference range (298 K to 353 K) from Zhang and Greenfield [5], based on the 
laboratory testing data. 
(4) There were four methods to calculate the viscosity in material engineering [25], and 
the Muller-Plathe algorithm was utilized to compute the viscosity of the asphalt model 
in this experimental MD simulation. The results of the asphalt model using the Muller-
Plathe method in the rNEMD simulation are closer to the laboratory testing data 
compared to the reference data from Zhang and Greenfield [5] using the Green-Kubo 
and Einstein methods. 
(5) The bulk modulus was computed by applying volumetric and small strains to three 
coordinates of the asphatl1 model. The stress response in the mode was monitored, and 
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the stress results in three coordinates were averaged for the calculation of the bulk 
modulus. The bulk modulus of the asphalt model is closer to the laboratory data than 
the reference data from Zhang and Greenfield [5]. 
8.1.2 The relationship between asphalt and aggregates 
The control and NHL modified asphalt were tested by FTIR ATR to analyze the 
polar groups with carbonyl in the asphalt at a liquid state. Parts of the control and the NHL 
modified asphalt mixture samples tested by TSR were also used to be extracted by solutions. 
These solutions contained the polar functional groups that were detected by the FTIR ATR 
to analyze the carbonyl groups in the asphalt. The mechanical driving reasons between the 
asphalt-aggregate and aggregate-water systems were explored and discussed for the water 
damage of asphalt mixtures using molecular dynamics simulations. Based on the data 
analysis of extracted control and NHL modified asphalt, the following conclusions can be 
drawn. 
(1) During asphalt oxidation, the resins and maltenes in the asphalt help generate polar 
group components, including carbonyl groups, sulfoxide groups and nitrogen oxides. 
The carboxylic acids and ketones are the major products in the oxidized asphalt, which 
also produces high amounts of anhydrides. The limited amount of amides, esters and 
aldehydes in the oxidized and extracted asphalt is detected in this study. The carboxylic 
acids, ketones and anhydrides may be the pivotal components in the asphalt that link to 
the rutting and moisture resistance in asphalt mixtures, as well as the bonding strength 
between the asphalt and aggregates. The asphalt aging definitely improves the moisture 
resistance in wet environments at an early stage. However, the long-term aging of 
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asphalt causes the degradation of bonding strength between the asphalt and aggregates, 
as well as the fatigue life and water resistance. 
(2) The interface MD models of asphalt-aggregate and aggregate-water systems are 
generated to simulate the mechanism that produces asphalt-aggregate adhesion energy, 
and also mimic the interactions between aggregates and asphalt/water. The potential 
energies of each MD interface system and separated systems (asphalt, water and 
aggregate) are computed to determine the bonding energy of each system. The 
difference of adhesion energies between the asphalt-aggregate and aggregate-water 
systems is the fundamental reason for moisture damage in asphalt mixtures. The water 
tends to adhere to aggregates rather than asphalt under the same conditions. In addition, 
from investigating the different adhesive strength between the aggregate and asphalt 
with/without the carboxylic acid group (aging group), the moderately aged asphalt has 
improved the adhesion and, thus, helped to resist moisture damage in asphalt mixtures. 
8.1.3 The properties of the modified asphalt binder model 
The MD model of multi-layer graphite nanoplatelets (xGNP) was created and used 
for the investigation of the effect of modification on the control asphalt model. The control 
asphalt model was composed of three components: asphaltenes, aromatics, and saturates. 
The xGNP modified asphalt model was generated from the addition of the xGNP model in 
the control asphalt model. The conjugate gradient method and PPPM were used for energy 
optimization, and the Savitzky-Golay filter was used for smoothing data. The Amber 
Cornell Extension Force Field was used in these asphalt models, and the physical properties 
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of the models were calculated including density, the glass transition temperature, viscosity, 
and thermal conductivity.  
(1) The densities of these asphalt models were computed, and the addition of the multi-
layer xGNP model increased the density of the xGNP modified asphalt model 
compared to that of the control asphalt model. The molecular number in MD systems 
significantly affects the data variation for density calculation. The density of MD 
asphalt systems decreases with the increase in temperature.  
(2) The glass transition temperature of the xGNP modified asphalt model is around 250 K, 
and it is better than the results of the reference, 298 K to 358 K [13]. This glass 
transition temperature is better than previous results (around 300 K [182]) for the 
control asphalt model, because it is the same as the glass transition temperature of 
SHRP asphalt binders, around 250 K, from laboratory results [115].  
(3) The Muller-Plathe method was used to calculate the viscosity of the control and xGNP 
modified asphalt models. The twenty layers in the MD asphalt models were separated 
for this calculation. The addition of xGNP particles in the control asphalt matrix 
improves viscosities of the modified asphalt at different temperatures, and the same 
effect of multi-layer xGNP models in the control asphalt model was observed. 
Compared to the experimental viscosities of the xGNP modified asphalt, the viscosities 
of the MD simulation is close to the experimental results at the temperatures of 403 K, 
423 K, and 443 K. The relationship between viscosities and temperatures in the data of 
the MD simulation is also the same as that of the laboratory results.  
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(4) The experimental data shows that the xGNP particles in the control asphalt increase the 
thermal conductivity of the modified asphalt at room temperature. During the 
calculation of thermal conductivity, the Muller-Plathe method was used in these MD 
simulations, and the multi-layer xGNP model in the control model also improves the 
thermal conductivity of the xGNP model at room temperature. The thermal 
conductivity of the control and xGNP modified asphalt increase with increasing 
temperatures, and the same trend is observed in the data of MD simulations.  
8.1.4 The modulus of the base and modified asphalt binder models 
The control and xGNP modified asphalt binders were simulated in this study using 
the Molecular Dynamics (MD) method, and different properties of these asphalt models 
were simulated and computed. The multi-layer graphene model was generated to represent 
the xGNP particles, which were used to modify the control asphalt in the experiments. The 
components of the control asphalt model were based on the previous study by the authors. 
The xGNP modified asphalt model was prepared using the same conditions and procedures 
from the experiments. After calculating different properties, the following summaries can 
be drawn.  
(1) The density of the xGNP modified asphalt model is higher than that of the control 
asphalt, and it indicates that the addition of the xGNP model increases the density of 
the asphalt model. The test process of the bulk modulus in the laboratory was simulated 
using MD algorithm, and the bulk moduli of the control and xGNP modified asphalt 
were calculated with two methods. There is no difference between the results from the 
two methods. The bulk moduli of the models linearly decrease with the increase in 
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temperature. The trends of the bulk modulus in the MD simulations agree with those 
of the reference and laboratory data. The difference between the simulation and 
experimental results was observed due to the time scale and limited molecules. 
(2) The test process of the Young’s modulus in these asphalt models was simulated using 
the MD method, and the Young’s modulus of the models was calculated based on the 
second regression method. The Young’s moduli of these models increase linearly with 
decreasing test temperature. The trend of Young’s modulus in MD simulations is 
similar to the predicted trend in the experiments. The Young’s moduli of the control 
and xGNP modified asphalt models are larger than laboratory data, and it is caused by 
several factors: time steps, simulation time, and molecular numbers. 
(3) The shear modulus of these asphalt models was calculated by applying a small shear 
strain in one direction (XY direction) to these models based on the first method 
mentioned above. The shear moduli of these asphalt models decrease exponentially 
with increasing test temperature. The trends in the MD simulation data of these asphalt 
models fit the regressed curves of the experimental results. The Young’s moduli of 
these models are higher than the experimental results. The large modulus of the models 
is induced by the time scale and limited molecules in MD simulations. However, it can 
be predicted that if the test temperature is lower than 273 K, the shear modulus of the 
asphalt models would be close to the experimental data, as well as the Young’s modulus 
and bulk modulus.  
(4) Poisson’s ratios of these asphalt models are also obtained from different modulus 
results. The range of Poisson’s ratio is the same as that of the experimental data. It 
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implies that the stress response of asphalt models is reasonable after applying the small 
strain to these models.  
8.1.5 The self-healing mechanism of the asphalt binder 
The diffusion of the asphalt binder in the asphalt mastic sample was explored and 
discussed based on the image data produced by the beam line in Argonne National 
Laboratory. The molecular dynamics method was employed to simulate and explain the 
diffusion of the asphalt binder in the mastic. The contact angle between the asphalt and 
aggregates was also used to validate the diffusion steps of the binder in the mastic. After 
evaluation of the test and simulation data, the following conclusions are summarized.  
(1) The asphalt binder diffused after heating in the asphalt mastic from the images, and the 
activation energy of the asphalt binder was mentioned and calculated for the PG 58-28 
binder. The diffusion steps of the asphalt binder was also proposed by a diagram, and 
the assumption of diffusion of the asphalt binder on aggregates was made. This 
assumption was verified and validated by the MD simulations and contact angle tests.  
(2) The interface model of the asphalt binder and aggregates was built with the Amber 
Cornell Extension Force Field. The conjugate gradient method was used to optimize 
the energy of the interface system. The NVT ensemble was applied to the interface 
system to analyze the contact angle between the asphalt model and aggregate model at 
different temperatures. The high contact angle was observed in the interface system at 
low temperatures (around or below room temperature), and a low contact angle was 
monitored at high temperatures (around 318.15 K (45oC)). The wetting state of the 
interface between the asphalt binder and aggregates transforms from partial non-
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wetting to partial wetting after heating. The asphalt tends to coat more on aggregates 
under high temperatures. Mean squared displacements were also employed to analyze 
the movement of molecules of the asphalt model, and the reference positions or 
locations were averaged in the interface models. The MSD results indicate that the high 
temperature provides more kinetic energy for movement of molecules, and causes the 
molecules to move fast in the asphalt model.  
(3) The contact angle goniometer was used to evaluate the contact angle between the 
asphalt droplet and aggregates. The temperature largely influences the contact angle of 
asphalt-aggregate samples. The wetting condition of the interface between the asphalt 
and aggregates definitely changes from partial non-wetting to partial wetting. The high 
temperature provides the energy for the asphalt to spread on the aggregates. The results 
from MD simulations and assumptions are in agreement with the contact angle tests.  
8.2 Conclusions  
Based on the summary and findings from these chapters, the conclusions can be 
drawn as follows: 
(1) Three components (asphaltenes, aromatics and saturates) were selected and mixed to 
represent the asphalt model. The physical properties of the asphalt model computed in 
the experimental MD simulation include density, glass transition temperature, viscosity, 
and the bulk modulus. The computational results of the physical properties of the 
asphalt model are generally better than the reference data from Zhang and Greenfield 
[5]. Therefore, the asphalt model in this study has a relatively good prediction for the 
properties compared to the reference model [5] due to the use of the Amber Cornell 
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Extension Force Field and the ESP charge, as well as new calculation method for 
viscosity. Furthermore, the calculation and optimization methods used in this 
manuscript are promising ways to simulate the materials, such as the numerical 
procedures to generate the asphalt model and optimize the system energy, and to 
calculate the physical properties and process the data of the simulation. The 
contributions of this chapter are as follows: 1) The modified force field, Amber Cornell 
Extension Force Field, was applied to the components of the asphalt model, as well as 
the ESP charge and the optimization method, conjugate gradient method. This force 
field and ESP charge can also be applied to other materials; and 2) The Muller-Plathe 
method (a kind of NEMD method) was used to calculate the viscosity of the asphalt 
model.  
(2) With chemical extraction, the polar and non-polar components in the asphalt were 
separated and analyzed to link the moisture susceptibility of asphalt mixtures with 
FTIR characterization. Ketones, carboxylic acids and anhydrides are the main 
compounds during asphalt oxidation in this study, and these also relate to the pavement 
performance. The MD simulations discovered the difference in adhesive strength 
between asphalt-aggregate and aggregate-water systems. The analysis results explained 
the chemo-physical properties of asphalt related to the moisture damage in asphalt 
mixtures. The contributions of this chapter are as follows: 1) The six functional groups 
with the carbonyl group in the aged asphalt were found using the FTIR images; 2) 
ketones, carboxylic acids and anhydrides are main compounds; 3) mild aging is good 
for resistance to moisture damage in the asphalt mixture from MD results; 4) the 
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adhesion energy of the interface was calculated through MD methods; and 5) the aged 
components of the asphalt model were proposed.  
(3) The multi-layer xGNP graphite particles in asphalt can improve the viscosity and 
thermal conductivity of the modified asphalt, and the xGNP graphite model in the 
control asphalt model can also enhance the density, glass transition temperature, 
viscosity and thermal conductivity. It is obvious that the same trend of experimental 
data and MD results is observed during the testing and MD calculation of different 
properties of asphalt. It is likely that the xGNP particles can be utilized and generalized 
for pavement construction and heat sink. The contributions of this chapter include 1) 
the use of the xGNP graphite particles to enhance the performance of the asphalt binder, 
2) the generation of the xGNP model for the modification of the asphalt model, 3) the 
application of the Muller-Plathe method to compute the thermal conductivity of the 
asphalt models, and 4) the use of the correlation analysis to reveal the linear relationship 
in MD simulation data.  
(4) The modulus properties of the control and xGNP modified asphalt models were 
analyzed and compared. The trends in different moduli of the asphalt models were the 
same as those of the experimental results. The contributions of this chapter include 1) 
the use of the NPH ensemble to obtain the Young’s modulus of the asphalt models with 
the Amber Cornell Extension Force Field, 2) a method using NVT and SLLOD 
algorithm to calculate the bulk and shear moduli of the asphalt models with the Lee-
Edwards boundary conditions, and 3) the rules for producing data in MD simulation by 
applying a correlation analysis. Even though a large difference between the simulation 
and experimental data was observed, which is likely due to time frame and complexity 
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as well as the elastic response of the model materials, the research method is useful for 
the simulation of other materials. 
(5) The diffusion and its mechanism of the asphalt binder on the aggregates were explored 
and analyzed. The diffusion of the asphalt also relates to the self-healing properties. 
The contact angle between asphalt and aggregates decreased with the increase in 
temperatures. The contributions of this chapter include 1) the detected diffusion of the 
asphalt binder on aggregates using the X-ray test; 2) the introduction of the contact 
angle method for self-diffusion analysis between the asphalt binder and aggregates 
from both sides, MD simulation and tests; 3) analyzed movements of the components 
in the asphalt model; and 4) nanoscale movement simulated using the MD method.  
8.3 Recommendations and future works 
MD method is a new analysis and simulation tool for the researchers. Many 
advantages of the MD method were mentioned in the dissertation, and it is beneficial to 
use the MD method to explore mechanisms and applications for material developments. 
Based on the experience and results of the MD method obtained in this dissertation, the 
following recommendations are made.  
(1) The new asphalt model could be generated to better represent the real asphalt, which 
will contain more related components. The new model will be validated and the 
properties of the model are computed using different MD methods. New asphalt models 
or methods will be developed to narrow the differences between the simulation and the 
laboratory data. 
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(2) The diffusion coefficients of the asphalt model and its components will be calculated 
and linked to the self-healing properties under different temperatures. The Radial 
Distribution Function (RDF) of each component in the asphalt binder model will be 
calculated to determine the molecular/atomic movements.  
(3) The issue of aging of the asphalt binder model is always a hot topic for researchers. 
The aging effect and mechanism of the asphalt or asphalt model is needed to be 
explored and discussed thoroughly. The different components in the asphalt may have 
a different aging process with the ReaxFF (reactive force field), and the extent of the 
aging of components is also an important issue to be understood using MD simulations.    
(4) More quantitative analysis on the diffusion and reactions between asphalt and modifiers 
will be explored and discussed using MD simulations. The solubility parameters of the 
components and asphalt will be analyzed under different solutions.  
(5) The molecular orientation and relaxation time under different loadings of the asphalt 
models can be deeply studied for the modification, as well as the loading rate. The 
moisture susceptibility and movements of asphalt-aggregate are significant subjects for 
the improvement of performance in the asphalt mixtures, and it is helpful to use the 
MD method to understand more comprehensively. The details of these topics would be 
discussed in future research.  
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